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APPLIES TO:  Pratt & Whitney (P&W) Group 

1. PURPOSE AND SCOPE:     

Background: 

In 2012 Pratt & Whitney (P&W) acquired an auxiliary power unit (APU) business from 
UTC member company Hamilton Sundstrand (HS) and renamed it Pratt & Whitney 
(P&W) Aeropower.   

The company designs, manufactures, and supports APUs and expendable thrust 
engines, and has more than 50 years of experience and demonstrated product 
performance over a complete range of aircraft.  
 
In 2015, the Aeropower business was absorbed by the Pratt & Whitney Group 
(comprised of Pratt & Whitney and Pratt & Whitney Canada). 

 
Purpose: 

The P&W APU Source Qualification List (SQL) is authorized by the P&W Quality & 
Process Engineering (Q&PE) organization (aka Materials Control Laboratory (MCL)) 
and Pratt & Whitney Canada (PWC) Supplier Metallurgical Development (SMD) 
organization for OEM production support of P&W and PWC Auxiliary Power Unit 
(APU) systems only. 
 
This document replaces the legacy Hamilton Sundstrand HS Report 80, “HS 
Approved Process/Material Supplier Report” and HS Report 85, “Supplier Internal 
Processes Report,” of approved qualified sources for applicable part manufacturers, 
providers of manufacturing special processes, and commercial laboratory testing 
facilities.   
 
Requirements for the use of approved sources are invoked through the P&W Group 
Purchase Order flow down documents ASQR-01, “Supplier Quality System 

WARNING 
This document is the property of Pratt & Whitney (P&W), a division of Raytheon Technologies Corporation, and contains 
confidential and / or proprietary information. You may not possess, use, copy or disclose this document or any information in it, for 
any purpose, including without limitation to design, manufacture, or repair parts, or obtain FAA or other government approval to do 
so, without P&W's express written permission. Neither receipt nor possession of this document alone, from any source, constitutes 
such permission.  Possession, use, copying or disclosure by anyone without P&W's express written permission is not authorized 
and may result in criminal and/or civil liability. 
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Requirements,” PW-QA-6101, “Supplier Quality Assurance Requirements for 
Auxiliary Power Unit (APU) Hardware” or CPW 2001, “Special Process & NDT 
Requirements For Suppliers of APS Parts, Details and Assemblies.”  

 
Note 1: The inclusion of a source on the APU SQL only signifies that the source, 
using materials, facilities and procedures acceptable to P&W Group, has shown 
evidence of compliance to applicable specification requirements.  The source is not 
relieved of their responsibility for continued conformance as determined by periodic 
testing & evaluation, as required. 

Scope: 

Nadcap: Sources identified on this list must hold a current Nadcap® accreditation 
certificate for the specific manufacturing special process(es) used at the time of 
production to complete a P&W Group purchase order.  In addition, sources that 
perform material testing (as a commercial lab or with captive in-house capability) 
must hold a current accreditation certificate by either Nadcap®, A2LA®, IAF/ILAC® 
or P&W Group approval (MCL Manual Section Appendix 56).  

Upon loss of any accreditation certificate or approval as mentioned above (e.g., a 
failed audit or a lapse in accreditation), supplier must contact their P&W Group 
customer and/or P&W Group Buyer within 48 hrs. to receive guidance relative to 
continued production of APU product.       

Nondestructive Testing (NDT):  For sources that provide this type of service, NDT 
personnel certification requirements, system approvals and controls, as well as 
technical quidance, will be the responsibility of the P&W Group Non-Destructive 
Testing (NDT) organization.  Please contact your P&W Group customer, P&W 
Group Buyer, or submit a Supplier Request for Information (SRI) through your 
supplier portal for further assistance. 

Format: 

The P&W APU Source Qualification List (SQL) is sorted by specification, 
(alphabetically and then numerically) and then by supplier name (alphabetically).   

Note 2: In general and where applicable, an effort has been made to approve each 
specific mfg. special process (e.g., heat treat, welding, chemical processing, etc.) 
specification with the particular suffix (e.g., “type,” “grade,” “class” “-XX” or “/XX”) that 
may be noted on the engineering part drawing.  In other instances, approval to a 
base specification may be interpreted as capability and authorization to perform this 
process to all applicable suffix notations.     

In addition, this list includes three (3) appendices with the following approved 
sources: 

Appendix A, “High Strength Fastener Manufacturers” 
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Appendix B, “Laboratories, Independent Approved, Metallic Testing” 

Appendix C, “Laboratories, Independent Approved, Non-Metallic Testing” 

New source qualification approvals, including additions, deletions, and changes to 
this SQL will be the responsibility of P&W Q&PE.   

The APU SQL is published on a quarterly basis to reflect any necessary 
updates/changes since the previous revision.  It may be viewed electronically on the 
P&W Supplier Portal. 

A copy of this SQL or any request for revision may be made by contacting your P&W 
Group customer or P&W Group Buyer or by submitting a Supplier Request for 
Information (SRI) in the appropriate manner.    

2. OWNERSHIP AND APPROVAL: 

The Chief, Materials Control Laboratory (MCL), P&W South & Supervisor Supplier 
Metallurgical Development P&W North, are the owners of this procedure.  All 
revisions to this procedure must be approved by the owner and balloted in 
accordance with MCL Manual Section C-5. 

3. DEFINITIONS: 

Pratt & Whitney Group – Comprised of Pratt & Whitney Canada (a.k.a. P&W North) 
and Pratt & Whitney USA (a.k.a. P&W South). 

4. NATURE OF CHANGE FOR THIS ISSUE: 

• Updated APU SQL 

1 
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APU Source Qualification List

Specification
Spec

State/CountryCitySupplier

A-A-59588 CL 2A GR 50
Rubber, Silicone

A-A-59588 CL AGC Inc. CTMeriden USA
A-A-59588 CL Rogers Corporation ILCarol Stream USA

ABMA B3.3
Rolling Bearings, Surface Temper Etch

ABMA B3.3 New Hampshire Ball Bearing NHPeterborough USA

AMS 2175
Castings, Classification and Inspection

AMS 2175 Bescast, Inc. OHWilloughby USA
AMS 2175 Chicago Magnesium ILBlue Island USA
AMS 2175 CPP - Cudahy CACudahy USA
AMS 2175 CPP - Minneapolis MNMinneapolis USA
AMS 2175 Magellan Aerospace Inc. AZGlendale USA
AMS 2175 Mistras Services CTEast Granby USA
AMS 2175 PCC Structurals NVCarson City
AMS 2175 PCC Structurals - Ogden GSC Found UTOgden USA
AMS 2175 PCC Structurals - San Leandro CASan Leandro USA

AMS 2400
Plating, Cadmium

AMS 2400 Chem Processing Inc. ILRockford USA
AMS 2400 Har-Conn Chrome Co. CTWest Hartford USA
AMS 2400 Hohman Plating & Mfg. Inc. OHDayton USA
AMS 2400 Magellan Aerospace Polska Mielec POLAND

AMS 2401
Plating, Cadmium, Low Hydrogen Content 

AMS 2401 Magnetic Inspection Lab (MIL) ILElk Grove Village USA

AMS 2403
Plating, Nickel, General Purpose

AMS 2403 DCI Aerotech Detroit Chrome Inc. MIDetroit USA
AMS 2403 Hohman Plating & Mfg. Inc. OHDayton USA
AMS 2403 Omni Metal Finishing CAFountain Valley USA

AMS 2403 PAS Technologies AZPhoenix USA
AMS 2403 SIFCO CTEast Windsor USA
AMS 2403 Westfield Electroplating MAWestfield USA

AMS 2404
Plating, Electroless Nickel

AMS 2404 ALP Havacılık Eskisehir TURKEY
AMS 2404 Anaplex Corp. CAParamount USA
AMS 2404 Anoplate Corp. NYSyracuse USA
AMS 2404 Chem Processing Inc. ILRockford USA
AMS 2404 Chemresearch Company Inc. AZPhoenix USA
AMS 2404 Hixson Metal Finishing CANewport Beach USA
AMS 2404 Omni Metal Finishing CAFountain Valley USA
AMS 2404 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AMS 2405
Electroless Nickel Plating, Low Phosphorus

AMS 2405 Anoplate Corp. NYSyracuse USA
AMS 2405 Chem Processing Inc. ILRockford USA

AMS 2406
Plating, Chromium, Hard Deposit

AMS 2406 Chem Processing Inc. ILRockford USA

AMS 2410
Plating, Silver, Nickel Strike, High Bake

AMS 2410 Chem Processing Inc. ILRockford USA
AMS 2410 Chemresearch Company Inc. AZPhoenix USA
AMS 2410 Galion Antony France
AMS 2410 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS 2410 SKF Industrie S.P.A. Villar Perosa Italy
AMS 2410 Sten Ozoir-la-Ferriere France
AMS 2410 Summit Corp. CTThomaston USA
AMS 2410 Valley Plating MASpringfield USA

AMS 2411
Plating, Silver, High Temp Applications

Tuesday, October 14, 2025
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Specification
Spec

State/CountryCitySupplier

AMS 2411 Chem Processing Inc. ILRockford USA
AMS 2411 Chemresearch Company Inc. AZPhoenix USA
AMS 2411 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS 2411 SPS TECH/AEROSPACE PRODUCTS PAJenkintown USA

AMS 2412
Plating, Silver, Copper Strike, Low Bake

AMS 2412 Central Metal Finishing MANorth Andover USA
AMS 2412 Chem Processing Inc. ILRockford USA
AMS 2412 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS 2412 Summit Corp. CTThomaston USA

AMS 2412 RC40 And Over
Plating, Silver, Copper Strike, Low Bake

AMS 2412 RC4 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AMS 2412 Up To RC40
Plating, Silver, Copper Strike, Low Bake

AMS 2412 Up BE Aerospace CAWestminster USA
AMS 2412 Up Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AMS 2416
Plating, Nickel-Cadmium Diffused

AMS 2416 Har-Conn Chrome Co. CTWest Hartford USA

AMS 2417
Plating, Zinc-Nickel Alloy

AMS 2417 Chem Processing Inc. ILRockford USA
AMS 2417 Har-Conn Chrome Co. CTWest Hartford USA
AMS 2417 Hohman Plating & Mfg. Inc. OHDayton USA

AMS 2418
Plating, Copper 

AMS 2418 Anoplate Corp. NYSyracuse USA
AMS 2418 Bodycote Thermal Processing CAHuntington Park USA
AMS 2418 Chem Processing Inc. ILRockford USA
AMS 2418 Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
AMS 2418 Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
AMS 2418 Hamilton Sundstrand Pacific Aero Singapore SINGAPORE

AMS 2418 Type 2
Plating, Copper 

AMS 2418 Typ BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA

AMS 2424
Plating, Nickel, Low-Stressed Deposit

AMS 2424 Chemresearch Company Inc. AZPhoenix USA
AMS 2424 PAS Technologies AZPhoenix USA
AMS 2424 PAS Technologies AZPhoenix USA
AMS 2424 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AMS 2424 RC40 And Over
Plating, Nickel, Low-Stressed Deposit

AMS 2424 RC4 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AMS 2430
Shot Peening, Automatic

AMS 2430 ALP Havacılık Eskisehir TURKEY
AMS 2430 Bet Shemesh Engines Bet Shemesh ISRAEL
AMS 2430 Curtiss-Wright Surface Tech (Metal CALynwood USA
AMS 2430 Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
AMS 2430 Metal Improvement Co. AZPhoenix USA
AMS 2430 Peening Tech of CT/ Hydro Honing CTEast Hartford USA

AMS 2432
Shot Peening, Computer Monitored

AMS 2432 Bet Shemesh Engines Bet Shemesh ISRAEL
AMS 2432 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
AMS 2432 Metal Improvement Co. AZPhoenix USA

AMS 2433
Nickel-Thallium- Boron Plating

AMS 2433 Pure Coat International FLWest Palm Beac USA

AMS 2437
Coating, Plasma Spray Deposition

AMS 2437 Bet Shemesh Engines Bet Shemesh ISRAEL
AMS 2437 Bolts Metallizing Curtis-Wright Surf AZPhoenix USA
AMS 2437 Colonial Coatings CTMilford USA
AMS 2437 Flame Spray CASan Diego USA
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Specification
Spec

State/CountryCitySupplier

AMS 2437 Gentz Industries LLC -MB Aerospac MIWarren USA
AMS 2437 Guangdong Yueke New Materials T GUANGDONGGuanzhou CHINA
AMS 2437 MB Aerospace - Tajecina Jasionka POLAND
AMS 2437 Plasma Technology Inc. CATorrance USA
AMS 2437 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS 2437 Praxair CTManchester USA

AMS 2437-7
Coating, Plasma Spray Deposition

AMS 2437-7 Vac Aero International Bouchervill QuebecBoucherville Canada

AMS 2447
Coating, Thermal Spray, HVOF Process

AMS 2447 Bet Shemesh Engines Bet Shemesh ISRAEL
AMS 2447 Bodycote KYHebron USA

AMS 2447-4
Coating, Thermal Spray Deposition

AMS 2447-4 Flame Spray CASan Diego USA

AMS 2447-7
Coating, Thermal Spray, HVOF Process

AMS 2447-7 MB Aerospace - Kalisz Kalisz POLAND

AMS 2451
Plating, Brush, General Requirements

AMS 2451 Modern Industries AZPhoenix USA
AMS 2451 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AMS 2460
Plating, Chromium

AMS 2460 Chem Processing Inc. ILRockford USA
AMS 2460 Har-Conn Chrome Co. CTWest Hartford USA

AMS 2468
Hard Anodic Coating Treatment of AL Alloys

AMS 2468 Barry Avenue Plating CALos Angeles USA
AMS 2468 Chem Processing Inc. ILRockford USA
AMS 2468 Coast Plating Inc. CAGardena USA
AMS 2468 Hixson Metal Finishing CANewport Beach USA
AMS 2468 K & L Anodizing Corp. CABurbank USA

AMS 2468 Lubeco Inc. CALong Beach USA
AMS 2468 Omni Metal Finishing CAFountain Valley USA

AMS 2470
Anodic Treatment of Al Alloys, Chromic Acid Process

AMS 2470 Chem Processing Inc. ILRockford USA
AMS 2470 Coast Plating Inc. CAGardena USA
AMS 2470 Horizons Inc. / Imaging Systems Gr OHCleveland USA
AMS 2470 K & L Anodizing Corp. CABurbank USA

AMS 2471
Anodic Treatment of Al Alloys, Sulfuric Acid Process

AMS 2471 Chem Processing Inc. ILRockford USA
AMS 2471 Coast Plating Inc. CAGardena USA
AMS 2471 Horizons Inc. / Imaging Systems Gr OHCleveland USA

AMS 2475
Protective Treatments, Magnesium Alloys

AMS 2475 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AMS 2481
Phosphate Treatment, Antichafing

AMS 2481 Bowmill Metal Treatment, Ltd. Dorset United Kingdom
AMS 2481 Chem Processing Inc. ILRockford USA

AMS 2482 TY I
Hard Anodic Coating, PTFE Impregnated

AMS 2482 TY I Poly Metal Finishing MASpringfield USA

AMS 2484
Blackening Solution for Steel Touch-Up Method

AMS 2484 Barry Avenue Plating CALos Angeles USA
AMS 2484 Hixson Metal Finishing CANewport Beach USA

AMS 2485
Coating, Black Oxide

AMS 2485 Anoplate Corp. NYSyracuse USA
AMS 2485 Barry Avenue Plating CALos Angeles USA
AMS 2485 DCI Aerotech Detroit Chrome Inc. MIDetroit USA
AMS 2485 Hixson Metal Finishing CANewport Beach USA
AMS 2485 Hohman Plating & Mfg. Inc. OHDayton USA
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Specification
Spec

State/CountryCitySupplier

AMS 2485 Indo-MIM Pvt. Ltd. (Doddaballapur KarmatakaBangalore INDIA
AMS 2485 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
AMS 2485 Omni Metal Finishing CAFountain Valley USA
AMS 2485 PPI Aerospace LLC MIWarren USA
AMS 2485 Selfridge Plating Incorporated MIHarrison Townsh USA
AMS 2485 Valley Plating MASpringfield USA
AMS 2485 Westfield Electroplating MAWestfield USA
AMS 2485 Westfield Electroplating MAWestfield USA

AMS 2488, Type 2
Anodize, Ti and Ti Alloys

AMS 2488, Ty Westfield Electroplating MAWestfield USA

AMS 2525
Graphite Coating, Thin Lubricating Film

AMS 2525 Chem Processing Inc. ILRockford USA
AMS 2525 E/M Coating Services CTNew Britain USA
AMS 2525 E/M Coating Services CANorth Hollywood USA
AMS 2525 Metal Improvement Company Tech Jiangsu ProvinceSuzhou CHINA

AMS 2526
Molybdenum Disulfide Coating, Thin Lubricating Film

AMS 2526 Chem Processing Inc. ILRockford USA

AMS 2630
Inspection, Ultrasonic, Product Over 0.5 Inch Thick

AMS 2630 Bet Shemesh Engines Bet Shemesh ISRAEL
AMS 2630 Firth Rixson Forgings Arconic Forgi Derbyshire UNITED KINGDOM

AMS 2631
Ultrasonic Inspection, Ti & Ti Alloy Bar, Billet, Plate

AMS 2631 ATI Allvac NCMunroe USA
AMS 2631 Carmel Forge, Ltd. Tirat Carmel ISRAEL
AMS 2631 Element Materials Technology OHMiddleburg Heig USA
AMS 2631 Firth Rixson Forgings Arconic Forgi Derbyshire UNITED KINGDOM
AMS 2631 Hansen Aerospace, LLC MADanvers USA
AMS 2631 Mistras Group OHHeath USA
AMS 2631 Mistras Services CACudahy USA

AMS 2640
Magnetic Particle Inspection

AMS 2640 Advanced Quality Group Inc. OHEast Lake USA
AMS 2640 Aircraft X-Ray Laboratories CAHuntington Park USA
AMS 2640 BE Aerospace CAWestminster USA
AMS 2640 Berkshire Industries MAWestfield USA
AMS 2640 Element Materials Technology OHMiddleburg Heig USA
AMS 2640 Mistras Services CACudahy USA
AMS 2640 New Hampshire Ball Bearing NHPeterborough USA
AMS 2640 PCC Structurals - Ogden GSC Found UTOgden USA
AMS 2640 Sifco Forge Group OHCleveland USA
AMS 2640 Ultra Labs Inc. OHCleveland USA

AMS 2645
Fluorescent Penetrant Inspection

AMS 2645 Aircraft X-Ray Laboratories CAHuntington Park USA
AMS 2645 Berkshire Industries MAWestfield USA
AMS 2645 Element Materials Technology OHMiddleburg Heig USA
AMS 2645 Gentz Industries LLC -MB Aerospac MIWarren USA
AMS 2645 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
AMS 2645 Mistras Services CTEast Granby USA
AMS 2645 PCC Structurals - Ogden GSC Found UTOgden USA
AMS 2645 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AMS 2664
Brazing, Silver, for Use Up to 400 deg. F

AMS 2664 Precision Speed Mfg. LLC Div. of Pe CTMiddletown USA

AMS 2670
Brazing, Copper 

AMS 2670 Progressive Steel Treating ILLoves Park USA

AMS 2675
Brazing, Nickel Alloy Filler Metal

AMS 2675 Corry Mfg. Co. PACorry USA
AMS 2675 F&B AZPhoenix USA
AMS 2675 Progressive Steel Treating ILLoves Park USA
AMS 2675 Smiths Tubular Systems - Laconia, NHLaconia USA
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Specification
Spec

State/CountryCitySupplier

AMS 2675 Westfield CAOrange USA

AMS 2680
Electron-Beam Welding for Fatigue Critical Applications

AMS 2680 Bet Shemesh Engines Bet Shemesh ISRAEL
AMS 2680 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AMS 2681
Welding, Electron-Beam

AMS 2681 Advanced Technology Company CAPasadena USA
AMS 2681 Bet Shemesh Engines Bet Shemesh ISRAEL
AMS 2681 Gentz Industries LLC -MB Aerospac MIWarren USA
AMS 2681 RBC Turbine Components CASan Diego USA

AMS 2685
Welding, Fusion, GTAW Method

AMS 2685 Mistras - Optimus Inc. QCSt. Lambert CANADA

AMS 2685 GRB
Welding, Fusion, GTAW Method

AMS 2685 GR Lynn Welding CTNewington USA

AMS 2694
In-Process Welding of Castings

AMS 2694 Bescast, Inc. OHWilloughby USA
AMS 2694 Bet Shemesh Engines Bet Shemesh ISRAEL
AMS 2694 Cabiran Kibbutz Cabri ISRAEL
AMS 2694 Chicago Magnesium ILBlue Island USA
AMS 2694 CPP - Minneapolis MNMinneapolis USA
AMS 2694 CPP - Pomona CAPomona USA
AMS 2694 F&B AZPhoenix USA
AMS 2694 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
AMS 2694 Howmet Arconic La Porte INLaporte USA
AMS 2694 Howmet Laval Castings QCLaval CANADA
AMS 2694 Impro Aero Components - Furong WUXI CHINA
AMS 2694 Integra-Cast Inc. CTNew Britain USA
AMS 2694 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
AMS 2694 Magellan Aerospace Inc. AZGlendale USA
AMS 2694 Mastercraft Welding CASanta Ana USA

AMS 2694 Miller Castings CAWhittier USA
AMS 2694 PCC Structurals NVCarson City
AMS 2694 PCC Structurals - Ogden GSC Found UTOgden USA
AMS 2694 PCC Structurals - San Leandro CASan Leandro USA
AMS 2694 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS 2694 PTI Industries CTEnfield USA
AMS 2694 Thoni Alutec S.P. Zoo 37-450 Stalowa Poland

AMS 2700
Passivation Of Corrosion Resistant Steels

AMS 2700 AAA Plating & Inspection, Inc. CACompton USA
AMS 2700 Aero Spring & Manufacturing co AZPhoenix USA
AMS 2700 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
AMS 2700 Aerospace Testing Lab CTSouth Windsor USA
AMS 2700 Aircraft X-Ray Laboratories CAHuntington Park USA
AMS 2700 Alert Plating CASun Valley USA
AMS 2700 Algat Kibbutz Alonium ISRAEL
AMS 2700 All Metals Processing CAStanton USA
AMS 2700 Allblack Plating Co. CASanta Fe Springs USA
AMS 2700 Alloyweld Inspection Co. ILBensenville USA
AMS 2700 ALP Havacılık Eskisehir TURKEY
AMS 2700 Anaplex Corp. CAParamount USA
AMS 2700 Anodyne Inc. CASanta Ana USA
AMS 2700 Anoplate Corp. NYSyracuse USA
AMS 2700 BAP Aerospace Barry Avenue Platin Tijuana Mexico
AMS 2700 Barry Avenue Plating CALos Angeles USA
AMS 2700 Baz Airborne Components & Asse Misgav ISRAEL
AMS 2700 Bescast, Inc. OHWilloughby USA
AMS 2700 Brampton ONBrampton Canada
AMS 2700 Central Metal Finishing MANorth Andover USA
AMS 2700 Certified Inspection Service Co. Inc. AZPhoenix USA
AMS 2700 Chem Processing Inc. ILRockford USA
AMS 2700 Chem Tek Metal Finishing FLMelbourne USA
AMS 2700 Chemresearch Company Inc. AZPhoenix USA
AMS 2700 Chengdu Holy Aviation Science Tec Sichuan Pengzho CHINA
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Specification
Spec

State/CountryCitySupplier

AMS 2700 China National Southern Aviation I Zhuzhow Hunan CHINA
AMS 2700 Danville Metal Stamping Co., Inc. ILDanville USA
AMS 2700 E.M.E. Inc. Aerospace Proc. & Insp. CACompton USA
AMS 2700 Eaton TijuanaTijuana Mexico
AMS 2700 Eaton Aerospace Group (Aeroquip GAEastanollee USA
AMS 2700 Eaton Aerospace Group (Aeroquip) MIJackson USA
AMS 2700 EFOA CasablancaNovasseur Morocco
AMS 2700 Element Materials Technology - Ra CARancho Domingu USA
AMS 2700 Element Materials Technology - So CTSouth Windsor USA
AMS 2700 Exotic Metal Forming Co. - Airway WAAirway Heights USA
AMS 2700 Exotic Metals Forming Co. - Kent WAKent USA
AMS 2700 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
AMS 2700 H&S Inspection Services MITroy USA
AMS 2700 Hamilton Sundstrand Wroclaw Wroclaw POLAND
AMS 2700 Har-Conn Chrome Co. CTWest Hartford USA
AMS 2700 Hixson Metal Finishing CANewport Beach USA
AMS 2700 Hohman Plating & Mfg. Inc. OHDayton USA
AMS 2700 Impro Aero Components - Wenlin JIANGYIN CHINA
AMS 2700 Indo-MIM Pvt. Ltd. (Doddaballapur KarmatakaBangalore INDIA
AMS 2700 Industria de Tuberias Aeronauticas QueretaroQueretaro MEXICO
AMS 2700 K & L Anodizing Corp. CABurbank USA
AMS 2700 Lawrence Ripak Co. NYWest Babylon USA
AMS 2700 Lubeco Inc. CALong Beach USA
AMS 2700 Magellan Aerospace Polska Mielec POLAND
AMS 2700 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
AMS 2700 Mistras Services CACudahy USA
AMS 2700 Modern Industries AZPhoenix USA
AMS 2700 NHBB CAChatworth USA
AMS 2700 Omni Metal Finishing CAFountain Valley USA
AMS 2700 PAS Technologies AZPhoenix USA
AMS 2700 Plainville Plating CTPlainville USA
AMS 2700 PMF Industries Inc. PAWilliamsport USA
AMS 2700 PPI Aerospace LLC MIWarren USA
AMS 2700 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AMS 2700 PTI Industries CTEnfield USA
AMS 2700 Selfridge Plating Incorporated MIHarrison Townsh USA
AMS 2700 Semiray Special Process Division Of AZPhoenix USA
AMS 2700 Sheen Electroplater Bangalore INDIA
AMS 2700 Shur-Lok Company CAIrvine USA
AMS 2700 Smiths Tubular Systems - Laconia, NHLaconia USA
AMS 2700 Spirol International Corporation OHStow USA
AMS 2700 Sub Source Inc. ILRockford USA
AMS 2700 Triple Cities Metal Finishing NYBinghamton USA
AMS 2700 Triumph Processing Embee Div. CASanta Ana USA
AMS 2700 Ultraspec Inc. QCSt. Laurent CANADA
AMS 2700 Valley Plating MASpringfield USA
AMS 2700 Vijaya Metal Finishers (VMF) KarmatakaBangalore INDIA
AMS 2700 Westfield Electroplating MAWestfield USA

AMS 2700 Method 1
Passivation Of Corrosion Resistant Steels

AMS 2700 Met Electrolurgy Inc. CAIrvine USA

AMS 2700 Method 1 CL4
Passivation of Corrosion Resistant Steels

AMS 2700 Met Alert Plating CASun Valley USA
AMS 2700 Met Allblack Plating Co. CASanta Fe Springs USA

AMS 2700 Method 1 Type 8
Passivation

AMS 2700 Met XRI Testing MITroy USA

AMS 2700 Method 1, Type 6 or 7, Class 2
Passivation

AMS 2700 Met Erie Plating PAErie USA

AMS 2700 TYPE 2 & 4
Passivation of Corrosion Resistant Steels

AMS 2700 TYP Har-Conn Aerospace Inc. TXFort Worth USA

AMS 2700 Type 6,7,8
Passivation Of Corrosion Resistant Steels

AMS 2700 Typ ALP Havacılık Eskisehir TURKEY
AMS 2700 Typ Magellan Aerospace Polska Mielec POLAND
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Specification
Spec

State/CountryCitySupplier

AMS 2700E
Passivation Of Corrosion Resistant Steels

AMS 2700E Brampton ONBrampton Canada

AMS 2753
NITRIDING, NON-CYANIDE-SALT

AMS 2753 Controlled Thermal Technologies AZPhoenix USA
AMS 2753 Metcor Inc. QuebecSt-Eustache CANADA

AMS 2759
Heat Treatment of Steel Parts, General Requirements

AMS 2759 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
AMS 2759 ALP Havacılık Eskisehir TURKEY
AMS 2759 Aremac Heat Treating CACity Of Industry USA
AMS 2759 Bescast, Inc. OHWilloughby USA
AMS 2759 Bodycote Thermal Processing CARancho Domingu USA
AMS 2759 Bodycote Thermal Processing CAHuntington Park USA
AMS 2759 Certified Steel Treating Corp. CALos Angeles USA
AMS 2759 Chendu CASanta Fe Springs USA
AMS 2759 CPP Steel Treaters Inc. NYOriskany USA
AMS 2759 Engineered Heat Treat Inc. MIMadison Heights USA
AMS 2759 Hamilton Sundstrand Wroclaw Wroclaw POLAND
AMS 2759 Hoosier Spring Company Inc. INSouth Bend USA
AMS 2759 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
AMS 2759 MB Aerospace - Kalisz Kalisz POLAND
AMS 2759 MB Aerospace - Tajecina Jasionka POLAND
AMS 2759 New Hampshire Ball Bearing NHPeterborough USA
AMS 2759 Paulo- Cleveland OhioWilloughby USA
AMS 2759 Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
AMS 2759 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS 2759 Progressive Steel Treating ILLoves Park USA
AMS 2759 Sifco Forge Group OHCleveland USA
AMS 2759 Smiths Tubular Systems - Laconia, NHLaconia USA
AMS 2759 Solar Atmospheres of CA CAFontana USA
AMS 2759 Sousa Corp. CTNewington USA
AMS 2759 Specialty Steel Treating, Inc. MIFraser USA

AMS 2759 Varco Heat Treating CAGarden Grove USA
AMS 2759 Westfield CAOrange USA

AMS 2759/1
Heat Treatment of Carbon and Low Alloy Steel Parts, Below 220 ksi

AMS 2759/1 ALP Havacılık Eskisehir TURKEY
AMS 2759/1 BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
AMS 2759/1 Bodycote Thermal Processing CAHuntington Park USA
AMS 2759/1 Certified Metal Craft Inc. CAEl Cajon USA
AMS 2759/1 Continental Heat Treat CASanta Fe Springs USA
AMS 2759/1 Engineered Heat Treat Inc. MIMadison Heights USA
AMS 2759/1 FPM Heat Treating ILElk Grove Village USA
AMS 2759/1 Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
AMS 2759/1 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS 2759/1 Progressive Steel Treating ILLoves Park USA
AMS 2759/1 Specialty Steel Treating, Inc. CTEast Granby USA
AMS 2759/1 Specialty Steel Treating, Inc. MIFraser USA
AMS 2759/1 Therelek Engineers Pvt. Ltd. KarnatakaBangalore INDIA

AMS 2759/11
Stress-Relief of Steel Parts

AMS 2759/11 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
AMS 2759/11 BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
AMS 2759/11 Continental Heat Treat CASanta Fe Springs USA
AMS 2759/11 Enginetics Aerospace OHHuber Heights USA
AMS 2759/11 F&B AZPhoenix USA
AMS 2759/11 Hamilton Sundstrand Wroclaw Wroclaw POLAND
AMS 2759/11 MB Aerospace - Kalisz Kalisz POLAND
AMS 2759/11 Progressive Steel Treating ILLoves Park USA

AMS 2759/2
Heat Treatment of Carbon and Low Alloy Steel Parts, 220 ksi and Above

AMS 2759/2 BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
AMS 2759/2 Bodycote Thermal Processing CAHuntington Park USA
AMS 2759/2 Certified Metal Craft Inc. CAEl Cajon USA
AMS 2759/2 Israel Aerospace Industries Ltd Lod ISRAEL
AMS 2759/2 Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
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Specification
Spec

State/CountryCitySupplier

AMS 2759/2 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS 2759/2 Progressive Steel Treating ILLoves Park USA
AMS 2759/2 Specialty Steel Treating, Inc. MIFraser USA
AMS 2759/2 Therelek Engineers Pvt. Ltd. KarnatakaBangalore INDIA

AMS 2759/3
Heat Treatment, Precipitation-Hardening CRES

AMS 2759/3 Advanced Heat Treating ILLoves Park USA
AMS 2759/3 ALP Havacılık Eskisehir TURKEY
AMS 2759/3 Aremac Heat Treating CACity Of Industry USA
AMS 2759/3 Bennett Heat Treating & Brazing C NJNewark USA
AMS 2759/3 Bescast, Inc. OHWilloughby USA
AMS 2759/3 Bet Shemesh Engines Bet Shemesh ISRAEL
AMS 2759/3 Bodycote - Vernon CAVernon USA
AMS 2759/3 Bodycote Thermal Processing CAHuntington Park USA
AMS 2759/3 Bolts Metallizing Curtis-Wright Surf AZPhoenix USA
AMS 2759/3 Burton Heat Treat NYWest Babylon USA
AMS 2759/3 Certified Metal Craft Inc. CAEl Cajon USA
AMS 2759/3 Certified Steel Treating Corp. CALos Angeles USA
AMS 2759/3 Chendu CASanta Fe Springs USA
AMS 2759/3 China National Southern Aviation I Zhuzhow Hunan CHINA
AMS 2759/3 Continental Heat Treat CASanta Fe Springs USA
AMS 2759/3 Engineered Heat Treat Inc. MIMadison Heights USA
AMS 2759/3 F&B AZPhoenix USA
AMS 2759/3 Hamilton Sundstrand York NEYork USA
AMS 2759/3 Hightemp Aerospace Pvt. Ltd. KarnatakaBangalore INDIA
AMS 2759/3 Hoosier Spring Company Inc. INSouth Bend USA
AMS 2759/3 Hy-Vac Technologies, Inc. MIDetroit USA
AMS 2759/3 Hy-Vac Technologies, Inc. MIDetroit USA
AMS 2759/3 Israel Aerospace Industries Ltd Lod ISRAEL
AMS 2759/3 Joined Alloys AZPhoenix USA
AMS 2759/3 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
AMS 2759/3 MB Aerospace - Kalisz Kalisz POLAND
AMS 2759/3 MB Aerospace - Tajecina Jasionka POLAND
AMS 2759/3 Metallurgical Processing Inc. CTNew Britain USA

AMS 2759/3 Modern Industries PAErie USA
AMS 2759/3 New England Heat Treating Serv. D MAWestfield USA
AMS 2759/3 O&W Heat Treat CTSouth Windsor USA
AMS 2759/3 Ohio Metallurgical OHElyria USA
AMS 2759/3 Paulo- Cleveland OhioWilloughby USA
AMS 2759/3 PCC Structurals - Ogden GSC Found UTOgden USA
AMS 2759/3 Phoenix Heat Treating Inc. AZPhoenix USA
AMS 2759/3 Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
AMS 2759/3 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS 2759/3 Precision Aerospace LLC AZPhoenix USA
AMS 2759/3 Progressive Steel Treating ILLoves Park USA
AMS 2759/3 Progressive Steel Treating ILLoves Park USA
AMS 2759/3 RBC Turbine Components CASan Diego USA
AMS 2759/3 Sifco Forge Group OHCleveland USA
AMS 2759/3 Solar Atmospheres of CA CAFontana USA
AMS 2759/3 Sousa Corp. CTNewington USA
AMS 2759/3 Specialty Steel Treating, Inc. MIFraser USA
AMS 2759/3 Specialty Steel Treating, Inc. CTEast Granby USA
AMS 2759/3 Therelek Engineers Pvt. Ltd. KarnatakaBangalore INDIA
AMS 2759/3 Thermetco Inc. QCChateauguay CANADA
AMS 2759/3 Vac-Met Inc. MIWarren USA
AMS 2759/3 Varco Heat Treating CAGarden Grove USA
AMS 2759/3 Westfield CAOrange USA

AMS 2759/4
Heat Treatment, Austenitic CRES

AMS 2759/4 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
AMS 2759/4 ALP Havacılık Eskisehir TURKEY
AMS 2759/4 Bescast, Inc. OHWilloughby USA
AMS 2759/4 Bodycote Thermal Processing CAHuntington Park USA
AMS 2759/4 Certified Metal Craft Inc. CAEl Cajon USA
AMS 2759/4 China National Southern Aviation I Zhuzhow Hunan CHINA
AMS 2759/4 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
AMS 2759/4 MB Aerospace - Kalisz Kalisz POLAND
AMS 2759/4 MB Aerospace - Tajecina Jasionka POLAND
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Specification
Spec

State/CountryCitySupplier

AMS 2759/4 New Hampshire Ball Bearing NHPeterborough USA
AMS 2759/4 Paulo- Cleveland OhioWilloughby USA
AMS 2759/4 Phoenix Heat Treating Inc. AZPhoenix USA
AMS 2759/4 Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
AMS 2759/4 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS 2759/4 Precision Aerospace LLC AZPhoenix USA
AMS 2759/4 Progressive Steel Treating ILLoves Park USA
AMS 2759/4 Sifco Forge Group OHCleveland USA
AMS 2759/4 Solar Atmospheres of CA CAFontana USA
AMS 2759/4 Therelek Engineers Pvt. Ltd. KarnatakaBangalore INDIA

AMS 2759/5
Heat Treatment, Martensitic CRES

AMS 2759/5 Bescast, Inc. OHWilloughby USA
AMS 2759/5 Bodycote Thermal Processing CAHuntington Park USA
AMS 2759/5 Certified Metal Craft Inc. CAEl Cajon USA
AMS 2759/5 Certified Steel Treating Corp. CALos Angeles USA
AMS 2759/5 Israel Aerospace Industries Ltd Lod ISRAEL
AMS 2759/5 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
AMS 2759/5 MB Aerospace - Kalisz Kalisz POLAND
AMS 2759/5 MB Aerospace - Tajecina Jasionka POLAND
AMS 2759/5 O&W Heat Treat CTSouth Windsor USA
AMS 2759/5 Paulo- Cleveland OhioWilloughby USA
AMS 2759/5 Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
AMS 2759/5 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS 2759/5 Progressive Steel Treating ILLoves Park USA
AMS 2759/5 Solar Atmospheres of CA CAFontana USA
AMS 2759/5 Therelek Engineers Pvt. Ltd. KarnatakaBangalore INDIA

AMS 2759/6
Gas Nitriding And Heat Treat

AMS 2759/6 Bodycote Thermal Processing CAHuntington Park USA
AMS 2759/6 Continental Heat Treat CASanta Fe Springs USA
AMS 2759/6 Hamilton Sundstrand Wroclaw Wroclaw POLAND

AMS 2759/7
Carburizing and Heat Treatment of Carburizing Grade Steel Parts

AMS 2759/7 Bodycote Thermal Processing CAHuntington Park USA
AMS 2759/7 Continental Heat Treat CASanta Fe Springs USA
AMS 2759/7 Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
AMS 2759/7 Progressive Steel Treating ILLoves Park USA

AMS 2759/8
Ion Nitriding

AMS 2759/8 Advanced Heat Treating ILLoves Park USA
AMS 2759/8 Metal Plasma Technology CAValencia USA

AMS 2759/9
Hydrogen Embrittlement Relief (Baking) of Steel Parts

AMS 2759/9 BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
AMS 2759/9 MB Aerospace - Kalisz Kalisz POLAND
AMS 2759/9 Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND

AMS 2761
Heat Treatment of Steel Raw Materials

AMS 2761 Paulo- Cleveland OhioWilloughby USA

AMS 2762
Carburizing, Carbon and Low-Alloy Steel Parts

AMS 2762 Bodycote Thermal Processing CAHuntington Park USA
AMS 2762 Progressive Steel Treating ILLoves Park USA

AMS 2768
Heat Treatment of Magnesium Alloy Castings

AMS 2768 CPP - Azusa CAAzusa USA
AMS 2768 CPP - Minneapolis MNMinneapolis USA
AMS 2768 Magellan Aerospace Inc. AZGlendale USA

AMS 2770
Heat Treatment of Wrought Aluminum Alloy Parts

AMS 2770 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
AMS 2770 ALP Havacılık Eskisehir TURKEY
AMS 2770 Bescast, Inc. OHWilloughby USA
AMS 2770 Bodycote Thermal Processing CAWestminster USA
AMS 2770 Burton Heat Treat NYWest Babylon USA
AMS 2770 Chendu CASanta Fe Springs USA
AMS 2770 Coast Heat Treating CALos Angeles USA
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Specification
Spec

State/CountryCitySupplier

AMS 2770 Howmet Laval Castings QCLaval CANADA
AMS 2770 Mech-Tronics ILMelrose Park USA
AMS 2770 Metallurgical Processing Inc. CTNew Britain USA
AMS 2770 Newton Heat Treating Co., Inc. CACity Of Industry USA
AMS 2770 Phoenix Heat Treating Inc. AZPhoenix USA
AMS 2770 Phoenix Heat Treating Inc. AZPhoenix USA
AMS 2770 Progressive Steel Treating ILLoves Park USA
AMS 2770 United Tool & Die CTWest Hartford USA

AMS 2771
Heat Treat of Aluminum Alloy Castings

AMS 2771 ALP Havacılık Eskisehir TURKEY
AMS 2771 Atlantic Casting NJClifton USA
AMS 2771 Bescast, Inc. OHWilloughby USA
AMS 2771 Cabiran Kibbutz Cabri ISRAEL
AMS 2771 Chendu CASanta Fe Springs USA
AMS 2771 Chicago Magnesium ILBlue Island USA
AMS 2771 Coast Heat Treating CALos Angeles USA
AMS 2771 CPP - Azusa CAAzusa USA
AMS 2771 CPP - Cudahy CACudahy USA
AMS 2771 CPP - Minneapolis MNMinneapolis USA
AMS 2771 CPP - Pomona CAPomona USA
AMS 2771 Howmet Laval Castings QCLaval CANADA
AMS 2771 Hy-Vac Technologies, Inc. MIDetroit USA
AMS 2771 Impro Aero Components - Furong WUXI CHINA
AMS 2771 Integra-Cast Inc. CTNew Britain USA
AMS 2771 Magellan Aerospace Inc. AZGlendale USA
AMS 2771 Modern Industries PAErie USA
AMS 2771 Newton Heat Treating Co., Inc. CACity Of Industry USA
AMS 2771 Ohio Aluminum Industries Inc. OHGarfield Heights USA
AMS 2771 Thoni Alutec S.P. Zoo 37-450 Stalowa Poland

AMS 2772
Heat Treatment of Al Alloy Raw Materials

AMS 2772 Consolidated Industries Inc. CTCheshire USA

AMS 2773
Heat Treatment, Cast Ni Alloy and Co Alloy Parts

AMS 2773 Bescast, Inc. OHWilloughby USA
AMS 2773 Bet Shemesh Engines Bet Shemesh ISRAEL
AMS 2773 Bodycote GuaymasSenora Mexico
AMS 2773 Bodycote Thermal Processing CAHuntington Park USA
AMS 2773 China National Southern Aviation I Zhuzhow Hunan CHINA
AMS 2773 Continental Heat Treat CASanta Fe Springs USA
AMS 2773 Eaton Aerospace Group (Aeroquip) MIJackson USA
AMS 2773 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
AMS 2773 Paulo- Cleveland OhioWilloughby USA
AMS 2773 Phoenix Heat Treating Inc. AZPhoenix USA
AMS 2773 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS 2773 Praxair Surface Technologies MEBiddeford USA
AMS 2773 Solar Atmospheres of CA CAFontana USA

AMS 2774
Heat Treatment, Wrought Ni Alloy and Co Alloy Parts

AMS 2774 Advanced Heat Treating ILLoves Park USA
AMS 2774 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
AMS 2774 Aerospace Industrial Dev. Corp.AID Kang Shan ComplexKaohsiung City TAIWAN
AMS 2774 ALP Havacılık Eskisehir TURKEY
AMS 2774 Aremac Heat Treating CACity Of Industry USA
AMS 2774 Bescast, Inc. OHWilloughby USA
AMS 2774 Bet Shemesh Engines Bet Shemesh ISRAEL
AMS 2774 Bodycote Thermal Processing CARancho Domingu USA
AMS 2774 Bodycote Thermal Processing CAHuntington Park USA
AMS 2774 Certified Metal Craft Inc. CAEl Cajon USA
AMS 2774 Chendu CASanta Fe Springs USA
AMS 2774 China National Southern Aviation I Zhuzhow Hunan CHINA
AMS 2774 Enginetics Aerospace OHHuber Heights USA
AMS 2774 F&B AZPhoenix USA
AMS 2774 Gentz Industries LLC -MB Aerospac MIWarren USA
AMS 2774 HI Tech Changi Singapore
AMS 2774 Hoosier Spring Company Inc. INSouth Bend USA
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Spec

State/CountryCitySupplier

AMS 2774 MB Aerospace - Tajecina Jasionka POLAND
AMS 2774 Metallurgical Processing Inc. CTNew Britain USA
AMS 2774 O&W Heat Treat CTSouth Windsor USA
AMS 2774 Ohio Metallurgical OHElyria USA
AMS 2774 Paulo- Cleveland OhioWilloughby USA
AMS 2774 Phoenix Heat Treating Inc. AZPhoenix USA
AMS 2774 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS 2774 Precision Aerospace LLC AZPhoenix USA
AMS 2774 Progressive Steel Treating ILLoves Park USA
AMS 2774 Solar Atmospheres of CA CAFontana USA
AMS 2774 Specialty Steel Treating, Inc. CTEast Granby USA
AMS 2774 Therelek Engineers Pvt. Ltd. KarnatakaBangalore INDIA
AMS 2774 THERMAL VAC TECHNOLOGY (SP) CAOrange USA
AMS 2774 Thermetco Inc. QCChateauguay CANADA
AMS 2774 Vac Aero International St. Laurent QuebecSt. Laurent Canada
AMS 2774 Westfield CAOrange USA

AMS 2801
Heat Treatment of Ti Alloy Parts

AMS 2801 Firth Rixson Forgings Arconic Forgi Derbyshire UNITED KINGDOM
AMS 2801 Hoosier Spring Company Inc. INSouth Bend USA
AMS 2801 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS 2801 Sifco Forge Group OHCleveland USA
AMS 2801 Solar Atmospheres of CA CAFontana USA

AMS 3207
Chloroprene (CR) Rubber, 25-35

AMS 3207 AGC Inc. CTMeriden USA
AMS 3207 Jonal Laboratories CTMeriden USA

AMS 3209
Chloroprene (CR) Rubber, 65-75

AMS 3209 Jonal Laboratories CTMeriden USA

AMS 3228
Acrylonitrile Butadiene (NBR), 65-75

AMS 3228 Jonal Laboratories CTMeriden USA

AMS 3229
Acrylonitrile Butadiene (NBR), 75-85

AMS 3229 Jonal Laboratories CTMeriden USA

AMS 3274
Acrylonitrile Butadiene (NBR), Nylon Reinforced

AMS 3274 Jonal Laboratories CTMeriden USA

AMS 3302
Silicone Rubber, General Purpose, 50 Dur

AMS 3302 Jonal Laboratories CTMeriden USA

AMS 3303
Silicone, Rubber, General Purpose, 60 Durometer

AMS 3303 Jonal Laboratories CTMeriden USA

AMS 3345
Silicone Rubber

AMS 3345 AGC Inc. CTMeriden USA

AMS 3650
Rods, Sheets and Molded Shapes (PCTFE)

AMS 3650 Saint-Gobain PPL Corp. CAGarden Grove USA

AMS 3650-R
Rods, Sheets and Molded Shapes (PCTFE)

AMS 3650-R Saint-Gobain PPL Corp. CAGarden Grove USA

AMS 3660
PTFE Moldings, General Purpose, As Sintered

AMS 3660 Saint-Gobain PPL Corp. CAGarden Grove USA

AMS 7276
Fluorocarbon Rubber

AMS 7276 AGC Inc. CTMeriden USA

AMS 7278
Rings, Sealing, Fluorocarbon Rubber High Temp

AMS 7278 AGC Inc. CTMeriden USA
AMS 7278 Jonal Laboratories CTMeriden USA

AMS/AWS C3.6 Class C
Brazing, Nickel Silver

AMS/AWS C3. Progressive Steel Treating ILLoves Park USA
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Specification
Spec

State/CountryCitySupplier

AMS/AWS C3. Scarrott Metallurgical Co. CALos Angeles USA

AMS-A-8625
Anodic Coatings For AL and AL Alloys

AMS-A-8625 Horizons Inc. / Imaging Systems Gr OHCleveland USA
AMS-A-8625 Lubeco Inc. CALong Beach USA

AMS-A-8625 (All Types)
Anodic Coatings For AL and AL Alloys

AMS-A-8625 ( Aircraft X-Ray Laboratories CAHuntington Park USA
AMS-A-8625 ( All Metals Processing CAStanton USA
AMS-A-8625 ( Barry Avenue Plating CALos Angeles USA
AMS-A-8625 ( Chem Processing Inc. ILRockford USA
AMS-A-8625 ( Hixson Metal Finishing CANewport Beach USA
AMS-A-8625 ( International Hardcoat, Inc. MIDetroit USA
AMS-A-8625 ( K & L Anodizing Corp. CABurbank USA
AMS-A-8625 ( Lubeco Inc. CALong Beach USA
AMS-A-8625 ( Magnetic Inspection Lab (MIL) ILElk Grove Village USA
AMS-A-8625 ( Omni Metal Finishing CAFountain Valley USA
AMS-A-8625 ( Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS-A-8625 ( Saporito Finishing Co. ILCicero USA
AMS-A-8625 ( Westfield Electroplating MAWestfield USA

AMS-A-8625 CL2 TY2
Anodic Coatings For Aluminum

AMS-A-8625 C Horizons Inc. / Imaging Systems Gr OHCleveland USA
AMS-A-8625 C Seneca Platers Inc. NYElma USA
AMS-A-8625 C Triumph Processing Embee Div. CASanta Ana USA

AMS-A-8625 TY2
Anodic Coatings For Al and Al Alloys, Sulfuric Process 

AMS-A-8625 T Horizons Inc. / Imaging Systems Gr OHCleveland USA
AMS-A-8625 T Poly Metal Finishing MASpringfield USA

AMS-C-26074 CL4 Up To RC40
Plating, Electroless Nickel

AMS-C-26074 ALP Havacılık Eskisehir TURKEY

AMS-C-26074 Class 1 GRB RC40 And Over
Plating, Electroless Nickel

AMS-C-26074 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AMS-C-5541
Chemical Conversion Coatings on Aluminum

AMS-C-5541 All Metals Processing CAStanton USA
AMS-C-5541 ALP Havacılık Eskisehir TURKEY
AMS-C-5541 Anaplex Corp. CAParamount USA
AMS-C-5541 Barry Avenue Plating CALos Angeles USA
AMS-C-5541 Chem Processing Inc. ILRockford USA
AMS-C-5541 Chemresearch Company Inc. AZPhoenix USA
AMS-C-5541 Coast Plating Inc. CAGardena USA
AMS-C-5541 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
AMS-C-5541 Hixson Metal Finishing CANewport Beach USA
AMS-C-5541 Hohman Plating & Mfg. Inc. OHDayton USA
AMS-C-5541 International Hardcoat, Inc. MIDetroit USA
AMS-C-5541 K & L Anodizing Corp. CABurbank USA
AMS-C-5541 Lubeco Inc. CALong Beach USA
AMS-C-5541 Magellan Aerospace Polska Mielec POLAND
AMS-C-5541 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
AMS-C-5541 Mech-Tronics ILMelrose Park USA
AMS-C-5541 Omni Metal Finishing CAFountain Valley USA
AMS-C-5541 PAS Technologies AZPhoenix USA
AMS-C-5541 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS-C-5541 Saporito Finishing Co. ILCicero USA
AMS-C-5541 Selfridge Plating Incorporated MIHarrison Townsh USA
AMS-C-5541 Sub Source Inc. ILRockford USA
AMS-C-5541 United Tool & Die CTWest Hartford USA
AMS-C-5541 Valley Plating MASpringfield USA
AMS-C-5541 Westfield Electroplating MAWestfield USA

AMS-C-5541 CL1A
Chemical Conversion Coatings on Aluminum

AMS-C-5541 C Impro Aero Components - Wenlin JIANGYIN CHINA
AMS-C-5541 C Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AMS-C-5541 CL3
Chemical Conversion Coatings on Aluminum
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Specification
Spec

State/CountryCitySupplier

AMS-C-5541 C Impro Aero Components - Wenlin JIANGYIN CHINA
AMS-C-5541 C Lubeco Inc. CALong Beach USA

AMS-C-81769
Chemical Milling of Metals

AMS-C-81769 Mech-Tronics ILMelrose Park USA
AMS-C-81769 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AMS-H-6088
Heat Treatment of Aluminum Alloys

AMS-H-6088 Bescast, Inc. OHWilloughby USA
AMS-H-6088 Bodycote Thermal Processing CAWestminster USA

AMS-H-6875
Heat Treatment of Steel Raw Materials

AMS-H-6875 Advanced Heat Treating ILLoves Park USA
AMS-H-6875 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
AMS-H-6875 ALP Havacılık Eskisehir TURKEY
AMS-H-6875 Aremac Heat Treating CACity Of Industry USA
AMS-H-6875 ATI ZKM Forging Sp. Z o.o. Stawala Wola POLAND
AMS-H-6875 Bescast, Inc. OHWilloughby USA
AMS-H-6875 Bet Shemesh Engines Bet Shemesh ISRAEL
AMS-H-6875 Bodycote New HampshireLaconia USA
AMS-H-6875 Bodycote - Vernon CAVernon USA
AMS-H-6875 Bodycote Thermal Processing CARancho Domingu USA
AMS-H-6875 Bodycote Thermal Processing CAHuntington Park USA
AMS-H-6875 Bodycote Thermal Processing SW CTSouth Windsor USA
AMS-H-6875 Bolts Metallizing Curtis-Wright Surf AZPhoenix USA
AMS-H-6875 Certified Metal Craft Inc. CAEl Cajon USA
AMS-H-6875 Certified Steel Treating Corp. CALos Angeles USA
AMS-H-6875 Chem Processing Inc. ILRockford USA
AMS-H-6875 Chemresearch Company Inc. AZPhoenix USA
AMS-H-6875 Chendu CASanta Fe Springs USA
AMS-H-6875 China National Southern Aviation I Zhuzhow Hunan CHINA
AMS-H-6875 Continental Heat Treat CASanta Fe Springs USA
AMS-H-6875 Continental Heat Treat CASanta Fe Springs USA
AMS-H-6875 Eaton Aerospace Group (Aeroquip) MIJackson USA

AMS-H-6875 Gentz Industries LLC -MB Aerospac MIWarren USA
AMS-H-6875 Hamilton Sundstrand Pacific Aeros 11 Changi North Singapore
AMS-H-6875 Hamilton Sundstrand Wroclaw Wroclaw POLAND
AMS-H-6875 HI TECMETAL GROUP IN OHEASTLAKE USA
AMS-H-6875 Hoosier Spring Company Inc. INSouth Bend USA
AMS-H-6875 Hy-Vac Technologies, Inc. MIDetroit USA
AMS-H-6875 Israel Aerospace Industries Ltd Lod ISRAEL
AMS-H-6875 Joined Alloys AZPhoenix USA
AMS-H-6875 MB Aerospace - Kalisz Kalisz POLAND
AMS-H-6875 MB Aerospace - Tajecina Jasionka POLAND
AMS-H-6875 Metallurgical Processing Inc. CTNew Britain USA
AMS-H-6875 Metallurgical Processing Inc. CTNew Britain USA
AMS-H-6875 Modern Industries PAErie USA
AMS-H-6875 Nitro Vac Heat Treating Inc. MIWarren USA
AMS-H-6875 O&W Heat Treat CTSouth Windsor USA
AMS-H-6875 Ohio Metallurgical OHElyria USA
AMS-H-6875 PAS Technologies AZPhoenix USA
AMS-H-6875 Paulo- Cleveland OhioWilloughby USA
AMS-H-6875 PCC Structurals NVCarson City
AMS-H-6875 Phoenix Heat Treating Inc. AZPhoenix USA
AMS-H-6875 PJSC Ruspolymet Nizhniy NovgorodKulebaky RUSSIA
AMS-H-6875 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS-H-6875 Precision Aerospace LLC AZPhoenix USA
AMS-H-6875 Progressive Steel Treating ILLoves Park USA
AMS-H-6875 Quality Heat Treating CABurbank USA
AMS-H-6875 Senior Aerospace Ketema CAEl Cajon USA
AMS-H-6875 Sifco Forge Group OHCleveland USA
AMS-H-6875 Smiths Tubular Systems - Laconia, NHLaconia USA
AMS-H-6875 Solar Atmospheres of CA CAFontana USA
AMS-H-6875 Sousa Corp. CTNewington USA
AMS-H-6875 Specialty Steel Treating, Inc. CTEast Granby USA
AMS-H-6875 Specialty Steel Treating, Inc. MIFraser USA
AMS-H-6875 Thermetco Inc. QCChateauguay CANADA
AMS-H-6875 Varco Heat Treating CAGarden Grove USA
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Specification
Spec

State/CountryCitySupplier

AMS-H-6875 Westfield CAOrange USA

AMS-H-6875 Class C
Stress Relief

AMS-H-6875 C Bodycote TexasHaltom City USA
AMS-H-6875 C Southwest Metal Treating Corp TexasFort Worth USA
AMS-H-6875 C Southwest Metal Treating Corp TexasFort Worth USA

AMS-H-7199
Heat Treatment of Wrought Copper-Beryllium Alloys

AMS-H-7199 Bodycote Thermal Processing CAHuntington Park USA
AMS-H-7199 Hoosier Spring Company Inc. INSouth Bend USA
AMS-H-7199 Progressive Steel Treating ILLoves Park USA

AMS-H-81200
Heat Treat - Ti & Ti Alloys

AMS-H-81200 Carmel Forge, Ltd. Tirat Carmel ISRAEL
AMS-H-81200 Phoenix Heat Treating Inc. AZPhoenix USA
AMS-H-81200 Sifco Forge Group OHCleveland USA
AMS-H-81200 Solar Atmospheres of CA CAFontana USA
AMS-H-81200 Solar Atmospheres of CA CAFontana USA
AMS-H-81200 Solar Atmospheres of CA CAFontana USA

AMS-M-3171
Mg Alloy, Process For Pretreatment & Prevention Of Corrosion

AMS-M-3171 Anaplex Corp. CAParamount USA
AMS-M-3171 CPP - Azusa CAAzusa USA
AMS-M-3171 PTI Industries CTEnfield USA
AMS-M-3171 Saporito Finishing Co. ILCicero USA

AMS-M-3171 TY 1
Mg Alloy, Process For Pretreatment & Prevention Of Corrosion

AMS-M-3171 Barry Avenue Plating CALos Angeles USA
AMS-M-3171 Lubeco Inc. CALong Beach USA
AMS-M-3171 Omni Metal Finishing CAFountain Valley USA

AMS-M-3171 TY 3
Anodic Treatment of MG Alloys

AMS-M-3171 Anaplex Corp. CAParamount USA
AMS-M-3171 Barry Avenue Plating CALos Angeles USA

AMS-M-3171 Lubeco Inc. CALong Beach USA
AMS-M-3171 Lubeco Inc. CALong Beach USA
AMS-M-3171 Metal Finishing Co. Inc. KSWichita USA
AMS-M-3171 Saporito Finishing Co. ILCicero USA
AMS-M-3171 Valkyrie Industries AZPheonix USA
AMS-M-3171 Westfield Electroplating MAWestfield USA

AMS-M-3171 TY 6
Mg Alloy, Process For Pretreatment & Prevention Of Corrosion

AMS-M-3171 Colonial Coatings CTMilford USA
AMS-M-3171 Lubeco Inc. CALong Beach USA
AMS-M-3171 Saporito Finishing Co. ILCicero USA

AMS-M-3171 TY 6, touchup
Mg Alloy, Process For Pretreatment & Prevention Of Corrosion

AMS-M-3171 Alpha Q CTColchester USA
AMS-M-3171 Masterbuilt  / Helm Precision AZPhoenix USA

AMS-M-3171 TY VI
Mg Alloy, Process For Pretreatment & Prevention Of Corrosion

AMS-M-3171 Westfield Electroplating MAWestfield USA

AMS-M-3171 Type 6
Mg Alloy, Process For Pretreatment & Prevention Of Corrosion

AMS-M-3171 Jet Processing AZPhoenix USA
AMS-M-3171 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AMS-M-3171, Type III
Mg Alloy, Process For Pretreatment & Prevention Of Corrosion

AMS-M-3171, Lubeco Inc. CALong Beach USA
AMS-M-3171, Omni Metal Finishing CAFountain Valley USA
AMS-M-3171, PTI Industries CTEnfield USA

AMS-M-6857
Heat Treatment of Magnesium

AMS-M-6857 CPP - Azusa CAAzusa USA

AMS-P-81728
Plating, Tin-Lead (Electrodeposited)

AMS-P-81728 Anoplate Corp. NYSyracuse USA
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Specification
Spec

State/CountryCitySupplier

AMS-QQ-C-320
Plating, Chromium

AMS-QQ-C-32 Chem Processing Inc. ILRockford USA
AMS-QQ-C-32 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AMS-QQ-C-320 CL2 RC40 And Over
Plating, Chromium

AMS-QQ-C-32 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AMS-QQ-C-320 CL2 Up To RC40
Plating, Chromium

AMS-QQ-C-32 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AMS-QQ-C-320, Class 2
Chromium Plating

AMS-QQ-C-32 Electrolizing, Inc. CALos Angeles USA

AMS-QQ-N-290
Plating, Nickel, Electrodeposited

AMS-QQ-N-29 Chemresearch Company Inc. AZPhoenix USA
AMS-QQ-N-29 Omni Metal Finishing CAFountain Valley USA

AMS-QQ-P-35
Passivation

AMS-QQ-P-35 AAA Plating & Inspection, Inc. CACompton USA
AMS-QQ-P-35 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
AMS-QQ-P-35 Aerospace Testing Lab CTSouth Windsor USA
AMS-QQ-P-35 Aircraft X-Ray Laboratories CAHuntington Park USA
AMS-QQ-P-35 All Metals Processing CAStanton USA
AMS-QQ-P-35 Allen Aircraft OHRavenna USA
AMS-QQ-P-35 Alloyweld Inspection Co. ILBensenville USA
AMS-QQ-P-35 ALP Havacılık Eskisehir TURKEY
AMS-QQ-P-35 Anaplex Corp. CAParamount USA
AMS-QQ-P-35 Anodyne Inc. CASanta Ana USA
AMS-QQ-P-35 Barry Avenue Plating CALos Angeles USA
AMS-QQ-P-35 Certified Inspection Service Co. Inc. AZPhoenix USA
AMS-QQ-P-35 Chem Processing Inc. ILRockford USA
AMS-QQ-P-35 Chem Tek Metal Finishing FLMelbourne USA
AMS-QQ-P-35 Chemresearch Company Inc. AZPhoenix USA

AMS-QQ-P-35 China National Southern Aviation I Zhuzhow Hunan CHINA
AMS-QQ-P-35 Coast Plating Inc. CAGardena USA
AMS-QQ-P-35 E.M.E. Inc. Aerospace Proc. & Insp. CACompton USA
AMS-QQ-P-35 Electrolurgy Inc. CAIrvine USA
AMS-QQ-P-35 Element Materials Technology - So CTSouth Windsor USA
AMS-QQ-P-35 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
AMS-QQ-P-35 Hixson Metal Finishing CANewport Beach USA
AMS-QQ-P-35 Hohman Plating & Mfg. Inc. OHDayton USA
AMS-QQ-P-35 Impro Aero Components - Wenlin JIANGYIN CHINA
AMS-QQ-P-35 Incertec MNFridley USA
AMS-QQ-P-35 Industria de Tuberias Aeronauticas QueretaroQueretaro MEXICO
AMS-QQ-P-35 K & L Anodizing Corp. CABurbank USA
AMS-QQ-P-35 Lawrence Ripak Co. NYWest Babylon USA
AMS-QQ-P-35 Lubeco Inc. CALong Beach USA
AMS-QQ-P-35 Magellan Aerospace Polska Mielec POLAND
AMS-QQ-P-35 Modern Industries AZPhoenix USA
AMS-QQ-P-35 PAS Technologies AZPhoenix USA
AMS-QQ-P-35 PMF Industries Inc. PAWilliamsport USA
AMS-QQ-P-35 PPI Aerospace LLC MIWarren USA
AMS-QQ-P-35 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS-QQ-P-35 Quality Control Plating CAOntario USA
AMS-QQ-P-35 Saporito Finishing Co. ILCicero USA
AMS-QQ-P-35 Selfridge Plating Incorporated MIHarrison Townsh USA
AMS-QQ-P-35 Semiray Special Process Division Of AZPhoenix USA
AMS-QQ-P-35 Sheen Electroplater Bangalore INDIA
AMS-QQ-P-35 Smiths Tubular Systems - Laconia, NHLaconia USA
AMS-QQ-P-35 Sub Source Inc. ILRockford USA
AMS-QQ-P-35 Triumph Processing Embee Div. CASanta Ana USA
AMS-QQ-P-35 Valley Plating MASpringfield USA
AMS-QQ-P-35 Vijaya Metal Finishers (VMF) KarmatakaBangalore INDIA
AMS-QQ-P-35 Westfield Electroplating MAWestfield USA

AMS-QQ-P-416
Plating, Cadmium, Electrodeposited

AMS-QQ-P-41 ALP Havacılık Eskisehir TURKEY
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Specification
Spec

State/CountryCitySupplier

AMS-QQ-P-41 Chem Processing Inc. ILRockford USA
AMS-QQ-P-41 PAS Technologies AZPhoenix USA

AMS-R-25988
Rubber, Fluorosilicone Elastomer

AMS-R-25988 Jonal Laboratories CTMeriden USA

AMS-R-25988 TY1 CL1 GR60
Fluorosilicone Elastomer

AMS-R-25988 AGC Inc. CTMeriden USA

AMS-R-25988 TY1 CL1 GR70
Fluorosilicone Elastomer

AMS-R-25988 AGC Inc. CTMeriden USA

AMS-R-25988 TY1 CL1 GR80
Fluorosilicone Elastomer

AMS-R-25988 AGC Inc. CTMeriden USA

AMS-R-25988 TY2 CL1 GR60
Fluorosilicone Elastomer

AMS-R-25988 AGC Inc. CTMeriden USA

AMS-R-83248 TY1 CL1 GR70
Rubber Flourocarbon, Hi Temp, Fluid

AMS-R-83248 AGC Inc. CTMeriden USA

AMS-S-13165
Shot Peening, Automatic

AMS-S-13165 ALP Havacılık Eskisehir TURKEY
AMS-S-13165 Metal Improvement Co. AZPhoenix USA

AMS-S-6090
Steel, Carburizing/Nitriding

AMS-S-6090 Progressive Steel Treating ILLoves Park USA

AMS-STD-1595
Qualification Of Aircraft Fusion Welders

AMS-STD-1595 Bet Shemesh Engines Bet Shemesh ISRAEL
AMS-STD-1595 CPP - Minneapolis MNMinneapolis USA
AMS-STD-1595 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AMS-STD-2154
Ultrasonic Inspection Of Wrought Metals

AMS-STD-2154 ATI Allvac NCMunroe USA
AMS-STD-2154 Carmel Forge, Ltd. Tirat Carmel ISRAEL
AMS-STD-2154 Element Materials Technology OHMiddleburg Heig USA
AMS-STD-2154 Hansen Aerospace, LLC MADanvers USA
AMS-STD-2154 Mistras Services CACudahy USA

AMS-STD-2175
Castings, Classification And Inspection

AMS-STD-2175 Aircraft X-Ray Laboratories CAHuntington Park USA
AMS-STD-2175 Cedtech Testing Laboratories CASouth Gate USA
AMS-STD-2175 Chicago Magnesium ILBlue Island USA
AMS-STD-2175 Mistras Services CACudahy USA

AMS-STD-2219
Fusion  Welding

AMS-STD-2219 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
AMS-STD-2219 Aircraft Tubular Components, Inc. FLMelbourne USA
AMS-STD-2219 Alloyweld Inspection Co. ILBensenville USA
AMS-STD-2219 Automatic Welding CAGardena USA
AMS-STD-2219 Bet Shemesh Engines Bet Shemesh ISRAEL
AMS-STD-2219 China National Southern Aviation I Zhuzhow Hunan CHINA
AMS-STD-2219 Danville Metal Stamping Co., Inc. ILDanville USA
AMS-STD-2219 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
AMS-STD-2219 Gentz Industries LLC -MB Aerospac MIWarren USA
AMS-STD-2219 Industria de Tuberias Aeronauticas QueretaroQueretaro MEXICO
AMS-STD-2219 ITT Aerospace Acoustic Fab Inc. LLC CAValencia USA
AMS-STD-2219 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
AMS-STD-2219 Mastercraft Welding CASanta Ana USA
AMS-STD-2219 Mech-Tronics ILMelrose Park USA
AMS-STD-2219 One-Way Mfg. CAAnaheim USA
AMS-STD-2219 Paradigm Precision Turbocombust FLStuart USA
AMS-STD-2219 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS-STD-2219 Precision Aerospace Components, PABensalem USA
AMS-STD-2219 Precision Aerospace LLC AZPhoenix USA
AMS-STD-2219 Smiths Tubular Systems - Laconia, NHLaconia USA
AMS-STD-2219 Weldmac Mfg. Company CAEl Cajon USA
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Specification
Spec

State/CountryCitySupplier

AMS-W-6858
Welding, Resistance, Spot And Seam

AMS-W-6858 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
AMS-W-6858 Aerospace Welding CAChatsworth USA
AMS-W-6858 China National Southern Aviation I Zhuzhow Hunan CHINA
AMS-W-6858 Endicott Precision NYEndicott USA
AMS-W-6858 Enginetics Aerospace OHHuber Heights USA
AMS-W-6858 ITT Aerospace Acoustic Fab Inc. LLC CAValencia USA
AMS-W-6858 Lynn Welding CTNewington USA
AMS-W-6858 Mech-Tronics ILMelrose Park USA
AMS-W-6858 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AMS-W-6858 Precision Aerospace LLC AZPhoenix USA
AMS-W-6858 Thermal Structures Inc. CACorona USA
AMS-W-6858 Weldmac Mfg. Company CAEl Cajon USA

ANSI/AWS C3.6 CLASS C
Brazing, Nickel, Silver

ANSI/AWS C3. Westfield CAOrange USA

ANSI/AWSC3.6
Material Spec

ANSI/AWSC3.6 Gentz Industries LLC -MB Aerospac MIWarren USA

AS 7466
Bolts and Screws, Heat Treat & Cleaning

AS 7466 Active Magnetic Inspection, Inc. CASun Valley USA
AS 7466 Bodycote Thermal Processing CAHuntington Park USA
AS 7466 MS Aerospace CASylmar USA

AS5272
Dry Film Lubricant

AS5272 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
AS5272 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
AS5272 Smiths Tubular Systems - Laconia, NHLaconia USA

AS7459
Bolts And Screws, Heat Treat

AS7459 Bodycote Thermal Processing CAHuntington Park USA
AS7459 Progressive Steel Treating ILLoves Park USA

AS7471
Heat Treat

AS7471 Bodycote Thermal Processing CAHuntington Park USA
AS7471 Metallurgical Processing Inc. CTNew Britain USA
AS7471 O&W Heat Treat CTSouth Windsor USA
AS7471 Sousa Corp. CTNewington USA

ASTM 1742
Radiogarphic Inspection (Rt)

ASTM 1742 ALP Havacılık Eskisehir TURKEY
ASTM 1742 Cabiran Kibbutz Cabri ISRAEL
ASTM 1742 CPP - Minneapolis MNMinneapolis USA
ASTM 1742 Howmet Arconic La Porte INLaporte USA
ASTM 1742 PCC Structurals - San Leandro CASan Leandro USA

ASTM A380
Passivation

ASTM A380 AAA Plating & Inspection, Inc. CACompton USA
ASTM A380 Aerospace Testing Lab CTSouth Windsor USA
ASTM A380 Aircraft X-Ray Laboratories CAHuntington Park USA
ASTM A380 All Metals Processing CAStanton USA
ASTM A380 Allen Aircraft OHRavenna USA
ASTM A380 Alloyweld Inspection Co. ILBensenville USA
ASTM A380 ALP Havacılık Eskisehir TURKEY
ASTM A380 Anaplex Corp. CAParamount USA
ASTM A380 Anodyne Inc. CASanta Ana USA
ASTM A380 Anoplate Corp. NYSyracuse USA
ASTM A380 Barry Avenue Plating CALos Angeles USA
ASTM A380 Bescast, Inc. OHWilloughby USA
ASTM A380 Certified Inspection Service Co. Inc. AZPhoenix USA
ASTM A380 Chem Processing Inc. ILRockford USA
ASTM A380 Chem Tek Metal Finishing FLMelbourne USA
ASTM A380 Chemresearch Company Inc. AZPhoenix USA
ASTM A380 China National Southern Aviation I Zhuzhow Hunan CHINA
ASTM A380 Coast Plating Inc. CAGardena USA
ASTM A380 Danville Metal Stamping Co., Inc. ILDanville USA
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Specification
Spec

State/CountryCitySupplier

ASTM A380 E.M.E. Inc. Aerospace Proc. & Insp. CACompton USA
ASTM A380 Eaton Aerospace Group (Aeroquip) MIJackson USA
ASTM A380 Exotic Metals Forming Co. - Kent WAKent USA
ASTM A380 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
ASTM A380 H&S Inspection Services MITroy USA
ASTM A380 Hamilton Sundstrand Wroclaw Wroclaw POLAND
ASTM A380 Har-Conn Chrome Co. CTWest Hartford USA
ASTM A380 Hixson Metal Finishing CANewport Beach USA
ASTM A380 Hohman Plating & Mfg. Inc. OHDayton USA
ASTM A380 Imagineering Finishing Technologie INSouth Bend USA
ASTM A380 Impro Aero Components - Wenlin JIANGYIN CHINA
ASTM A380 Industria de Tuberias Aeronauticas QueretaroQueretaro MEXICO
ASTM A380 Lawrence Ripak Co. NYWest Babylon USA
ASTM A380 Lubeco Inc. CALong Beach USA
ASTM A380 Magellan Aerospace Polska Mielec POLAND
ASTM A380 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
ASTM A380 Mistras Services CACudahy USA
ASTM A380 Modern Industries AZPhoenix USA
ASTM A380 Omni Metal Finishing CAFountain Valley USA
ASTM A380 Pacific Magnetic and Penetrant Co. CANorth Hollywood USA
ASTM A380 PAS Technologies AZPhoenix USA
ASTM A380 PMF Industries Inc. PAWilliamsport USA
ASTM A380 PPI Aerospace LLC MIWarren USA
ASTM A380 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
ASTM A380 Saporito Finishing Co. ILCicero USA
ASTM A380 Semiray Special Process Division Of AZPhoenix USA
ASTM A380 Sheen Electroplater Bangalore INDIA
ASTM A380 Spirol International Corporation OHStow USA
ASTM A380 Sub Source Inc. ILRockford USA
ASTM A380 Triple Cities Metal Finishing NYBinghamton USA
ASTM A380 Valley Plating MASpringfield USA
ASTM A380 Vijaya Metal Finishers (VMF) KarmatakaBangalore INDIA
ASTM A380 Westfield Electroplating MAWestfield USA

ASTM A967
Passivation For Stainless Steel Parts

ASTM A967 Acutec Precision Aerospace PAErie USA
ASTM A967 Aerospace Testing Lab CTSouth Windsor USA
ASTM A967 Aircraft X-Ray Laboratories CAHuntington Park USA
ASTM A967 Aircraft X-Ray Laboratories CAHuntington Park USA
ASTM A967 Alert Plating CASun Valley USA
ASTM A967 Algat Kibbutz Alonium ISRAEL
ASTM A967 Anaplex Corp. CAParamount USA
ASTM A967 Barry Avenue Plating CALos Angeles USA
ASTM A967 Baz Airborne Components & Asse Misgav ISRAEL
ASTM A967 Certified Inspection Service Co. Inc. AZPhoenix USA
ASTM A967 Chem Processing Inc. ILRockford USA
ASTM A967 Chemresearch Company Inc. AZPhoenix USA
ASTM A967 China National Southern Aviation I Zhuzhow Hunan CHINA
ASTM A967 Coast Plating Inc. CAGardena USA
ASTM A967 Danville Metal Stamping Co., Inc. ILDanville USA
ASTM A967 E.M.E. Inc. Aerospace Proc. & Insp. CACompton USA
ASTM A967 Exotic Metals Forming Co. - Kent WAKent USA
ASTM A967 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
ASTM A967 H&S Inspection Services MITroy USA
ASTM A967 Hamilton Sundstrand Wroclaw Wroclaw POLAND
ASTM A967 Hamilton Sundstrand Wroclaw Wroclaw POLAND
ASTM A967 Hixson Metal Finishing CANewport Beach USA
ASTM A967 Imagineering Finishing Technologie INSouth Bend USA
ASTM A967 Industria de Tuberias Aeronauticas QueretaroQueretaro MEXICO
ASTM A967 Industria de Tuberias Aeronauticas QueretaroQueretaro MEXICO
ASTM A967 K & L Anodizing Corp. CABurbank USA
ASTM A967 Lord Corp PAErie USA
ASTM A967 Lubeco Inc. CALong Beach USA
ASTM A967 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
ASTM A967 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
ASTM A967 PAS Technologies AZPhoenix USA
ASTM A967 Plainville Plating CTPlainville USA
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Specification
Spec

State/CountryCitySupplier

ASTM A967 PPI Aerospace LLC MIWarren USA
ASTM A967 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
ASTM A967 PTI Industries CTEnfield USA
ASTM A967 Saporito Finishing Co. ILCicero USA
ASTM A967 Semiray Special Process Division Of AZPhoenix USA
ASTM A967 Triple Cities Metal Finishing NYBinghamton USA
ASTM A967 Triumph Processing Embee Div. CASanta Ana USA
ASTM A967 Valley Plating MASpringfield USA
ASTM A967 Westfield Electroplating MAWestfield USA
ASTM A967 XRI Testing MITroy USA

ASTM B545
Standard Specification for Electrodeposited Coatings of Tin

ASTM B545 Anoplate Corp. NYSyracuse USA

ASTM B633
Electrodeposited Coatings Of Zinc On Iro

ASTM B633 Anaplex Corp. CAParamount USA
ASTM B633 DCI Aerotech Detroit Chrome Inc. MIDetroit USA
ASTM B633 Hohman Plating & Mfg. Inc. OHDayton USA

ASTM B700
Silver, Electrodeposited Coatings

ASTM B700 Anoplate Corp. NYSyracuse USA
ASTM B700 Chem Processing Inc. ILRockford USA
ASTM B700 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

ASTM D3933
Phos Anodize

ASTM D3933 Poly Metal Finishing MASpringfield USA

ASTM E 1444
Standard Practice For Magnetic Particle Inspection

ASTM E 1444 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
ASTM E 1444 BE Aerospace CAWestminster USA
ASTM E 1444 Central Metal Finishing Ct.Danbury USA
ASTM E 1444 Eaton Aerospace Group (Aeroquip) MIJackson USA
ASTM E 1444 Hamilton Sundstrand Wroclaw Wroclaw POLAND
ASTM E 1444 Hansen Aerospace, LLC MADanvers USA

ASTM E 1444 Impro Aero Components - Furong WUXI CHINA
ASTM E 1444 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
ASTM E 1444 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
ASTM E 1444 Metalscan Inspection Services TAMLIN NADUSRIPERUMBUDU India
ASTM E 1444 Mistras Services CACudahy USA
ASTM E 1444 Quality Controlled Mfg. Inc. CASantee USA
ASTM E 1444 Ultra Labs Inc. OHCleveland USA

ASTM E1417
Penetrant Inspection

ASTM E1417 Active Magnetic Inspection, Inc. CASun Valley USA
ASTM E1417 Advanced Quality Group Inc. OHEast Lake USA
ASTM E1417 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
ASTM E1417 Aerospace Testing Lab CTSouth Windsor USA
ASTM E1417 Aircraft X-Ray Laboratories CAHuntington Park USA
ASTM E1417 All Metals Processing CAStanton USA
ASTM E1417 ALP Havacılık Eskisehir TURKEY
ASTM E1417 Anaplex Corp. CAParamount USA
ASTM E1417 Berkshire Industries MAWestfield USA
ASTM E1417 Bescast, Inc. OHWilloughby USA
ASTM E1417 Bet Shemesh Engines Bet Shemesh ISRAEL
ASTM E1417 Cedtech Testing Laboratories CASouth Gate USA
ASTM E1417 Certified Inspection Service Co. Inc. AZPhoenix USA
ASTM E1417 Chemresearch Company Inc. AZPhoenix USA
ASTM E1417 China National Southern Aviation I Zhuzhow Hunan CHINA
ASTM E1417 Coast Plating Inc. CAGardena USA
ASTM E1417 Collins Engine Systems IowaWEST DESMOINE USA
ASTM E1417 Corry Mfg. Co. PACorry USA
ASTM E1417 CPP - Cudahy CACudahy USA
ASTM E1417 CPP - Minneapolis MNMinneapolis USA
ASTM E1417 CPP - Pomona CAPomona USA
ASTM E1417 Eaton Aerospace Group (Aeroquip) MIJackson USA
ASTM E1417 Element Materials Technology OHMiddleburg Heig USA
ASTM E1417 Element Materials Technology MNST Paul USA
ASTM E1417 Element Materials Technology - Ra CARancho Domingu USA
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Spec

State/CountryCitySupplier

ASTM E1417 Exotic Metals Forming Co. - Kent WAKent USA
ASTM E1417 F&B AZPhoenix USA
ASTM E1417 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
ASTM E1417 Gentz Industries LLC -MB Aerospac MIWarren USA
ASTM E1417 Hamilton Sundstrand Wroclaw Wroclaw POLAND
ASTM E1417 Hansen Aerospace, LLC MADanvers USA
ASTM E1417 Howmet Laval Castings QCLaval CANADA
ASTM E1417 Imagineering Finishing Technologie INSouth Bend USA
ASTM E1417 Impro Aero Components - Furong WUXI CHINA
ASTM E1417 Jabil Lewis Engineering COGrand Junction USA
ASTM E1417 Lawrence Ripak Co. NYWest Babylon USA
ASTM E1417 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
ASTM E1417 Magellan Aerospace Inc. AZGlendale USA
ASTM E1417 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
ASTM E1417 Metalscan Inspection Services TAMLIN NADUSRIPERUMBUDU India
ASTM E1417 Mistras - Optimus Inc. QCSt. Lambert CANADA
ASTM E1417 Mistras Services CACudahy USA
ASTM E1417 Mistras Services CTEast Granby USA
ASTM E1417 Modern Industries AZPhoenix USA
ASTM E1417 MS Aerospace CASylmar USA
ASTM E1417 Omni Metal Finishing CAFountain Valley USA
ASTM E1417 PAS Technologies AZPhoenix USA
ASTM E1417 PCC Structurals NVCarson City
ASTM E1417 PCC Structurals - Ogden GSC Found UTOgden USA
ASTM E1417 PCC Structurals - San Leandro CASan Leandro USA
ASTM E1417 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
ASTM E1417 Precision Aerospace LLC AZPhoenix USA
ASTM E1417 PTI Industries CTEnfield USA
ASTM E1417 Q Solutions 31-826 Krakow Poland
ASTM E1417 Quality Controlled Mfg. Inc. CASantee USA
ASTM E1417 RBC Turbine Components CASan Diego USA
ASTM E1417 Semiray Special Process Division Of AZPhoenix USA
ASTM E1417 Senior Aerospace Ketema CAEl Cajon USA
ASTM E1417 Sifco Forge Group OHCleveland USA

ASTM E1417 Smiths Tubular Systems - Laconia, NHLaconia USA
ASTM E1417 Sub Source Inc. ILRockford USA
ASTM E1417 Talon Test Laboratories AZPhoenix USA
ASTM E1417 Ultra Labs Inc. OHCleveland USA
ASTM E1417 Vijaya Metal Finishers (VMF) KarmatakaBangalore INDIA
ASTM E1417 Xian Aero Engine Controls Xian CHINA
ASTM E1417 XRI Testing MISterling Heights USA

ASTM E1417/E1417M
Liquid Penetrant Examination, Standard P

ASTM E1417/E Certified Inspection Service Co. Inc. AZPhoenix USA
ASTM E1417/E Chicago Magnesium ILBlue Island USA
ASTM E1417/E Collins Engine Systems IowaWEST DESMOINE USA
ASTM E1417/E Hamilton Sundstrand Pacific Aeros 11 Changi North Singapore
ASTM E1417/E New Hampshire Ball Bearing NHPeterborough USA
ASTM E1417/E Pacific Magnetic and Penetrant Co. CANorth Hollywood USA
ASTM E1417/E PCC Structurals - San Leandro CASan Leandro USA

ASTM E1444
Standard Practice for Magnetic Particle Testing

ASTM E1444 Aerospace Testing Lab CTSouth Windsor USA
ASTM E1444 Element Materials Technology OHMiddleburg Heig USA
ASTM E1444 Element Materials Technology MNST Paul USA
ASTM E1444 Mistras Services CTEast Granby USA
ASTM E1444 New Hampshire Ball Bearing NHPeterborough USA
ASTM E1444 PCC Structurals - Ogden GSC Found UTOgden USA
ASTM E1444 Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
ASTM E1444 Schaeffler Aerospace Canada Inc. OntarioStratford Canada
ASTM E1444 Sifco Forge Group OHCleveland USA
ASTM E1444 Vijaya Metal Finishers (VMF) KarmatakaBangalore INDIA

ASTM E1444/E1444M
Standard Practice for Magnetic Particle Testing

ASTM E1444/E Chardam Gear Co. MISterling Heights USA
ASTM E1444/E Element Materials Technology OHMiddleburg Heig USA

ASTM E1742
Radiographic Inspection
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Specification
Spec

State/CountryCitySupplier

ASTM E1742 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
ASTM E1742 Aircraft X-Ray Laboratories CAHuntington Park USA
ASTM E1742 Bescast, Inc. OHWilloughby USA
ASTM E1742 Bet Shemesh Engines Bet Shemesh ISRAEL
ASTM E1742 Certified Inspection Service Co. Inc. AZPhoenix USA
ASTM E1742 Chicago Magnesium ILBlue Island USA
ASTM E1742 China National Southern Aviation I Zhuzhow Hunan CHINA
ASTM E1742 CPP - Cudahy CACudahy USA
ASTM E1742 CPP - Pomona CAPomona USA
ASTM E1742 Howmet Laval Castings QCLaval CANADA
ASTM E1742 Impro Aero Components - Furong WUXI CHINA
ASTM E1742 Lawrence Ripak Co. NYWest Babylon USA
ASTM E1742 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
ASTM E1742 Magellan Aerospace Inc. AZGlendale USA
ASTM E1742 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
ASTM E1742 Mistras - Optimus Inc. QCSt. Lambert CANADA
ASTM E1742 Mistras Services CTEast Granby USA
ASTM E1742 Mistras Services CACudahy USA
ASTM E1742 Modern Industries PAErie USA
ASTM E1742 Modern Industries PAErie USA
ASTM E1742 PCC Structurals NVCarson City
ASTM E1742 PCC Structurals - Ogden GSC Found UTOgden USA
ASTM E1742 PCC Structurals - San Leandro CASan Leandro USA
ASTM E1742 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
ASTM E1742 Semiray Special Process Division Of AZPhoenix USA
ASTM E1742 Smiths Tubular Systems - Laconia, NHLaconia USA
ASTM E1742 Talon Test Laboratories AZPhoenix USA
ASTM E1742 XRI Testing OHCleveland USA

ASTM E2375
Ultrasonic Testing

ASTM E2375 ATI Allvac NCMunroe USA
ASTM E2375 Element Materials Technology OHMiddleburg Heig USA
ASTM E2375 Hansen Aerospace, LLC MADanvers USA

ASTM-A-967
Passivation For Stainless Steel

ASTM-A-967 Allblack Plating Co. CASanta Fe Springs USA
ASTM-A-967 Allen Aircraft OHRavenna USA
ASTM-A-967 Har-Conn Aerospace Inc. TXFort Worth USA
ASTM-A-967 Vijaya Metal Finishers (VMF) KarmatakaBangalore INDIA

ASTM-D-1732
Magnesium Alloys, Anodic Treatment Of

ASTM-D-1732 Anaplex Corp. CAParamount USA
ASTM-D-1732 Barry Avenue Plating CALos Angeles USA
ASTM-D-1732 PTI Industries CTEnfield USA

ASTM-D-1732 Class 2 Type 2
Magnesium Alloys, Anodic Treatment of

ASTM-D-1732 Anaplex Corp. CAParamount USA

ASTM-D-1732 Class II Type I
Surface Preparation for MG Alloys

ASTM-D-1732 Lubeco Inc. CALong Beach USA

ASTM-D-1732 Class II Type III
Surface Preparation for MG Alloys

ASTM-D-1732 Colonial Coatings CTMilford USA
ASTM-D-1732 Lubeco Inc. CALong Beach USA

AWS C3.4
Specification For Torch Brazing

AWS C3.4 Aircraft Tubular Components, Inc. FLMelbourne USA
AWS C3.4 Bodycote Thermal Processing CARancho Domingu USA
AWS C3.4 Industria de Tuberias Aeronauticas QueretaroQueretaro MEXICO
AWS C3.4 Industria de Tuberias Aeronauticas QueretaroQueretaro MEXICO
AWS C3.4 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
AWS C3.4 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AWS C3.4 Precise Metal Products Co. AZPhoenix USA
AWS C3.4 Tube Specialties Inc. AZTempe USA

AWS C3.4M
Torch Brazing

AWS C3.4M Bodycote Thermal Processing CARancho Domingu USA
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Specification
Spec

State/CountryCitySupplier

AWS C3.4M/3.4
Torch Brazing

AWS C3.4M/3. Bodycote Thermal Processing CARancho Domingu USA

AWS C3.4M/C3.4
Specification For Torch Brazing

AWS C3.4M/C O&W Heat Treat CTSouth Windsor USA

AWS C3.5
Induction Brazing

AWS C3.5 Aircraft Tubular Components, Inc. FLMelbourne USA
AWS C3.5 One-Way Mfg. CAAnaheim USA
AWS C3.5 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AWS C3.5M/C3.5
Specification For Induction Brazing

AWS C3.5M/C O&W Heat Treat CTSouth Windsor USA

AWS C3.6
Specification For Furnace Brazing

AWS C3.6 Aerofab, Division of Tube Processin INIndianapolis USA
AWS C3.6 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
AWS C3.6 Aerospace Industrial Dev. Corp.AID Kang Shan ComplexKaohsiung City TAIWAN
AWS C3.6 Bet Shemesh Engines Bet Shemesh ISRAEL
AWS C3.6 Bodycote Thermal Processing CARancho Domingu USA
AWS C3.6 Bodycote Thermal Processing SW CTSouth Windsor USA
AWS C3.6 Chengdu Holy Aviation Science Tec Sichuan Pengzho CHINA
AWS C3.6 China National Southern Aviation I Zhuzhow Hunan CHINA
AWS C3.6 Collins Engine Systems IowaWEST DESMOINE USA
AWS C3.6 Corry Mfg. Co. PACorry USA
AWS C3.6 F&B AZPhoenix USA
AWS C3.6 Galaxy Brazing CASanta Fe Springs USA
AWS C3.6 Joined Alloys AZPhoenix USA
AWS C3.6 Paradigm Precision Turbocombust FLStuart USA
AWS C3.6 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AWS C3.6 Precision Aerospace LLC AZPhoenix USA
AWS C3.6 Progressive Steel Treating ILLoves Park USA
AWS C3.6 RBC Turbine Components CASan Diego USA

AWS C3.6 Smiths Tubular Systems - Laconia, NHLaconia USA
AWS C3.6 Westfield CAOrange USA

AWS C3.6 Class C
Furnace Brazing

AWS C3.6 Clas Bodycote Thermal Processing OHCincinnati USA
AWS C3.6 Clas Collins Engine Systems IowaWEST DESMOINE USA
AWS C3.6 Clas Tube Specialties Inc. AZTempe USA

AWS C3.6M/C3.6
Specification For Furnace Brazing

AWS C3.6M/C Bodycote Thermal Processing CARancho Domingu USA
AWS C3.6M/C Certified Metal Craft Inc. CAEl Cajon USA
AWS C3.6M/C Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

AWS C3.6M/C3.6 Class C
Furnace Braze

AWS C3.6M/C Joined Alloys AZPhoenix USA
AWS C3.6M/C Metallurgical Processing Inc. CTNew Britain USA
AWS C3.6M/C Metallurgical Processing Inc. CTNew Britain USA
AWS C3.6M/C Tube Specialties Inc. AZTempe USA

AWS C3.7
Specification For Furnace Brazing

AWS C3.7 Dip Braze Inc. CASun Valley USA
AWS C3.7 Progressive Steel Treating ILLoves Park USA
AWS C3.7 RBC Turbine Components CASan Diego USA
AWS C3.7 Westfield CAOrange USA

AWS C3.7 Class B
Aluminum Brazing

AWS C3.7 Clas Progressive Steel Treating ILLoves Park USA
AWS C3.7 Clas Westfield CAOrange USA

AWS C3.7 Class C
Aluminum Brazing

AWS C3.7 Clas Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AWS C3.7 Clas Progressive Steel Treating ILLoves Park USA
AWS C3.7 Clas Westfield CAOrange USA

Tuesday, October 14, 2025 Page 25 of 80 

This document contains no technical data subject to the EAR or the ITAR
Pratt & Whitney Proprietary – Subject to restrictions on first page.

COPIES PRINTED FROM THE ON-LINE SYSTEM ARE CONSIDERED UNCONTROLLED



Pr
at

t &
 W

hi
tn

ey
 P

ro
pr

ie
ta

ry
 - 

Su
bj

ec
t t

o 
th

e 
re

st
ric

tio
n 

on
 th

e 
tit

le
 o

r c
ov

er
 p

ag
e

Specification
Spec

State/CountryCitySupplier

AWS D17.1
Fusion Welding For Aerospace Application

AWS D17.1 Advance Welding MASpringfield USA
AWS D17.1 Aerofab, Division of Tube Processin INIndianapolis USA
AWS D17.1 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
AWS D17.1 Aircraft Tubular Components, Inc. FLMelbourne USA
AWS D17.1 Automatic Welding CAGardena USA
AWS D17.1 Bescast, Inc. OHWilloughby USA
AWS D17.1 Bet Shemesh Engines Bet Shemesh ISRAEL
AWS D17.1 Bodycote Thermal Processing OHCincinnati USA
AWS D17.1 China National Southern Aviation I Zhuzhow Hunan CHINA
AWS D17.1 Collins Engine Systems IowaWEST DESMOINE USA
AWS D17.1 Corry Mfg. Co. PACorry USA
AWS D17.1 CPP - Minneapolis MNMinneapolis USA
AWS D17.1 CPP - Pomona CAPomona USA
AWS D17.1 Danville Metal Stamping Co., Inc. ILDanville USA
AWS D17.1 D'Velco Of Arizona - Div. of Northst AZPhoenix USA
AWS D17.1 Eaton Aerospace Group (Aeroquip) MIJackson USA
AWS D17.1 Electron Beam Welding INIndianapolis USA
AWS D17.1 Endicott Precision NYEndicott USA
AWS D17.1 Evans Alloys CAHuntington Beac USA
AWS D17.1 Exotic Metal Forming Co. - Airway WAAirway Heights USA
AWS D17.1 Exotic Metals Forming Co. - Kent WAKent USA
AWS D17.1 F&B AZPhoenix USA
AWS D17.1 Flyte Weld Inc. CANorth Holywood USA
AWS D17.1 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
AWS D17.1 Gentz Industries LLC -MB Aerospac MIWarren USA
AWS D17.1 Howmet Arconic La Porte INLaporte USA
AWS D17.1 Howmet Laval Castings QCLaval CANADA
AWS D17.1 Industria de Tuberias Aeronauticas QueretaroQueretaro MEXICO
AWS D17.1 ITT Aerospace Acoustic Fab Inc. LLC CAValencia USA
AWS D17.1 Joined Alloys AZPhoenix USA
AWS D17.1 L&E IndianaGrenwood USA
AWS D17.1 Lynn Welding CTNewington USA

AWS D17.1 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
AWS D17.1 Mastercraft Welding CASanta Ana USA
AWS D17.1 Mech-Tronics ILMelrose Park USA
AWS D17.1 Modern Industries AZPhoenix USA
AWS D17.1 Montana Metal Products LLC ILDes Plaines USA
AWS D17.1 Nelson Engineering Co. AZPhoenix USA
AWS D17.1 Northstar Aerospace AZPhoenix USA
AWS D17.1 One-Way Mfg. CAAnaheim USA
AWS D17.1 Paradigm Precision Turbocombust FLStuart USA
AWS D17.1 PCC Structurals - San Leandro CASan Leandro USA
AWS D17.1 PMF Industries Inc. PAWilliamsport USA
AWS D17.1 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AWS D17.1 Precise Metal Products Co. AZPhoenix USA
AWS D17.1 Precision Aerospace Components, PABensalem USA
AWS D17.1 Precision Aerospace LLC AZPhoenix USA
AWS D17.1 Precision Speed Mfg. LLC Div. of Pe CTMiddletown USA
AWS D17.1 RBC Turbine Components CASan Diego USA
AWS D17.1 Smiths Tubular Systems - Laconia, NHLaconia USA
AWS D17.1 Superior Joining Technologies Inc. ILMachesney Park USA
AWS D17.1 Tube Specialties Inc. AZTempe USA
AWS D17.1 Weldmac Mfg. Company CAEl Cajon USA

AWS D17.1/D17.1M
Fusion Welding For Aerospace Application

AWS D17.1/D1 Collins Engine Systems IowaWEST DESMOINE USA
AWS D17.1/D1 Weldmac Mfg. Company CAEl Cajon USA

AWS D17.2
Resistance Welding For Aerospace Applica

AWS D17.2 Aerofab, Division of Tube Processin INIndianapolis USA
AWS D17.2 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
AWS D17.2 China National Southern Aviation I Zhuzhow Hunan CHINA
AWS D17.2 Danville Metal Stamping Co., Inc. ILDanville USA
AWS D17.2 Endicott Precision NYEndicott USA
AWS D17.2 Exotic Metal Forming Co. - Airway WAAirway Heights USA
AWS D17.2 Exotic Metals Forming Co. - Kent WAKent USA
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Specification
Spec

State/CountryCitySupplier

AWS D17.2 ITT Aerospace Acoustic Fab Inc. LLC CAValencia USA
AWS D17.2 Lynn Welding CTNewington USA
AWS D17.2 Mech-Tronics ILMelrose Park USA
AWS D17.2 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AWS D17.2 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
AWS D17.2 Precise Metal Products Co. AZPhoenix USA
AWS D17.2 Precision Aerospace Components, PABensalem USA
AWS D17.2 Precision Aerospace LLC AZPhoenix USA
AWS D17.2 RBC Turbine Components CASan Diego USA
AWS D17.2 Thermal Structures Inc. CACorona USA
AWS D17.2 Weldmac Mfg. Company CAEl Cajon USA

AWS D17.2/17
Fusion Welding

AWS D17.2/17 Eaton TijuanaTijuana Mexico

AWS D17.2/D17.2M
Resistance Welding For Aerospace Applica

AWS D17.2/D1 Weldmac Mfg. Company CAEl Cajon USA

CCT LB 574
Plasma Coating

CCT LB 574 Bet Shemesh Engines Bet Shemesh ISRAEL
CCT LB 574 Gentz Industries LLC -MB Aerospac MIWarren USA
CCT LB 574 Praxair CTManchester USA

CCT LB 596
Shot Peening

CCT LB 596 Bet Shemesh Engines Bet Shemesh ISRAEL

CCT LC 624
Radiographic Inspection

CCT LC 624 China National Southern Aviation I Zhuzhow Hunan CHINA

CM34.52
Dry Film Lubricant

CM34.52 Chem Processing Inc. ILRockford USA

CP05.15-04
Fusion Welding Of Steels, Stainless, Hea

CP05.15-04 Danville Metal Stamping Co., Inc. ILDanville USA

CP05.15-04 Joined Alloys AZPhoenix USA
CP05.15-04 Magnetic Inspection Lab (MIL) ILElk Grove Village USA

CP07.40-01
Machining, Electrical Discharge (Edm)

CP07.40-01 Primeway Tool & Eng. MIMadison Heights USA

CP07.40-03
Machining, Electrical Discharge (Edm)

CP07.40-03 Primeway Tool & Eng. MIMadison Heights USA

CP07.40-04
Machining, Electrical Discharge (Edm)

CP07.40-04 Primeway Tool & Eng. MIMadison Heights USA

CP07.40-05
Machining, Electrical Discharge (Edm)

CP07.40-05 Primeway Tool & Eng. MIMadison Heights USA

CP07.40-06
Machining, Electrical Discharge (Edm)

CP07.40-06 Primeway Tool & Eng. MIMadison Heights USA

CP07.40-07
Machining, Electrical Discharge (Edm)

CP07.40-07 Primeway Tool & Eng. MIMadison Heights USA

CP07.40-08
Machining, Electrical Discharge (Edm)

CP07.40-08 Primeway Tool & Eng. MIMadison Heights USA

CP07.40-09
Machining, Electrical Discharge (Edm)

CP07.40-09 Primeway Tool & Eng. MIMadison Heights USA

CP07.40-11
Machining, Electrical Discharge (Edm)

CP07.40-11 Primeway Tool & Eng. MIMadison Heights USA

CP09 1070HD3-01
Heat Treat, Harden And Draw

CP09 1070HD3 Bodycote Thermal Processing CAHuntington Park USA
CP09 1070HD3 Progressive Steel Treating ILLoves Park USA
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Specification
Spec

State/CountryCitySupplier

CP09.135M-HD05
Heat Treat, Harden And Draw

CP09.135M-H Bodycote Thermal Processing CAHuntington Park USA
CP09.135M-H Progressive Steel Treating ILLoves Park USA

CP09.17-1-PH-04
Precipitation Harden

CP09.17-1-PH- Progressive Steel Treating ILLoves Park USA

CP09.17-1-PH-12
Precipitation Harden

CP09.17-1-PH- Progressive Steel Treating ILLoves Park USA

CP09.17-7-PH-02
Precipitation Harden

CP09.17-7-PH- Bodycote Thermal Processing CAHuntington Park USA
CP09.17-7-PH- Progressive Steel Treating ILLoves Park USA

CP09.17-7-PH-03
Precipitation Harden

CP09.17-7-PH- Progressive Steel Treating ILLoves Park USA

CP09.17-7-PH-04
Precipitation Harden

CP09.17-7-PH- Bodycote Thermal Processing CAHuntington Park USA
CP09.17-7-PH- Progressive Steel Treating ILLoves Park USA

CP09.17-7-PH-07
Precipitation Harden

CP09.17-7-PH- Bodycote Thermal Processing CAHuntington Park USA
CP09.17-7-PH- Progressive Steel Treating ILLoves Park USA

CP09.440-HFD-01
Heat Treat, Harden And Draw

CP09.440-HFD Bodycote Thermal Processing CAHuntington Park USA
CP09.440-HFD Progressive Steel Treating ILLoves Park USA

CP09.440-HFD-02
Heat Treat, Harden And Draw

CP09.440-HFD Bodycote Thermal Processing CAHuntington Park USA
CP09.440-HFD Progressive Steel Treating ILLoves Park USA

CP09.440-HFD-03
Heat Treat, Harden And Draw

CP09.440-HFD Bodycote Thermal Processing CAHuntington Park USA
CP09.440-HFD Progressive Steel Treating ILLoves Park USA

CP09.718PH-01
Precipitation Harden

CP09.718PH-0 Bodycote Thermal Processing CAHuntington Park USA
CP09.718PH-0 Progressive Steel Treating ILLoves Park USA

CP09.718PH-02
Precipitation Harden

CP09.718PH-0 Bodycote Thermal Processing CAHuntington Park USA
CP09.718PH-0 Progressive Steel Treating ILLoves Park USA

CP09.9315-A1-01
Heat Treat, Anneal

CP09.9315-A1- Bodycote Thermal Processing CAHuntington Park USA
CP09.9315-A1- Progressive Steel Treating ILLoves Park USA

CP09135M-HD01
Heat Treat, Harden And Draw

CP09135M-HD Bodycote Thermal Processing CAHuntington Park USA
CP09135M-HD Bodycote Thermal Processing CAHuntington Park USA
CP09135M-HD Progressive Steel Treating ILLoves Park USA

CP09135M-HD02
Heat Treat, Harden And Draw

CP09135M-HD Bodycote Thermal Processing CAHuntington Park USA
CP09135M-HD Bodycote Thermal Processing CAHuntington Park USA
CP09135M-HD Progressive Steel Treating ILLoves Park USA

CP12.03-03
Hot Isostatic Pressing Of Castings

CP12.03-03 Bodycote IMT Inc. Princeton Ky. KYPrinceton USA

CP13.06
Hard Chrome Plating

CP13.06 Chem Processing Inc. ILRockford USA

CP14.10-01
Passivation
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Specification
Spec

State/CountryCitySupplier

CP14.10-01 Bescast, Inc. OHWilloughby USA
CP14.10-01 Chem Tek Metal Finishing FLMelbourne USA

CP14.10-01-01
Passivation

CP14.10-01-01 Bescast, Inc. OHWilloughby USA
CP14.10-01-01 Chem Tek Metal Finishing FLMelbourne USA
CP14.10-01-01 Spirol International Corporation OHStow USA

CP14.10-01-02
Passivation

CP14.10-01-02 Bescast, Inc. OHWilloughby USA
CP14.10-01-02 Chem Tek Metal Finishing FLMelbourne USA
CP14.10-01-02 Spirol International Corporation OHStow USA

CP14.10-01-03
Passivation

CP14.10-01-03 Bescast, Inc. OHWilloughby USA
CP14.10-01-03 Chem Tek Metal Finishing FLMelbourne USA
CP14.10-01-03 Eaton Aerospace Group (Aeroquip) MIJackson USA
CP14.10-01-03 Spirol International Corporation OHStow USA

CP14.10-02
Passivation

CP14.10-02 Bescast, Inc. OHWilloughby USA
CP14.10-02 Chem Tek Metal Finishing FLMelbourne USA

CP14.10-02-01
Passivation

CP14.10-02-01 Bescast, Inc. OHWilloughby USA
CP14.10-02-01 Chem Tek Metal Finishing FLMelbourne USA

CP14.10-03
Passivation

CP14.10-03 Bescast, Inc. OHWilloughby USA
CP14.10-03 Chem Tek Metal Finishing FLMelbourne USA
CP14.10-03 Danville Metal Stamping Co., Inc. ILDanville USA
CP14.10-03 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
CP14.10-03 Westfield Electroplating MAWestfield USA

CP14.10-06
Passivation

CP14.10-06 Bescast, Inc. OHWilloughby USA
CP14.10-06 Chem Tek Metal Finishing FLMelbourne USA

CP14.10-07
Passivation

CP14.10-07 Bescast, Inc. OHWilloughby USA
CP14.10-07 Chem Tek Metal Finishing FLMelbourne USA

CP14.10-10
Passivation

CP14.10-10 Bescast, Inc. OHWilloughby USA
CP14.10-10 Chem Tek Metal Finishing FLMelbourne USA

CP14.10-12
Passivation

CP14.10-12 Bescast, Inc. OHWilloughby USA
CP14.10-12 Chem Tek Metal Finishing FLMelbourne USA

CP14.10-13
Passivation

CP14.10-13 Bescast, Inc. OHWilloughby USA
CP14.10-13 Chem Tek Metal Finishing FLMelbourne USA

CP14.10-14
Passivation

CP14.10-14 Bescast, Inc. OHWilloughby USA

CP14.10-15
Passivation

CP14.10-15 Bescast, Inc. OHWilloughby USA

CP14.10-17
Passivation

CP14.10-17 Bescast, Inc. OHWilloughby USA
CP14.10-17 Chem Tek Metal Finishing FLMelbourne USA

CP14.10-18
Passivation

CP14.10-18 Bescast, Inc. OHWilloughby USA
CP14.10-18 Chem Tek Metal Finishing FLMelbourne USA

Tuesday, October 14, 2025 Page 29 of 80 

This document contains no technical data subject to the EAR or the ITAR
Pratt & Whitney Proprietary – Subject to restrictions on first page.

COPIES PRINTED FROM THE ON-LINE SYSTEM ARE CONSIDERED UNCONTROLLED



Pr
at

t &
 W

hi
tn

ey
 P

ro
pr

ie
ta

ry
 - 

Su
bj

ec
t t

o 
th

e 
re

st
ric

tio
n 

on
 th

e 
tit

le
 o

r c
ov

er
 p

ag
e

Specification
Spec

State/CountryCitySupplier

CP14.12
Chem Film

CP14.12 Mech-Tronics ILMelrose Park USA

CP15.43-05
Pre-Penetrant Etch

CP15.43-05 Advanced Quality Group Inc. OHEast Lake USA

CP15.67-01
Etching Of Soft Metals Prior To Penetrant Inspection

CP15.67-01 Advanced Quality Group Inc. OHEast Lake USA
CP15.67-01 Element Materials Technology OHMiddleburg Heig USA

CP15.67-02
Etching Of Soft Metals Prior To Penetrant Inspection

CP15.67-02 Advanced Quality Group Inc. OHEast Lake USA

CP16.03-01-02
Penetrant Inspection Of Tungsten Carbide

CP16.03-01-02 Advanced Quality Group Inc. OHEast Lake USA

CP16.03-02
Penetrant Inspection & Classification Of

CP16.03-02 Advanced Quality Group Inc. OHEast Lake USA

CP16.03-03
Penetrant Inspection And Classification

CP16.03-03 Certified Inspection Service Co. Inc. AZPhoenix USA
CP16.03-03 Semiray Special Process Division Of AZPhoenix USA

CP16.03-05-01
Penetrant Inspection Requirements-Space

CP16.03-05-01 Advanced Quality Group Inc. OHEast Lake USA

CP16.03-05-02
Penetrant Inspection Requirements-Space

CP16.03-05-02 Advanced Quality Group Inc. OHEast Lake USA

CP16.03-06-01
Penetrant (Inspectors Req. Rockwell App.)

CP16.03-06-01 Advanced Quality Group Inc. OHEast Lake USA

CP16.03-11
Penetrant Inspection & Classification Of

CP16.03-11 Advanced Quality Group Inc. OHEast Lake USA

CP16.03-13
Penetrant Inspection & Classification Of

CP16.03-13 Advanced Quality Group Inc. OHEast Lake USA

CP16.03-17
Penetrant Inspection & Classification Of

CP16.03-17 Advanced Quality Group Inc. OHEast Lake USA

CP16.04-01
Magnetic Particle Inspection & Classification

CP16.04-01 Advanced Quality Group Inc. OHEast Lake USA
CP16.04-01 BE Aerospace CAWestminster USA
CP16.04-01 Element Materials Technology OHMiddleburg Heig USA

CP16.04-02
Magnetic Particle Inspection & Classification

CP16.04-02 Advanced Quality Group Inc. OHEast Lake USA
CP16.04-02 BE Aerospace CAWestminster USA

CP16.04-08
Magnetic Particle Inspection & Classification

CP16.04-08 Advanced Quality Group Inc. OHEast Lake USA
CP16.04-08 BE Aerospace CAWestminster USA

CP16.04-12
Magnetic Particle Inspection & Classification

CP16.04-12 Advanced Quality Group Inc. OHEast Lake USA
CP16.04-12 BE Aerospace CAWestminster USA

CP16.04-13
Magnetic Particle Inspection & Classification

CP16.04-13 Advanced Quality Group Inc. OHEast Lake USA
CP16.04-13 BE Aerospace CAWestminster USA

CP16.04-15
Magnetic Particle Inspection & Classification

CP16.04-15 Advanced Quality Group Inc. OHEast Lake USA
CP16.04-15 BE Aerospace CAWestminster USA

CP16.04-17
Magnetic Particle Inspection & Classification
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Specification
Spec

State/CountryCitySupplier

CP16.04-17 Advanced Quality Group Inc. OHEast Lake USA
CP16.04-17 BE Aerospace CAWestminster USA

CP16.05-01
Temper Etch Inspection & Classification

CP16.05-01 BE Aerospace CAWestminster USA
CP16.05-01 Christopher Tool & Mfg. Co. OHSolon USA

CP16.05-02
Temper Etch Inspection & Classification

CP16.05-02 BE Aerospace CAWestminster USA

CP16.05-06
Temper Etch Inspection & Classification

CP16.05-06 BE Aerospace CAWestminster USA

CP17.70-03
Installation & Removal of Plugs / Insert

CP17.70-03 Martinic Engineering / Trimas Aero CAStanton USA

CP17.70-03-01
Installation & Removal of Plugs / Insert

CP17.70-03-01 Martinic Engineering / Trimas Aero CAStanton USA

CP17.70-03-02
Installation & Removal of Plugs / Insert

CP17.70-03-02 Martinic Engineering / Trimas Aero CAStanton USA

CP17.70-03-03
Installation & Removal of Plugs / Insert

CP17.70-03-03 Martinic Engineering / Trimas Aero CAStanton USA

CP17.70-03-04
Installation & Removal of Plugs / Insert

CP17.70-03-04 Martinic Engineering / Trimas Aero CAStanton USA

CP17.70-03-07
Installation & Removal of Plugs / Insert

CP17.70-03-07 Martinic Engineering / Trimas Aero CAStanton USA

CP17.70-03-08
Installation & Removal of Plugs / Insert

CP17.70-03-08 Martinic Engineering / Trimas Aero CAStanton USA

CP17.70-03-10
Installation & Removal of Plugs / Insert

CP17.70-03-10 Martinic Engineering / Trimas Aero CAStanton USA

CP26.04-02
Soldering

CP26.04-02 Sam's Electronic Technologies, Inc. CAChula Vista USA

CP26.09-01
Soldering

CP26.09-01 Sam's Electronic Technologies, Inc. CAChula Vista USA

CP26.09-02
Soldering - Not for PWBs

CP26.09-02 Sam's Electronic Technologies, Inc. CAChula Vista USA

CP26.11-01
Soldering

CP26.11-01 Sam's Electronic Technologies, Inc. CAChula Vista USA

CP90000-SR0101
Heat Treat, Stress Relieve

CP90000-SR01 Bodycote Thermal Processing CAHuntington Park USA
CP90000-SR01 Progressive Steel Treating ILLoves Park USA

CP90000-SR0201
Heat Treat, Stress Relieve

CP90000-SR02 Bodycote Thermal Processing CAHuntington Park USA
CP90000-SR02 Progressive Steel Treating ILLoves Park USA

CP90000-SR0301
Heat Treat, Stress Relieve

CP90000-SR03 Bodycote Thermal Processing CAHuntington Park USA
CP90000-SR03 Progressive Steel Treating ILLoves Park USA

CP90000-SR0401
Heat Treat Specification Stress Relief &

CP90000-SR04 Bodycote Thermal Processing CAHuntington Park USA
CP90000-SR04 Progressive Steel Treating ILLoves Park USA

CP9000-A0401
Heat Treat, Anneal

CP9000-A0401 Bodycote Thermal Processing CAHuntington Park USA
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Specification
Spec

State/CountryCitySupplier

CP9000-A0401 Progressive Steel Treating ILLoves Park USA

CP9000-A0403
Heat Treat, Anneal

CP9000-A0403 Bodycote Thermal Processing CAHuntington Park USA
CP9000-A0403 Progressive Steel Treating ILLoves Park USA

CP917-4-PH03
Precipitation Harden

CP917-4-PH03 Bescast, Inc. OHWilloughby USA
CP917-4-PH03 Bodycote Thermal Processing CAHuntington Park USA

CP917-4-PH04
Precipitation Harden

CP917-4-PH04 Bescast, Inc. OHWilloughby USA
CP917-4-PH04 Bodycote Thermal Processing CAHuntington Park USA

CP917-4-PH09
Precipitation Harden

CP917-4-PH09 Bescast, Inc. OHWilloughby USA
CP917-4-PH09 Bodycote Thermal Processing CAHuntington Park USA
CP917-4-PH09 Bodycote Thermal Processing CAHuntington Park USA

CP917-4-PH10
Precipitation Harden

CP917-4-PH10 Bescast, Inc. OHWilloughby USA
CP917-4-PH10 Bodycote Thermal Processing CAHuntington Park USA
CP917-4-PH10 Bodycote Thermal Processing CAHuntington Park USA

CP917-4-PH11
Precipitation Harden

CP917-4-PH11 Bescast, Inc. OHWilloughby USA
CP917-4-PH11 Bodycote Thermal Processing CAHuntington Park USA
CP917-4-PH11 Bodycote Thermal Processing CAHuntington Park USA

CP917-4-PH14
Precipitation Harden

CP917-4-PH14 Bescast, Inc. OHWilloughby USA
CP917-4-PH14 Bodycote Thermal Processing CAHuntington Park USA
CP917-4-PH14 Bodycote Thermal Processing CAHuntington Park USA

CPS1000
Aluminum Anodizing

CPS1000 ALP Havacılık Eskisehir TURKEY
CPS1000 Anodyne Inc. CASanta Ana USA
CPS1000 Anoplate Corp. NYSyracuse USA
CPS1000 Barry Avenue Plating CALos Angeles USA
CPS1000 Bowmill Metal Treatment, Ltd. Dorset United Kingdom
CPS1000 Chem Processing Inc. ILRockford USA
CPS1000 Chemresearch Company Inc. AZPhoenix USA
CPS1000 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
CPS1000 Har-Conn Chrome Co. CTWest Hartford USA
CPS1000 Hixson Metal Finishing CANewport Beach USA
CPS1000 Hohman Plating & Mfg. Inc. OHDayton USA
CPS1000 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
CPS1000 Modern Industries AZPhoenix USA
CPS1000 PAS Technologies AZPhoenix USA
CPS1000 Poly Metal Finishing MASpringfield USA
CPS1000 Semiray Special Process Division Of AZPhoenix USA
CPS1000 Ultraspec Inc. QCSt. Laurent CANADA
CPS1000 Valley Plating MASpringfield USA

CPS1000 TY 1/1B, CL 1A
Anodizing, Aluminum Alloys

CPS1000 TY 1/ K & L Anodizing Corp. CABurbank USA
CPS1000 TY 1/ Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

CPS1000 TY 1/1B, CL 1D
Anodizing, Aluminum Alloys

CPS1000 TY 1/ Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

CPS1000 TY I, CL 1A
Anodizing, Aluminum Alloys

CPS1000 TY I, Omni Metal Finishing CAFountain Valley USA

CPS1000 TY I, CL 1A, 1B, 1C, 1D
Anodizing, Aluminum Alloys

CPS1000 TY I, Vijaya Metal Finishers (VMF) KarmatakaBangalore INDIA
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Specification
Spec

State/CountryCitySupplier

CPS1000 TY II, CL 1A
Anodizing, Aluminum Alloys

CPS1000 TY II, Magnetic Inspection Lab (MIL) ILElk Grove Village USA
CPS1000 TY II, Omni Metal Finishing CAFountain Valley USA
CPS1000 TY II, Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

CPS1000 TY II, CL 1B
Sulfuric Acid Anodize

CPS1000 TY II, Har-Conn Aerospace Inc. TXFort Worth USA

CPS1000 TY II, CL 1D
Anodizing, Aluminum Alloys

CPS1000 TY II, Coast Plating Inc. CAGardena USA
CPS1000 TY II, Har-Conn Aerospace Inc. TXFort Worth USA
CPS1000 TY II, Indo-MIM Pvt. Ltd. (Doddaballapur KarmatakaBangalore INDIA
CPS1000 TY II, Magnetic Inspection Lab (MIL) ILElk Grove Village USA
CPS1000 TY II, Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
CPS1000 TY II, Triumph Processing Embee Div. CASanta Ana USA

CPS1000 TY II, CL 5
Anodizing, Aluminum Alloys

CPS1000 TY II, Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

CPS1000 TY II, CL1A, 1B, 1C, 1D
Anodizing, Aluminum Alloys

CPS1000 TY II, Vijaya Metal Finishers (VMF) KarmatakaBangalore INDIA

CPS1000-01
Anodizing, Aluminum Alloys

CPS1000-01 Horizons Inc. / Imaging Systems Gr OHCleveland USA
CPS1000-01 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
CPS1000-01 Poly Metal Finishing MASpringfield USA
CPS1000-01 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
CPS1000-01 Westfield Electroplating MAWestfield USA

CPS1000-01 TY I, CL 1A, 1B/1C, 1D
Anodizing, Aluminum Alloys

CPS1000-01 TY ALP Havacılık Eskisehir TURKEY

CPS1000-01 TY I, CL 1A, 1D
Anodizing, Aluminum Alloys

CPS1000-01 TY ALP Havacılık Eskisehir TURKEY

CPS1000-01 TY I, CL 5
Anodizing, Aluminum Alloys

CPS1000-01 TY Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

DOD-P-16232
Manganese Phosphate

DOD-P-16232 Chem Processing Inc. ILRockford USA

ES9-27
Temper Etch Inspection

ES9-27 BE Aerospace CAWestminster USA
ES9-27 BMT Aerospace USA Inc. MIFraser USA
ES9-27 Chardam Gear Co. MISterling Heights USA
ES9-27 Christopher Tool & Mfg. Co. OHSolon USA
ES9-27 Hamilton Sundstrand Pacific Aeros 11 Changi North Singapore
ES9-27 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
ES9-27 Supreme Gear Company MIFraser USA

ES9-45
Carburize

ES9-45 BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
ES9-45 Bodycote Thermal Processing CAHuntington Park USA
ES9-45 Certified Steel Treating Corp. CALos Angeles USA
ES9-45 Certified Steel Treating Corp. CALos Angeles USA
ES9-45 Chardam Gear Co. MISterling Heights USA
ES9-45 Continental Heat Treat CASanta Fe Springs USA
ES9-45 Continental Heat Treat CASanta Fe Springs USA
ES9-45 Engineered Heat Treat Inc. MIMadison Heights USA
ES9-45 Engineered Heat Treat Inc. MIMadison Heights USA
ES9-45 Gloucester Heat Treatment Ltd. Gloucester UK
ES9-45 Hamilton Sundstrand Pacific Aeros 11 Changi North Singapore
ES9-45 Hightemp Aerospace Pvt. Ltd. KarnatakaBangalore INDIA
ES9-45 Metallurgical Processing Inc. CTNew Britain USA
ES9-45 Mistras Services CACudahy USA
ES9-45 Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
ES9-45 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
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Specification
Spec

State/CountryCitySupplier

ES9-45 Progressive Steel Treating ILLoves Park USA
ES9-45 Sousa Corp. CTNewington USA
ES9-45 Specialty Steel Treating, Inc. CTEast Granby USA
ES9-45 Specialty Steel Treating, Inc. MIFraser USA

ESR 1187
SURFACE SEALING (RESIN COATING) OF MAGNESIUM CASTINGS

ESR 1187 Colonial Coatings CTMilford USA

ESR0004
Penetrant Inspection Process and Acceptance Criteria

ESR0004 Advanced Quality Group Inc. OHEast Lake USA
ESR0004 Aerospace Testing Lab CTSouth Windsor USA
ESR0004 Aircraft X-Ray Laboratories CAHuntington Park USA
ESR0004 Anaplex Corp. CAParamount USA
ESR0004 Bescast, Inc. OHWilloughby USA
ESR0004 Certified Inspection Service Co. Inc. AZPhoenix USA
ESR0004 Chemresearch Company Inc. AZPhoenix USA
ESR0004 Chicago Magnesium ILBlue Island USA
ESR0004 China National Southern Aviation I Zhuzhow Hunan CHINA
ESR0004 Continental Heat Treat CASanta Fe Springs USA
ESR0004 Element Materials Technology - Ra CARancho Domingu USA
ESR0004 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
ESR0004 H&S Inspection Services MITroy USA
ESR0004 Hamilton Sundstrand Pacific Aeros 11 Changi North Singapore
ESR0004 Hamilton Sundstrand Wroclaw Wroclaw POLAND
ESR0004 Hansen Aerospace, LLC MADanvers USA
ESR0004 Hixson Metal Finishing CANewport Beach USA
ESR0004 Howmet Arconic La Porte INLaporte USA
ESR0004 Jet Processing AZPhoenix USA
ESR0004 Magellan Aerospace Inc. AZGlendale USA
ESR0004 Mistras Services CACudahy USA
ESR0004 New Hampshire Ball Bearing NHPeterborough USA
ESR0004 Omni Metal Finishing CAFountain Valley USA
ESR0004 PAS Technologies AZPhoenix USA
ESR0004 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

ESR0004 PTI Industries CTEnfield USA
ESR0004 Quality Controlled Mfg. Inc. CASantee USA
ESR0004 Semiray Special Process Division Of AZPhoenix USA
ESR0004 Smiths Tubular Systems - Laconia, NHLaconia USA

ESR0006
Radiographic Inspection

ESR0006 Aircraft X-Ray Laboratories CAHuntington Park USA
ESR0006 Bescast, Inc. OHWilloughby USA
ESR0006 Element Materials Technology - Ra CARancho Domingu USA

ESR0142
Hot Isostatic Press Procedure 

ESR0142 Bet Shemesh Engines Bet Shemesh ISRAEL
ESR0142 Bodycote WACamas USA
ESR0142 Bodycote WACamas USA
ESR0142 Pressure Technology of Ohio OHPainesville USA

ESR0144
Braze Alloy, Corrosion And Heat Resistant Steels

ESR0144 Senior Aerospace Ketema CAEl Cajon USA

ESR0304
Non-Conventional Machining

ESR0304 Quality Controlled Mfg. Inc. CASantee USA

ESR0559
Quality Requirement for Integral Radial Turbine Wheels

ESR0559 Hamilton Sundstrand Pacific Aeros 11 Changi North Singapore

ESR1035
Application Of A Platinum Aluminide Diff

ESR1035 TRS Services, LLC Cork IRELAND

ESR1057
Application Of A Simple Aluminide Coating

ESR1057 TRS Services, LLC Cork IRELAND

ESR1070
Application Of A Simple Aluminide Diffus

ESR1070 TRS Services, LLC Cork IRELAND
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Specification
Spec

State/CountryCitySupplier

ESR1242
Coating, Gas Phase Aluminum Deposition Process

ESR1242 TRS Services, LLC Cork IRELAND

ESR1486
Coating, Plasma Spray, Two-Layer Metallic

ESR1486 Paradigm Precision Turbocombust FLStuart USA
ESR1486 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

ESR1711
Activated Diffusion Braze Repair Cast Superalloys

ESR1711 Bet Shemesh Engines Bet Shemesh ISRAEL
ESR1711 Westfield CAOrange USA

ESR1744
Application Of A Simple Aluminide Coatin

ESR1744 Praxair Surface Technologies MEBiddeford USA
ESR1744 TRS Services, LLC Cork IRELAND

ESR1795
Coating, Plasma Spray Deposition, Process

ESR1795 Bolts Metallizing Curtis-Wright Surf AZPhoenix USA
ESR1795 Guangdong Yueke New Materials T GUANGDONGGuanzhou CHINA

ESR1795,  Plasma Coating
Type B:  Nickel - Aluminum

ESR1795,  Plas Plasma Technology Inc. CATorrance USA

ESR1795, Plasma Coating, Type A
Type A:  Al Alloy - Boron Nitride Powder

ESR1795, Plas Praxair CTManchester USA
ESR1795, Plas Vac Aero International Bouchervill QuebecBoucherville Canada

ESR1795, Plasma Coating, Type B
Type B:  Nickel Aluminum

ESR1795, Plas Vac Aero International Bouchervill QuebecBoucherville Canada

ESR1958
Hot Isostatic Pressing Of Castings

ESR1958 Bodycote IMT Inc. Andover Ma. MAAndover USA
ESR1958 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
ESR1958 Pressure Technology of Ohio OHPainesville USA

ESR2062
Heat Treatment Inconel 718 Casting

ESR2062 Bodycote Thermal Processing CAHuntington Park USA
ESR2062 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
ESR2062 Praxair Surface Technologies MEBiddeford USA

FED-QQ-P-35
Passivation Of Corrosion Resistant Steels

FED-QQ-P-35 E.M.E. Inc. Aerospace Proc. & Insp. CACompton USA

GG-P-455 TY1 or TY2, CL1
Foils, Photosensitive Anodized

GG-P-455 TY1 Horizons Inc. / Imaging Systems Gr OHCleveland USA
GG-P-455 TY1 Quality Name Plate CTGlastonbury USA
GG-P-455 TY1 Willington Nameplate CTStafford Springs USA

HS 1173
Nitriding

HS 1173 BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
HS 1173 Bodycote Thermal Processing CAHuntington Park USA

HS 12220
Hipping

HS 12220 Bodycote IMT Inc. Andover Ma. MAAndover USA
HS 12220 Bodycote IMT Inc. London Ohio OHLondon USA
HS 12220 Bodycote IMT Inc. Princeton Ky. KYPrinceton USA
HS 12220 PCC Structurals - San Leandro CASan Leandro USA
HS 12220 Pressure Technology of Ohio OHPainesville USA

HS 13403
Corrosion Resistant Coating

HS 13403 Praxair Surface Technologies MEBiddeford USA

HS 13491
Chemical Conversion Coating On Aluminum

HS 13491 ALP Havacılık Eskisehir TURKEY

HS 1401 GR B
Ptfe Teflon

HS 1401 GR B Saint-Gobain PPL Corp. CAGarden Grove USA
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Specification
Spec

State/CountryCitySupplier

HS 1409
Low Resistance Coatings

HS 1409 K & L Anodizing Corp. CABurbank USA
HS 1409 Poly Metal Finishing MASpringfield USA

HS 14310  
Post Braze Heat Treatment Of Aluminum

HS 14310  Dip Braze Inc. CASun Valley USA

HS 1442
Electron-Beam Welding

HS 1442 Bet Shemesh Engines Bet Shemesh ISRAEL

HS 14589
Low Resistance Coatings

HS 14589 ALP Havacılık Eskisehir TURKEY
HS 14589 Hamilton Sundstrand Wroclaw Wroclaw POLAND
HS 14589 K & L Anodizing Corp. CABurbank USA
HS 14589 Mech-Tronics ILMelrose Park USA
HS 14589 Poly Metal Finishing MASpringfield USA

HS 14834 TY 1
High Temperature Bismaleimide Prepreg Ma

HS 14834 TY 1 Cytec Engineered Materials Inc. CAAnaheim USA

HS 14834 TY 2
High Temperature Bismaleimide Prepreg Ma

HS 14834 TY 2 Cytec Engineered Materials Inc. CAAnaheim USA

HS 14834 TY 3
High Temperature Bismaleimide Prepreg Ma

HS 14834 TY 3 Cytec Engineered Materials Inc. CAAnaheim USA

HS 14834 TY 4
High Temperature Bismaleimide Prepreg Ma

HS 14834 TY 4 Cytec Engineered Materials Inc. CAAnaheim USA

HS 14834 TY 5
High Temperature Bismaleimide Prepreg Ma

HS 14834 TY 5 Cytec Engineered Materials Inc. CAAnaheim USA

HS 17459
Acceptance Of Parts Manufactured In Acco

HS 17459 Parkway HS LLC Saltillo MEXICO

HS 178
Passivation Of Corrosion Resistant Steels

HS 178 ALP Havacılık Eskisehir TURKEY
HS 178 Magellan Aerospace Polska Mielec POLAND
HS 178 Pacific Magnetic and Penetrant Co. CANorth Hollywood USA
HS 178 Triple Cities Metal Finishing NYBinghamton USA

HS 178 CAT A
Passivation Requirement

HS 178 CAT A Bescast, Inc. OHWilloughby USA
HS 178 CAT A Impro Aero Components - Wenlin JIANGYIN CHINA
HS 178 CAT A K & L Anodizing Corp. CABurbank USA
HS 178 CAT A Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
HS 178 CAT A Triumph Processing Embee Div. CASanta Ana USA

HS 191 CL 2B
Welding - Fusion 

HS 191 CL 2B Endicott Precision NYEndicott USA
HS 191 CL 2B Precision Aerospace Components, PABensalem USA

HS 191 CL 3
Welding - Fusion 

HS 191 CL 3 Corry Mfg. Co. PACorry USA
HS 191 CL 3 Endicott Precision NYEndicott USA
HS 191 CL 3 Precision Aerospace Components, PABensalem USA

HS 201
Electroless Nickel Plating

HS 201 ALP Havacılık Eskisehir TURKEY
HS 201 Chem Processing Inc. ILRockford USA
HS 201 Hamilton Sundstrand Wroclaw Wroclaw POLAND
HS 201 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

HS 2062
Peening, Glass Bead

HS 2062 ALP Havacılık Eskisehir TURKEY

HS 2087
Heat Treat Steels
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Specification
Spec

State/CountryCitySupplier

HS 2087 BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA

HS 240
Chem Films For Al & Al Alloys

HS 240 ALP Havacılık Eskisehir TURKEY
HS 240 C.I.L. Inc. MALawrence USA
HS 240 Chem Processing Inc. ILRockford USA
HS 240 China National Southern Aviation I Zhuzhow Hunan CHINA
HS 240 Impro Aero Components - Wenlin JIANGYIN CHINA
HS 240 K & L Anodizing Corp. CABurbank USA
HS 240 Magellan Aerospace Polska Mielec POLAND
HS 240 Mech-Tronics ILMelrose Park USA
HS 240 Modern Industries AZPhoenix USA
HS 240 Poly Metal Finishing MASpringfield USA
HS 240 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
HS 240 Seneca Platers Inc. NYElma USA

HS 240 CL 1A
Chem Films For Al & Al Alloys

HS 240 CL 1A C.I.L. Inc. MALawrence USA
HS 240 CL 1A Hamilton Sundstrand Wroclaw Wroclaw POLAND
HS 240 CL 1A Mech-Tronics ILMelrose Park USA
HS 240 CL 1A Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
HS 240 CL 1A Precise Metal Products Co. AZPhoenix USA
HS 240 CL 1A Seneca Platers Inc. NYElma USA

HS 240 CL 3
Chem Films For Al & Al Alloys

HS 240 CL 3 C.I.L. Inc. MALawrence USA
HS 240 CL 3 Hamilton Sundstrand Wroclaw Wroclaw POLAND
HS 240 CL 3 Mech-Tronics ILMelrose Park USA
HS 240 CL 3 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
HS 240 CL 3 Precise Metal Products Co. AZPhoenix USA
HS 240 CL 3 Seneca Platers Inc. NYElma USA

HS 246
Chrome Plate

HS 246 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

HS 248 TYA8
Solid Film Lubricant

HS 248 TYA8 ALP Havacılık Eskisehir TURKEY
HS 248 TYA8 Chem Processing Inc. ILRockford USA
HS 248 TYA8 Corry Mfg. Co. PACorry USA

HS 291 CODE 1
Magnesium Anodize

HS 291 CODE Colonial Coatings CTMilford USA

HS 303
Carburizing

HS 303 BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
HS 303 Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND

HS 31
Inspection, Magnetic Particle

HS 31 Aircraft X-Ray Laboratories CAHuntington Park USA
HS 31 ALP Havacılık Eskisehir TURKEY
HS 31 BE Aerospace CAWestminster USA
HS 31 Berkshire Industries MAWestfield USA
HS 31 BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
HS 31 Eaton Aerospace Group (Aeroquip) MIJackson USA
HS 31 Hamilton Sundstrand Wroclaw Wroclaw POLAND
HS 31 Hansen Aerospace, LLC MADanvers USA
HS 31 Impro Aero Components - Furong WUXI CHINA
HS 31 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
HS 31 Mistras - Optimus Inc. QCSt. Lambert CANADA
HS 31 Mistras Services CTEast Granby USA
HS 31 Pacific Magnetic and Penetrant Co. CANorth Hollywood USA
HS 31 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
HS 31 Quality Controlled Mfg. Inc. CASantee USA
HS 31 Sifco Forge Group OHCleveland USA

HS 3197
Application, Epoxy Film

HS 3197 ALP Havacılık Eskisehir TURKEY
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Specification
Spec

State/CountryCitySupplier

HS 3197 TY A
Application, Epoxy Film

HS 3197 TY A ALP Havacılık Eskisehir TURKEY
HS 3197 TY A Mech-Tronics ILMelrose Park USA

HS 334
Aluminum Anodizing

HS 334 ALP Havacılık Eskisehir TURKEY
HS 334 C.I.L. Inc. MALawrence USA
HS 334 Chem Processing Inc. ILRockford USA
HS 334 Horizons Inc. / Imaging Systems Gr OHCleveland USA
HS 334 Impro Aero Components - Wenlin JIANGYIN CHINA
HS 334 Modern Industries AZPhoenix USA
HS 334 Poly Metal Finishing MASpringfield USA
HS 334 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

HS 392
Hardcoat With Chrome As Maskant

HS 392 ALP Havacılık Eskisehir TURKEY
HS 392 Hamilton Sundstrand Wroclaw Wroclaw POLAND
HS 392 K & L Anodizing Corp. CABurbank USA
HS 392 Poly Metal Finishing MASpringfield USA

HS 43
Heat Treat Steels

HS 43 BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
HS 43 Bodycote Thermal Processing CAHuntington Park USA
HS 43 Certified Steel Treating Corp. CALos Angeles USA
HS 43 Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
HS 43 Hightemp Aerospace Pvt. Ltd. KarnatakaBangalore INDIA
HS 43 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
HS 43 Sifco Forge Group OHCleveland USA

HS 4412 METHOD J CLASS 1
Coating, Plasma Spray Deposition

HS 4412 METH MB Aerospace - Kalisz Kalisz POLAND

HS 4412 METHOD J CLASS 2
Coating, Plasma Spray Deposition

HS 4412 METH MB Aerospace - Kalisz Kalisz POLAND

HS 447
Inspection - Penetrant Methods Of

HS 447 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
HS 447 Aircraft X-Ray Laboratories CAHuntington Park USA
HS 447 ALP Havacılık Eskisehir TURKEY
HS 447 Berkshire Industries MAWestfield USA
HS 447 Bescast, Inc. OHWilloughby USA
HS 447 Corry Mfg. Co. PACorry USA
HS 447 CPP - Pomona CAPomona USA
HS 447 Eaton Aerospace Group (Aeroquip) MIJackson USA
HS 447 Gentz Industries LLC -MB Aerospac MIWarren USA
HS 447 Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
HS 447 Hamilton Sundstrand Wroclaw Wroclaw POLAND
HS 447 Hansen Aerospace, LLC MADanvers USA
HS 447 Hansen Aerospace, LLC MADanvers USA
HS 447 Impro Aero Components - Furong WUXI CHINA
HS 447 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
HS 447 Mistras - Optimus Inc. QCSt. Lambert CANADA
HS 447 Mistras Services CTEast Granby USA
HS 447 Pacific Magnetic and Penetrant Co. CANorth Hollywood USA
HS 447 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
HS 447 Quality Controlled Mfg. Inc. CASantee USA
HS 447 RBC Turbine Components CASan Diego USA
HS 447 Sifco Forge Group OHCleveland USA
HS 447 Smiths Tubular Systems - Laconia, NHLaconia USA
HS 447 Ultra Labs Inc. OHCleveland USA

HS 454
Heat Treatment Of Wrought Alluminum Alloy Parts

HS 454 ALP Havacılık Eskisehir TURKEY
HS 454 Bodycote Thermal Processing CAWestminster USA
HS 454 CPP - Azusa CAAzusa USA
HS 454 CPP - Pomona CAPomona USA
HS 454 Dip Braze Inc. CASun Valley USA
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Specification
Spec

State/CountryCitySupplier

HS 461
H T Of Corrosion Resistant Steel

HS 461 ALP Havacılık Eskisehir TURKEY
HS 461 Bescast, Inc. OHWilloughby USA
HS 461 Bodycote Thermal Processing CAHuntington Park USA
HS 461 Certified Steel Treating Corp. CALos Angeles USA
HS 461 Eaton Aerospace Group (Aeroquip) MIJackson USA
HS 461 Exotic Metals Forming Co. - Kent WAKent USA
HS 461 Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
HS 461 Hamilton Sundstrand Wroclaw Wroclaw POLAND
HS 461 Hightemp Aerospace Pvt. Ltd. KarnatakaBangalore INDIA
HS 461 Hoosier Spring Company Inc. INSouth Bend USA
HS 461 Impro Aero Components - Furong WUXI CHINA
HS 461 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
HS 461 MB Aerospace - Kalisz Kalisz POLAND
HS 461 MB Aerospace - Tajecina Jasionka POLAND
HS 461 PCC Structurals - Ogden GSC Found UTOgden USA
HS 461 Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
HS 461 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
HS 461 Sifco Forge Group OHCleveland USA
HS 461 Smiths Tubular Systems - Laconia, NHLaconia USA

HS 4845
Inspection, Radiographic

HS 4845 Aircraft X-Ray Laboratories CAHuntington Park USA
HS 4845 CPP - Pomona CAPomona USA
HS 4845 Impro Aero Components - Furong WUXI CHINA
HS 4845 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
HS 4845 Mistras - Optimus Inc. QCSt. Lambert CANADA
HS 4845 Mistras Services CTEast Granby USA
HS 4845 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
HS 4845 XRI Testing OHCleveland USA

HS 4927
EDM (Space Systems & Class Specified)

HS 4927 Berkshire Industries MAWestfield USA

HS 5036
Ti Parts, Process Specification

HS 5036 ALP Havacılık Eskisehir TURKEY
HS 5036 Sifco Forge Group OHCleveland USA

HS 5036 TYF
Ti Parts, Process Specification

HS 5036 TYF Berkshire Industries MAWestfield USA
HS 5036 TYF Hamilton Sundstrand Wroclaw Wroclaw POLAND

HS 522 COND1 UP TO RC40
Plating-Nickel, Electrodeposited

HS 522 COND1 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

HS 5623
Heat Treatment Of Nickel And Cobalt Base

HS 5623 Advanced Heat Treating ILLoves Park USA
HS 5623 Bodycote Thermal Processing CAHuntington Park USA
HS 5623 Exotic Metals Forming Co. - Kent WAKent USA
HS 5623 Hoosier Spring Company Inc. INSouth Bend USA
HS 5623 Impro Aero Components - Furong WUXI CHINA
HS 5623 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
HS 5623 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

HS 74
Plating, Cadmium, Electrodeposited

HS 74 ALP Havacılık Eskisehir TURKEY
HS 74 Magellan Aerospace Polska Mielec POLAND

HS 74 CL1 TY1 Up To RC40
Cadmium Plating

HS 74 CL1 TY1 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

HS 74 CL1 TY3 Up To RC40
Cadmium Plating

HS 74 CL1 TY3 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

HS 74 CL2 TY1 Up To RC40
Cadmiumj Plating

HS 74 CL2 TY1 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
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Specification
Spec

State/CountryCitySupplier

HS 74 CL2 TY2 Up To RC40
Cadmium Plating

HS 74 CL2 TY2 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

HS 74 CL2 TY3 Up To RC40
Cadmium Plating

HS 74 CL2 TY3 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

HS 74 CL3 TY1 Up To RC40
Cadmium Plating

HS 74 CL3 TY1 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

HS 74 CL3 TY2 Up To RC40
Cadmium Plating

HS 74 CL3 TY2 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

HS 760
Pickling Process, CRES Castings & Forgings

HS 760 Bescast, Inc. OHWilloughby USA
HS 760 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA

HS 7725
Inspection, Etch Prior To Penetrant

HS 7725 Mistras - Optimus Inc. QCSt. Lambert CANADA

HS 7725 TY 1
Inspection, Etch Prior To Penetrant

HS 7725 TY 1 Mistras - Optimus Inc. QCSt. Lambert CANADA

HS 7725 TY 2
Inspection, Etch Prior To Penetrant

HS 7725 TY 2 Mistras - Optimus Inc. QCSt. Lambert CANADA

HS 819       
Dip Brazing of Aluminum

HS 819       Dip Braze Inc. CASun Valley USA

HS 93
Inspection, Radiographic

HS 93 Aircraft X-Ray Laboratories CAHuntington Park USA
HS 93 Bescast, Inc. OHWilloughby USA
HS 93 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

HS 972
Inspection-Surface Temper

HS 972 BE Aerospace CAWestminster USA
HS 972 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

Laboratories, Independent Approved
Approved Labs For Metallic Testing

Laboratories, I Element Materials Technology - Br OKBroken Arrow USA
Laboratories, I Element Materials Technology - Br OKBroken Arrow USA
Laboratories, I Element Materials Technology - Cle OHCleveland USA
Laboratories, I Element Materials Technology - Cle OHCleveland USA
Laboratories, I Element Materials Technology - Da INDaleville USA

MIL-A-8625
Anodic Coatings For AL & AL Alloys

MIL-A-8625 AAA Plating & Inspection, Inc. CACompton USA
MIL-A-8625 ACP Metal Finishing Singapore SINGAPORE
MIL-A-8625 Barry Avenue Plating CALos Angeles USA
MIL-A-8625 C.I.L. Inc. MALawrence USA
MIL-A-8625 Chemresearch Company Inc. AZPhoenix USA
MIL-A-8625 Chemresearch Company Inc. AZPhoenix USA
MIL-A-8625 Elite Metal Finishing CAOxnard USA
MIL-A-8625 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
MIL-A-8625 Hamilton Sundstrand Wroclaw Wroclaw POLAND
MIL-A-8625 Harmon Treatments / Harmon Gro Dorset UK
MIL-A-8625 Hixson Metal Finishing CANewport Beach USA
MIL-A-8625 K & L Anodizing Corp. CABurbank USA
MIL-A-8625 Lubeco Inc. CALong Beach USA
MIL-A-8625 Nelson-Miller WisconsinBerlin USA
MIL-A-8625 PAS Technologies AZPhoenix USA
MIL-A-8625 PAS Technologies AZPhoenix USA
MIL-A-8625 Praxair CTManchester USA
MIL-A-8625 Semiray Special Process Division Of AZPhoenix USA
MIL-A-8625 Seneca Platers Inc. NYElma USA

MIL-A-8625 TY 1
Anodic Coatings For Al & Al Alloys
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Specification
Spec

State/CountryCitySupplier

MIL-A-8625 TY C.I.L. Inc. MALawrence USA
MIL-A-8625 TY Hamilton Sundstrand Wroclaw Wroclaw POLAND
MIL-A-8625 TY Lubeco Inc. CALong Beach USA
MIL-A-8625 TY Magellan Aerospace Polska Mielec POLAND

MIL-A-8625 TY 2 & TY 3
Anodic Coatings For Al & Al Alloys

MIL-A-8625 TY Algat Kibbutz Alonium ISRAEL
MIL-A-8625 TY All Metals Processing CAStanton USA
MIL-A-8625 TY ALP Havacılık Eskisehir TURKEY
MIL-A-8625 TY Aluminum Finishing Co., Inc. CTBridgeport USA
MIL-A-8625 TY Anaplex Corp. CAParamount USA
MIL-A-8625 TY Anodyne Inc. CASanta Ana USA
MIL-A-8625 TY Barry Avenue Plating CALos Angeles USA
MIL-A-8625 TY Chem Processing Inc. ILRockford USA
MIL-A-8625 TY Chemresearch Company Inc. AZPhoenix USA
MIL-A-8625 TY Chengdu Holy Aviation Science Tec Sichuan Pengzho CHINA
MIL-A-8625 TY China National Southern Aviation I Zhuzhow Hunan CHINA
MIL-A-8625 TY Frontier Group, Inc. (dba Futurewe AZPhoenix USA
MIL-A-8625 TY Har-Conn Chrome Co. CTWest Hartford USA
MIL-A-8625 TY Hixson Metal Finishing CANewport Beach USA
MIL-A-8625 TY Hohman Plating & Mfg. Inc. OHDayton USA
MIL-A-8625 TY International Hardcoat, Inc. MIDetroit USA
MIL-A-8625 TY K & L Anodizing Corp. CABurbank USA
MIL-A-8625 TY Lawrence Ripak Co. NYWest Babylon USA
MIL-A-8625 TY Lubeco Inc. CALong Beach USA
MIL-A-8625 TY Magnetic Inspection Lab (MIL) ILElk Grove Village USA
MIL-A-8625 TY Modern Industries AZPhoenix USA
MIL-A-8625 TY Omni Metal Finishing CAFountain Valley USA
MIL-A-8625 TY PAS Technologies AZPhoenix USA
MIL-A-8625 TY Poly Metal Finishing MASpringfield USA
MIL-A-8625 TY Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-A-8625 TY Saporito Finishing Co. ILCicero USA
MIL-A-8625 TY Selfridge Plating Incorporated MIHarrison Townsh USA
MIL-A-8625 TY Semiray Special Process Division Of AZPhoenix USA

MIL-A-8625 TY Valley Plating MASpringfield USA
MIL-A-8625 TY Westfield Electroplating MAWestfield USA

MIL-A-8625 TY 2 CL 1
Anodic Coatings For Al & Al Alloys

MIL-A-8625 TY Omni Metal Finishing CAFountain Valley USA

MIL-A-8625 Ty 2 CL 2
Anodic Coatings For Al & Al Alloys

MIL-A-8625 Ty C.I.L. Inc. MALawrence USA
MIL-A-8625 Ty Hamilton Sundstrand Wroclaw Wroclaw POLAND
MIL-A-8625 Ty Magellan Aerospace Polska Mielec POLAND
MIL-A-8625 Ty Plainville Plating CTPlainville USA

MIL-A-8625 TY1
Anodic Coatings For Al & Al Alloys

MIL-A-8625 TY Har-Conn Aerospace Inc. TXFort Worth USA
MIL-A-8625 TY Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-A-8625 TY Valley Plating MASpringfield USA

MIL-A-8625 TY1 CL1
Anodic Coatings For AL & AL Alloys

MIL-A-8625 TY ACP Metal Finishing Singapore SINGAPORE
MIL-A-8625 TY Chengdu CAIC Electronics CO. LTD Chendu China
MIL-A-8625 TY Hamilton Sundstrand Wroclaw Wroclaw POLAND
MIL-A-8625 TY Har-Conn Chrome Co. CTWest Hartford USA
MIL-A-8625 TY Horizons Inc. / Imaging Systems Gr OHCleveland USA
MIL-A-8625 TY Lubeco Inc. CALong Beach USA
MIL-A-8625 TY Magnetic Inspection Lab (MIL) ILElk Grove Village USA
MIL-A-8625 TY Quality Name Plate CTGlastonbury USA
MIL-A-8625 TY Seneca Platers Inc. NYElma USA

MIL-A-8625 TY2
Anodic Coatings For Al & Al Alloys

MIL-A-8625 TY Aircraft X-Ray Laboratories CAHuntington Park USA
MIL-A-8625 TY Hamilton Sundstrand Wroclaw Wroclaw POLAND
MIL-A-8625 TY Lubeco Inc. CALong Beach USA
MIL-A-8625 TY Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
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Specification
Spec

State/CountryCitySupplier

MIL-A-8625 TY2, CL1 & CL2
Anodic Coatings For Al & Al Alloys

MIL-A-8625 TY Aircraft X-Ray Laboratories CAHuntington Park USA
MIL-A-8625 TY Har-Conn Aerospace Inc. TXFort Worth USA
MIL-A-8625 TY Hixson Metal Finishing CANewport Beach USA
MIL-A-8625 TY Horizons Inc. / Imaging Systems Gr OHCleveland USA
MIL-A-8625 TY Indo-MIM Pvt. Ltd. (Doddaballapur KarmatakaBangalore INDIA
MIL-A-8625 TY International Hardcoat, Inc. MIDetroit USA
MIL-A-8625 TY Lubeco Inc. CALong Beach USA
MIL-A-8625 TY Magellan Aerospace Polska Mielec POLAND
MIL-A-8625 TY PAS Technologies AZPhoenix USA
MIL-A-8625 TY Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-A-8625 TY Praxair Surface Technologies Mont QCDorval CANADA
MIL-A-8625 TY Quality Name Plate CTGlastonbury USA
MIL-A-8625 TY Ultraspec Inc. QCSt. Laurent CANADA

MIL-A-8625 TY2, CL2
Anodic Coating for AL Alloys

MIL-A-8625 TY Poly Metal Finishing MASpringfield USA
MIL-A-8625 TY Seneca Platers Inc. NYElma USA

MIL-A-8625 TY2B
Anodic Coatings For Al & Al Alloys

MIL-A-8625 TY Aircraft X-Ray Laboratories CAHuntington Park USA
MIL-A-8625 TY ALP Havacılık Eskisehir TURKEY
MIL-A-8625 TY Har-Conn Aerospace Inc. TXFort Worth USA
MIL-A-8625 TY Lubeco Inc. CALong Beach USA
MIL-A-8625 TY Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

MIL-A-8625 TY2B CL1
Anodic Coatings For Al & Al Alloys

MIL-A-8625 TY Aircraft X-Ray Laboratories CAHuntington Park USA
MIL-A-8625 TY Lubeco Inc. CALong Beach USA
MIL-A-8625 TY Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

MIL-A8625 TY2B CL2
Anodic Coatings For Al & Al Alloys

MIL-A8625 TY C.I.L. Inc. MALawrence USA

MIL-A8625 TY Lubeco Inc. CALong Beach USA
MIL-A8625 TY Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

MIL-A-8625 TY2B CL2
Anodic Coatings For Al & Al Alloys

MIL-A-8625 TY Aircraft X-Ray Laboratories CAHuntington Park USA

MIL-A-8625 TY3, CL1
Hard Anodizing for Al and Al Alloys

MIL-A-8625 TY Vijaya Metal Finishers (VMF) KarmatakaBangalore INDIA

MIL-A-8625 TY3, CL1 & CL2
Hard Anodizing for Al and Al Alloys

MIL-A-8625 TY Har-Conn Aerospace Inc. TXFort Worth USA

MIL-A-8625 Type 1B Class 1
Anodic Coatings For Al & Al Alloys

MIL-A-8625 Ty Lubeco Inc. CALong Beach USA
MIL-A-8625 Ty Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

MIL-A-8625 Type III
Anodic Coatings For Al & Al Alloys

MIL-A-8625 Ty ALP Havacılık Eskisehir TURKEY
MIL-A-8625 Ty C.I.L. Inc. MALawrence USA
MIL-A-8625 Ty Lubeco Inc. CALong Beach USA
MIL-A-8625 Ty Praxair Surface Technologies Mont QCDorval CANADA

MIL-B-007883 GRADE B
Vacuum Brazing

MIL-B-007883 Chengdu Holy Aviation Science Tec Sichuan Pengzho CHINA
MIL-B-007883 Joined Alloys AZPhoenix USA

MIL-B-007883, TYPE II, GRADE B
Brazing

MIL-B-007883, Joined Alloys AZPhoenix USA

MIL-B-7883
Brazing Of Steels, Cu, Cu Alloys, Ni

MIL-B-7883 Aircraft Tubular Components, Inc. FLMelbourne USA
MIL-B-7883 Certified Metal Craft Inc. CAEl Cajon USA
MIL-B-7883 China National Southern Aviation I Zhuzhow Hunan CHINA
MIL-B-7883 Dip Braze Inc. CASun Valley USA
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Specification
Spec

State/CountryCitySupplier

MIL-B-7883 Endicott Precision NYEndicott USA
MIL-B-7883 Industria de Tuberias Aeronauticas QueretaroQueretaro MEXICO
MIL-B-7883 Lynn Welding CTNewington USA
MIL-B-7883 One-Way Mfg. CAAnaheim USA
MIL-B-7883 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-B-7883 Precise Metal Products Co. AZPhoenix USA
MIL-B-7883 RBC Turbine Components CASan Diego USA
MIL-B-7883 Smiths Tubular Systems - Laconia, NHLaconia USA

MIL-B-7883 TY1
Brazing of Steels, Cu, Ni, Al & Alloys,

MIL-B-7883 TY Precise Metal Products Co. AZPhoenix USA

MIL-B-7883 Type 5, Grade B
Brazing of Steels, Cu, Ni, Al & Alloys

MIL-B-7883 Ty Chengdu Holy Aviation Science Tec Sichuan Pengzho CHINA
MIL-B-7883 Ty Mech-Tronics ILMelrose Park USA

MIL-B-7883 Type II
Brazing Of Steels, Cu, Cu Alloys, Ni

MIL-B-7883 Ty Alloyweld Inspection Co. ILBensenville USA
MIL-B-7883 Ty Bodycote Thermal Processing CARancho Domingu USA
MIL-B-7883 Ty Certified Metal Craft Inc. CAEl Cajon USA
MIL-B-7883 Ty Chengdu Holy Aviation Science Tec Sichuan Pengzho CHINA
MIL-B-7883 Ty China National Southern Aviation I Zhuzhow Hunan CHINA
MIL-B-7883 Ty Dip Braze Inc. CASun Valley USA
MIL-B-7883 Ty Joined Alloys AZPhoenix USA
MIL-B-7883 Ty Magnetic Inspection Lab (MIL) ILElk Grove Village USA
MIL-B-7883 Ty One-Way Mfg. CAAnaheim USA
MIL-B-7883 Ty Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-B-7883 Ty Westfield CAOrange USA

MIL-C-13924
Coating, Oxide, Black, For Ferrous Metals

MIL-C-13924 AAA Plating & Inspection, Inc. CACompton USA
MIL-C-13924 Anoplate Corp. NYSyracuse USA
MIL-C-13924 Barry Avenue Plating CALos Angeles USA
MIL-C-13924 Hixson Metal Finishing CANewport Beach USA

MIL-C-13924 Hohman Plating & Mfg. Inc. OHDayton USA
MIL-C-13924 Omni Metal Finishing CAFountain Valley USA
MIL-C-13924 Selfridge Plating Incorporated MIHarrison Townsh USA
MIL-C-13924 Westfield Electroplating MAWestfield USA

MIL-C-26074
Coatings, Electroless Nickel  

MIL-C-26074 Chem Processing Inc. ILRockford USA

MIL-C-46168
Paint

MIL-C-46168 Anaplex Corp. CAParamount USA

MIL-C-5541
Chemical Conversion Coatings on AL & AL Alloys

MIL-C-5541 Bowman CACompton USA
MIL-C-5541 Hamilton Sundstrand Wroclaw Wroclaw POLAND
MIL-C-5541 Lubeco Inc. CALong Beach USA
MIL-C-5541 Magellan Aerospace Polska Mielec POLAND
MIL-C-5541 Mech-Tronics ILMelrose Park USA
MIL-C-5541 Seneca Platers Inc. NYElma USA

MIL-C-5541 CL1 or CL2
Chemical Conversion Coating on AL & AL Alloys

MIL-C-5541 CL Algat Kibbutz Alonium ISRAEL
MIL-C-5541 CL All Metals Processing CAStanton USA
MIL-C-5541 CL ALP Havacılık Eskisehir TURKEY
MIL-C-5541 CL Aluminum Finishing Co., Inc. CTBridgeport USA
MIL-C-5541 CL Anaplex Corp. CAParamount USA
MIL-C-5541 CL Anodyne Inc. CASanta Ana USA
MIL-C-5541 CL Barry Avenue Plating CALos Angeles USA
MIL-C-5541 CL Chem Processing Inc. ILRockford USA
MIL-C-5541 CL Chemresearch Company Inc. AZPhoenix USA
MIL-C-5541 CL Chengdu Holy Aviation Science Tec Sichuan Pengzho CHINA
MIL-C-5541 CL China National Southern Aviation I Zhuzhow Hunan CHINA
MIL-C-5541 CL Coast Plating Inc. CAGardena USA
MIL-C-5541 CL Frontier Group, Inc. (dba Futurewe AZPhoenix USA
MIL-C-5541 CL Har-Conn Chrome Co. CTWest Hartford USA
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Specification
Spec

State/CountryCitySupplier

MIL-C-5541 CL Hixson Metal Finishing CANewport Beach USA
MIL-C-5541 CL K & L Anodizing Corp. CABurbank USA
MIL-C-5541 CL Lawrence Ripak Co. NYWest Babylon USA
MIL-C-5541 CL Lubeco Inc. CALong Beach USA
MIL-C-5541 CL Magellan Aerospace / King & Fowl Mielec POLAND
MIL-C-5541 CL Magnetic Inspection Lab (MIL) ILElk Grove Village USA
MIL-C-5541 CL Modern Industries AZPhoenix USA
MIL-C-5541 CL Montana Metal Products LLC ILDes Plaines USA
MIL-C-5541 CL Omni Metal Finishing CAFountain Valley USA
MIL-C-5541 CL PAS Technologies AZPhoenix USA
MIL-C-5541 CL Poly Metal Finishing MASpringfield USA
MIL-C-5541 CL PPI Aerospace LLC MIWarren USA
MIL-C-5541 CL Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-C-5541 CL Selfridge Plating Incorporated MIHarrison Townsh USA
MIL-C-5541 CL Semiray Special Process Division Of AZPhoenix USA
MIL-C-5541 CL Sub Source Inc. ILRockford USA
MIL-C-5541 CL Tolerance Masters MNCircle Pines USA
MIL-C-5541 CL Valley Plating MASpringfield USA
MIL-C-5541 CL Vijaya Metal Finishers (VMF) KarmatakaBangalore INDIA
MIL-C-5541 CL Westfield Electroplating MAWestfield USA

MIL-C-5541 CL1A
Chemical Conversion Coating on Al & Al Alloys

MIL-C-5541 CL Hamilton Sundstrand Wroclaw Wroclaw POLAND
MIL-C-5541 CL Har-Conn Chrome Co. CTWest Hartford USA
MIL-C-5541 CL International Hardcoat, Inc. MIDetroit USA
MIL-C-5541 CL Mech-Tronics ILMelrose Park USA
MIL-C-5541 CL Pall Aeropower Corporation FLNew Port Richey USA
MIL-C-5541 CL PAS Technologies AZPhoenix USA
MIL-C-5541 CL Plainville Plating CTPlainville USA
MIL-C-5541 CL Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-C-5541 CL Seneca Platers Inc. NYElma USA
MIL-C-5541 CL Valley Plating MASpringfield USA
MIL-C-5541 CL Vijaya Metal Finishers (VMF) KarmatakaBangalore INDIA

MIL-C-5541 CL3
Chemical Conversion Coatings on AL & AL Alloys

MIL-C-5541 CL Aircraft X-Ray Laboratories CAHuntington Park USA
MIL-C-5541 CL Coast Plating Inc. CAGardena USA
MIL-C-5541 CL Hamilton Sundstrand Wroclaw Wroclaw POLAND
MIL-C-5541 CL Lubeco Inc. CALong Beach USA
MIL-C-5541 CL Mech-Tronics ILMelrose Park USA
MIL-C-5541 CL Pall Aeropower Corporation FLNew Port Richey USA
MIL-C-5541 CL Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-C-5541 CL Seneca Platers Inc. NYElma USA

MIL-C-5541 Class C
Anodic Coatings For AL & AL Alloys

MIL-C-5541 Cl Praxair Surface Technologies Mont QCDorval CANADA

MIL-C-5541 TY1, CL1A & CL3
Chemical Treatment of Aluminum

MIL-C-5541 TY Indo-MIM Pvt. Ltd. (Doddaballapur KarmatakaBangalore INDIA
MIL-C-5541 TY Precise Metal Products Co. AZPhoenix USA

MIL-C-6021G
Casting, Classification & Inspection

MIL-C-6021G Bescast, Inc. OHWilloughby USA
MIL-C-6021G Chicago Magnesium ILBlue Island USA

MIL-C-81769
Chemical Milling Of Metals, Specificatio

MIL-C-81769 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

MIL-C-83488
Ion Vapor Deposition Of Aluminum

MIL-C-83488 Triumph Processing Embee Div. CASanta Ana USA

MIL-DTL-13924
Coating, Oxide, Black, for Ferrous Metals

MIL-DTL-1392 Anoplate Corp. NYSyracuse USA
MIL-DTL-1392 Barry Avenue Plating CALos Angeles USA
MIL-DTL-1392 Hixson Metal Finishing CANewport Beach USA
MIL-DTL-1392 Selfridge Plating Incorporated MIHarrison Townsh USA
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Specification
Spec

State/CountryCitySupplier

MIL-DTL-15024
Plates and Tags for Identification

MIL-DTL-1502 Horizons Inc. / Imaging Systems Gr OHCleveland USA
MIL-DTL-1502 Willington Nameplate CTStafford Springs USA

MIL-DTL-15024, Type H
Plates and Tags for Identification

MIL-DTL-1502 Willington Nameplate CTStafford Springs USA

MIL-DTL-16232
Phosphate Coating Type M or Z

MIL-DTL-1623 Chem Processing Inc. ILRockford USA
MIL-DTL-1623 Lubeco Inc. CALong Beach USA

MIL-DTL-19834
Plates Identification, Foil

MIL-DTL-1983 Horizons Inc. / Imaging Systems Gr OHCleveland USA
MIL-DTL-1983 Willington Nameplate CTStafford Springs USA

MIL-DTL-25988 TY II, CL II, GR 50
Fluorosilicone Elastomer

MIL-DTL-2598 Hutchinson Seal De Mexico, S.A. Ensenada MEXICO

MIL-DTL-5541
Chemical Conversion Coatings on AL & AL Alloys

MIL-DTL-5541 ALP Havacılık Eskisehir TURKEY
MIL-DTL-5541 Anodyne Inc. CASanta Ana USA
MIL-DTL-5541 Barry Avenue Plating CALos Angeles USA
MIL-DTL-5541 Chem Processing Inc. ILRockford USA
MIL-DTL-5541 Chemresearch Company Inc. AZPhoenix USA
MIL-DTL-5541 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
MIL-DTL-5541 Hamilton Sundstrand Wroclaw Wroclaw POLAND
MIL-DTL-5541 Har-Conn Aerospace Inc. TXFort Worth USA
MIL-DTL-5541 Hixson Metal Finishing CANewport Beach USA
MIL-DTL-5541 International Hardcoat, Inc. MIDetroit USA
MIL-DTL-5541 K & L Anodizing Corp. CABurbank USA
MIL-DTL-5541 Lawrence Ripak Co. NYWest Babylon USA
MIL-DTL-5541 Lubeco Inc. CALong Beach USA
MIL-DTL-5541 Magnetic Inspection Lab (MIL) ILElk Grove Village USA

MIL-DTL-5541 Mech-Tronics ILMelrose Park USA
MIL-DTL-5541 Modern Industries AZPhoenix USA
MIL-DTL-5541 PAS Technologies AZPhoenix USA
MIL-DTL-5541 Poly Metal Finishing MASpringfield USA
MIL-DTL-5541 PPI Aerospace LLC MIWarren USA
MIL-DTL-5541 Saporito Finishing Co. ILCicero USA
MIL-DTL-5541 Selfridge Plating Incorporated MIHarrison Townsh USA
MIL-DTL-5541 Semiray Special Process Division Of AZPhoenix USA
MIL-DTL-5541 Seneca Platers Inc. NYElma USA
MIL-DTL-5541 Triple Cities Metal Finishing NYBinghamton USA
MIL-DTL-5541 Vijaya Metal Finishers (VMF) KarmatakaBangalore INDIA
MIL-DTL-5541 Westfield Electroplating MAWestfield USA

MIL-DTL-5541 CL3
Chemical Film, Aluminum

MIL-DTL-5541 Aircraft X-Ray Laboratories CAHuntington Park USA
MIL-DTL-5541 Coast Plating Inc. CAGardena USA
MIL-DTL-5541 Hixson Metal Finishing CANewport Beach USA
MIL-DTL-5541 Seneca Platers Inc. NYElma USA

MIL-DTL-5541 Type I Class 1A
Chemical Film, Aluminum

MIL-DTL-5541 Har-Conn Chrome Co. CTWest Hartford USA
MIL-DTL-5541 Indo-MIM Pvt. Ltd. (Doddaballapur KarmatakaBangalore INDIA
MIL-DTL-5541 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-DTL-5541 Praxair Surface Technologies Mont QCDorval CANADA
MIL-DTL-5541 Precise Metal Products Co. AZPhoenix USA
MIL-DTL-5541 Seneca Platers Inc. NYElma USA
MIL-DTL-5541 Ultraspec Inc. QCSt. Laurent CANADA

MIL-DTL-5541 Type I Class 3
Chemical Treatment Of Aluminum

MIL-DTL-5541 Aircraft X-Ray Laboratories CAHuntington Park USA
MIL-DTL-5541 B & M Finishers NJKenilworth USA
MIL-DTL-5541 Indo-MIM Pvt. Ltd. (Doddaballapur KarmatakaBangalore INDIA
MIL-DTL-5541 Jet Processing AZPhoenix USA
MIL-DTL-5541 Lubeco Inc. CALong Beach USA
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Specification
Spec

State/CountryCitySupplier

MIL-DTL-5541 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-DTL-5541 Precise Metal Products Co. AZPhoenix USA
MIL-DTL-5541 Seneca Platers Inc. NYElma USA

MIL-DTL-5541, Type II, CL 1A or 3
Chemical Conversion Coating - No Hex Cr

MIL-DTL-5541, Aero Dynamics NHSeabrook USA

MIL-DTL-5541F
Chem Conversion

MIL-DTL-5541 Bowman CACompton USA

MIL-H-6088
Heat Treatment Of Al Alloys

MIL-H-6088 Bescast, Inc. OHWilloughby USA
MIL-H-6088 Bodycote Thermal Processing CAWestminster USA
MIL-H-6088 Dip Braze Inc. CASun Valley USA
MIL-H-6088 Mech-Tronics ILMelrose Park USA
MIL-H-6088 Phoenix Heat Treating Inc. AZPhoenix USA

MIL-H-6875
Heat Treatment Of Steel Raw Materials

MIL-H-6875 Accurate Steel CASouth Gate USA
MIL-H-6875 Advanced Heat Treating ILLoves Park USA
MIL-H-6875 Aremac Heat Treating CACity Of Industry USA
MIL-H-6875 Bescast, Inc. OHWilloughby USA
MIL-H-6875 Bodycote - Vernon CAVernon USA
MIL-H-6875 Bodycote Thermal Processing CAHuntington Park USA
MIL-H-6875 Bodycote Thermal Processing SW CTSouth Windsor USA
MIL-H-6875 Certified Metal Craft Inc. CAEl Cajon USA
MIL-H-6875 Certified Steel Treating Corp. CALos Angeles USA
MIL-H-6875 Certified Steel Treating Corp. CALos Angeles USA
MIL-H-6875 Chem Processing Inc. ILRockford USA
MIL-H-6875 Chendu CASanta Fe Springs USA
MIL-H-6875 China National Southern Aviation I Zhuzhow Hunan CHINA
MIL-H-6875 Continental Heat Treat CASanta Fe Springs USA
MIL-H-6875 Continental Heat Treat CASanta Fe Springs USA
MIL-H-6875 Engineered Heat Treat Inc. MIMadison Heights USA

MIL-H-6875 Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
MIL-H-6875 Hamilton Sundstrand Pacific Aeros 11 Changi North Singapore
MIL-H-6875 Hamilton Sundstrand Wroclaw Wroclaw POLAND
MIL-H-6875 Hamilton Sundstrand York NEYork USA
MIL-H-6875 Hercules Heat Treating Corp. NYBrooklyn USA
MIL-H-6875 Hightemp Aerospace Pvt. Ltd. KarnatakaBangalore INDIA
MIL-H-6875 Hoosier Spring Company Inc. INSouth Bend USA
MIL-H-6875 Hy-Vac Technologies, Inc. MIDetroit USA
MIL-H-6875 Impro Aero Components - Furong WUXI CHINA
MIL-H-6875 Israel Aerospace Industries Ltd Lod ISRAEL
MIL-H-6875 Joined Alloys AZPhoenix USA
MIL-H-6875 MB Aerospace - Kalisz Kalisz POLAND
MIL-H-6875 MB Aerospace - Tajecina Jasionka POLAND
MIL-H-6875 Metallurgical Processing Inc. CTNew Britain USA
MIL-H-6875 Modern Industries PAErie USA
MIL-H-6875 New Hampshire Ball Bearing NHPeterborough USA
MIL-H-6875 Nitro Vac Heat Treating Inc. MIWarren USA
MIL-H-6875 O&W Heat Treat CTSouth Windsor USA
MIL-H-6875 Ohio Metallurgical OHElyria USA
MIL-H-6875 Paulo- Cleveland OhioWilloughby USA
MIL-H-6875 PCC Structurals - Ogden GSC Found UTOgden USA
MIL-H-6875 Phoenix Heat Treating Inc. AZPhoenix USA
MIL-H-6875 Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
MIL-H-6875 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-H-6875 Progressive Steel Treating ILLoves Park USA
MIL-H-6875 Quality Heat Treating CABurbank USA
MIL-H-6875 RBC Turbine Components CASan Diego USA
MIL-H-6875 Smiths Tubular Systems - Laconia, NHLaconia USA
MIL-H-6875 Solar Atmospheres of CA CAFontana USA
MIL-H-6875 Solar Atmospheres of PA PAHermitage USA
MIL-H-6875 Sousa Corp. CTNewington USA
MIL-H-6875 Specialty Steel Treating, Inc. MIFraser USA
MIL-H-6875 Therelek Engineers Pvt. Ltd. KarnatakaBangalore INDIA
MIL-H-6875 Varco Heat Treating CAGarden Grove USA
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Specification
Spec

State/CountryCitySupplier

MIL-H-6875 Westfield CAOrange USA
MIL-H-6875 Xian Aero Engine Controls Xian CHINA

MIL-H-6875 Issue H (AMS 2759/1 Issue E)
Heat Treat

MIL-H-6875 Iss Gloucester Heat Treatment Ltd. Gloucester UK

MIL-H-7199
Heat Treatment Of Copper-Beryllium Alloy

MIL-H-7199 Bodycote Thermal Processing CAHuntington Park USA
MIL-H-7199 Hoosier Spring Company Inc. INSouth Bend USA
MIL-H-7199 Metallurgical Processing Inc. CTNew Britain USA
MIL-H-7199 PCC Structurals - Ogden GSC Found UTOgden USA

MIL-H-81200
Heat Treatment Of Titanium

MIL-H-81200 Phoenix Heat Treating Inc. AZPhoenix USA
MIL-H-81200 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

MIL-I-25135
Inspection Materials, Penetrants

MIL-I-25135 Magellan Aerospace Inc. AZGlendale USA
MIL-I-25135 MB Aerospace - Rzeszow Rzeszow POLAND

MIL-I-6865
Inspection,Penetrant Method Radiographic Inspection

MIL-I-6865 Bescast, Inc. OHWilloughby USA

MIL-I-6866
Inspection, Liquid Penetrant

MIL-I-6866 Advanced Quality Group Inc. OHEast Lake USA
MIL-I-6866 Aircraft X-Ray Laboratories CAHuntington Park USA
MIL-I-6866 Anaplex Corp. CAParamount USA
MIL-I-6866 Berkshire Industries MAWestfield USA
MIL-I-6866 Bescast, Inc. OHWilloughby USA
MIL-I-6866 Cedtech Testing Laboratories CASouth Gate USA
MIL-I-6866 Certified Inspection Service Co. Inc. AZPhoenix USA
MIL-I-6866 Chemresearch Company Inc. AZPhoenix USA
MIL-I-6866 Chicago Magnesium ILBlue Island USA
MIL-I-6866 Frontier Group, Inc. (dba Futurewe AZPhoenix USA

MIL-I-6866 Hamilton Sundstrand Wroclaw Wroclaw POLAND
MIL-I-6866 Hixson Metal Finishing CANewport Beach USA
MIL-I-6866 Impro Aero Components - Furong WUXI CHINA
MIL-I-6866 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
MIL-I-6866 Mistras - Optimus Inc. QCSt. Lambert CANADA
MIL-I-6866 Mistras Services CACudahy USA
MIL-I-6866 Mistras Services CTEast Granby USA
MIL-I-6866 Modern Industries AZPhoenix USA
MIL-I-6866 New Hampshire Ball Bearing NHPeterborough USA
MIL-I-6866 Omni Metal Finishing CAFountain Valley USA
MIL-I-6866 PAS Technologies AZPhoenix USA
MIL-I-6866 PCC Structurals - Ogden GSC Found UTOgden USA
MIL-I-6866 PCC Structurals - San Leandro CASan Leandro USA
MIL-I-6866 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-I-6866 Precision Aerospace LLC AZPhoenix USA
MIL-I-6866 Quality Controlled Mfg. Inc. CASantee USA
MIL-I-6866 Semiray Special Process Division Of AZPhoenix USA
MIL-I-6866 Smiths Tubular Systems - Laconia, NHLaconia USA
MIL-I-6866 Talon Test Laboratories AZPhoenix USA
MIL-I-6866 Ultra Labs Inc. OHCleveland USA

MIL-I-6868
Magnetic Particle Inspection

MIL-I-6868 Advanced Quality Group Inc. OHEast Lake USA
MIL-I-6868 Aircraft X-Ray Laboratories CAHuntington Park USA
MIL-I-6868 BE Aerospace CAWestminster USA
MIL-I-6868 BMT Aerospace USA Inc. MIFraser USA
MIL-I-6868 Certified Inspection Service Co. Inc. AZPhoenix USA
MIL-I-6868 Element Materials Technology - So CTSouth Windsor USA
MIL-I-6868 Hamilton Sundstrand Wroclaw Wroclaw POLAND
MIL-I-6868 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
MIL-I-6868 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
MIL-I-6868 Mistras Services CTEast Granby USA
MIL-I-6868 Modern Industries AZPhoenix USA
MIL-I-6868 New Hampshire Ball Bearing NHPeterborough USA
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Specification
Spec

State/CountryCitySupplier

MIL-I-6868 Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
MIL-I-6868 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-I-6868 Sub Source Inc. ILRockford USA
MIL-I-6868 Ultra Labs Inc. OHCleveland USA
MIL-I-6868 XRI Testing OHCleveland USA

MIL-L-23398
Dry Film Lubricant, Process

MIL-L-23398 Aircraft X-Ray Laboratories CAHuntington Park USA
MIL-L-23398 Chem Processing Inc. ILRockford USA

MIL-L-25504
Dry Film Lubricant, Process

MIL-L-25504 Chem Processing Inc. ILRockford USA

MIL-L-45983
Dry Film Lubricant, Process

MIL-L-45983 Chem Processing Inc. ILRockford USA

MIL-L-46010
Dry Film Lubricant, Process

MIL-L-46010 Aircraft X-Ray Laboratories CAHuntington Park USA
MIL-L-46010 Barry Avenue Plating CALos Angeles USA
MIL-L-46010 Chem Processing Inc. ILRockford USA
MIL-L-46010 Chemresearch Company Inc. AZPhoenix USA
MIL-L-46010 Har-Conn Chrome Co. CTWest Hartford USA
MIL-L-46010 Lubeco Inc. CALong Beach USA
MIL-L-46010 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
MIL-L-46010 Smiths Tubular Systems - Laconia, NHLaconia USA

MIL-L-81329
Dry Film Lubricant, Process

MIL-L-81329 Aircraft X-Ray Laboratories CAHuntington Park USA
MIL-L-81329 Chem Processing Inc. ILRockford USA

MIL-L-8937
Dry Film Lubricant, Process

MIL-L-8937 Aircraft X-Ray Laboratories CAHuntington Park USA
MIL-L-8937 Chem Processing Inc. ILRockford USA

MIL-M-3171
Protective Treatment, Magnesium Alloys

MIL-M-3171 Anaplex Corp. CAParamount USA
MIL-M-3171 Barry Avenue Plating CALos Angeles USA
MIL-M-3171 CPP - Azusa CAAzusa USA
MIL-M-3171 Lubeco Inc. CALong Beach USA
MIL-M-3171 Lubeco Inc. CALong Beach USA
MIL-M-3171 Omni Metal Finishing CAFountain Valley USA
MIL-M-3171 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-M-3171 PTI Industries CTEnfield USA

MIL-M-3171 TY3
Anodic Treatment of MG Alloys

MIL-M-3171 T Lubeco Inc. CALong Beach USA
MIL-M-3171 T Omni Metal Finishing CAFountain Valley USA

MIL-M-3171 Type 6
Protective Treatment, Magnesium Alloys

MIL-M-3171 T Colonial Coatings CTMilford USA
MIL-M-3171 T Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-M-3171 T PTI Industries CTEnfield USA

MIL-M-45202
Magnesium Alloys, Anodic Treatment Of

MIL-M-45202 Anaplex Corp. CAParamount USA
MIL-M-45202 Barry Avenue Plating CALos Angeles USA
MIL-M-45202 Colonial Coatings CTMilford USA
MIL-M-45202 Lubeco Inc. CALong Beach USA
MIL-M-45202 Lubeco Inc. CALong Beach USA
MIL-M-45202 Metal Finishing Co. Inc. KSWichita USA
MIL-M-45202 PTI Industries CTEnfield USA

MIL-M-45202 TY2 CLA
Magnesium Alloys, Anodic Treatment Of

MIL-M-45202 Colonial Coatings CTMilford USA

MIL-M-45202 TY2 CLA GR1
Magnesium Alloys, Anodic Treatment Of

MIL-M-45202 Colonial Coatings CTMilford USA
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Specification
Spec

State/CountryCitySupplier

MIL-M-45202 TY2 CLA GR4
Anodic Treatment of Magnesium Alloys

MIL-M-45202 Barry Avenue Plating CALos Angeles USA
MIL-M-45202 Colonial Coatings CTMilford USA
MIL-M-45202 Lubeco Inc. CALong Beach USA
MIL-M-45202 Metal Finishing Co. Inc. KSWichita USA

MIL-M-6857
Magnesium Castings, Heat Treatment

MIL-M-6857 CPP - Azusa CAAzusa USA

MIL-P-15024
Plates and Tags for Identification

MIL-P-15024 Horizons Inc. / Imaging Systems Gr OHCleveland USA
MIL-P-15024 Willington Nameplate CTStafford Springs USA

MIL-P-16232
Manganese Phospate

MIL-P-16232 Chem Processing Inc. ILRockford USA

MIL-P-19834
Plates Identification, Foil

MIL-P-19834 Horizons Inc. / Imaging Systems Gr OHCleveland USA
MIL-P-19834 Willington Nameplate CTStafford Springs USA

MIL-P-19834, Type 1
Plates Identification, Foil

MIL-P-19834, Willington Nameplate CTStafford Springs USA

MIL-P-47158
Penetrant Inspection Soundness Reqm'ts.

MIL-P-47158 Bescast, Inc. OHWilloughby USA
MIL-P-47158 Quality Controlled Mfg. Inc. CASantee USA
MIL-P-47158 Quality Controlled Mfg. Inc. CASantee USA

MIL-PRF-22750
Epoxy Coating, High Solids

MIL-PRF-2275 Colonial Coatings CTMilford USA
MIL-PRF-2275 Jet Processing AZPhoenix USA
MIL-PRF-2275 Lubeco Inc. CALong Beach USA
MIL-PRF-2275 Omni Metal Finishing CAFountain Valley USA

MIL-PRF-2275 Pauway CTWallingford USA

MIL-PRF-85582 Type I, Class C1
Primer Coating

MIL-PRF-8558 Lubeco Inc. CALong Beach USA

MIL-PRF-8625 Type 2 CL1
Anodic Coating

MIL-PRF-8625 Omni Metal Finishing CAFountain Valley USA
MIL-PRF-8625 Poeton Polska S.p. z.o.o. Jasionka 36-002Jasionka 954 Poland

MIL-R-25988
Rubber Fluorosilicone Elastomer, Oil-And

MIL-R-25988 Jonal Laboratories CTMeriden USA

MIL-R-46198
Resin, Polyimide, Hot Pressed Or Pressed

MIL-R-46198 Dupont Performance Polymers - Pe DENewark USA

MIL-R-83248
Rubber, Fluorocarbon Elastomer, High Tem

MIL-R-83248 Jonal Laboratories CTMeriden USA

MIL-S-13165
Shot Peening Of Metal Parts

MIL-S-13165 Metal Improvement Co. CAVernon USA

MIL-S-5002
Passivation

MIL-S-5002 Aircraft X-Ray Laboratories CAHuntington Park USA
MIL-S-5002 B-G Detection Services CASun Valley USA
MIL-S-5002 Chem Processing Inc. ILRockford USA
MIL-S-5002 Chem Tek Metal Finishing FLMelbourne USA
MIL-S-5002 Chemresearch Company Inc. AZPhoenix USA
MIL-S-5002 Eaton Aerospace Group (Aeroquip GAEastanollee USA
MIL-S-5002 Hixson Metal Finishing CANewport Beach USA
MIL-S-5002 Lawrence Ripak Co. NYWest Babylon USA
MIL-S-5002 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
MIL-S-5002 Mistras Services CACudahy USA
MIL-S-5002 PPI Aerospace LLC MIWarren USA
MIL-S-5002 Saporito Finishing Co. ILCicero USA
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Specification
Spec

State/CountryCitySupplier

MIL-S-5002 Smiths Tubular Systems - Laconia, NHLaconia USA
MIL-S-5002 Spirol International Corporation OHStow USA
MIL-S-5002 Westfield Electroplating MAWestfield USA

MIL-S-6090
Use AMS-S-6090

MIL-S-6090 Bodycote Thermal Processing CAHuntington Park USA
MIL-S-6090 Continental Heat Treat CASanta Fe Springs USA
MIL-S-6090 Continental Heat Treat CASanta Fe Springs USA
MIL-S-6090 Progressive Steel Treating ILLoves Park USA
MIL-S-6090 Specialty Steel Treating, Inc. MIFraser USA

MIL-STD-1252
Inertia Friction Welding

MIL-STD-1252 Interface Welding CACarson USA

MIL-STD-1595
Qualification Of Aircraft, Missil

MIL-STD-1595 Aerotek Weld CTGranby USA
MIL-STD-1595 Bescast, Inc. OHWilloughby USA
MIL-STD-1595 Bet Shemesh Engines Bet Shemesh ISRAEL
MIL-STD-1595 China National Southern Aviation I Zhuzhow Hunan CHINA
MIL-STD-1595 Evans Alloys CAHuntington Beac USA
MIL-STD-1595 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
MIL-STD-1595 Magellan Aerospace Inc. AZGlendale USA
MIL-STD-1595 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
MIL-STD-1595 Mastercraft Welding CASanta Ana USA
MIL-STD-1595 Mech-Tronics ILMelrose Park USA
MIL-STD-1595 Miller Castings CAWhittier USA
MIL-STD-1595 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-STD-1595 Smiths Tubular Systems - Laconia, NHLaconia USA
MIL-STD-1595 Weldmac Mfg. Company CAEl Cajon USA

MIL-STD-1878
Carburizing, Gaseous Atmosphere

MIL-STD-1878 Bodycote Thermal Processing CAHuntington Park USA
MIL-STD-1878 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

MIL-STD-1907
Inspection, Liquid Penetrant & Magnetic Particle

MIL-STD-1907 Acuren Inspection Services OHDayton USA
MIL-STD-1907 Advanced Quality Group Inc. OHEast Lake USA
MIL-STD-1907 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
MIL-STD-1907 Aerospace Testing Lab CTSouth Windsor USA
MIL-STD-1907 Aircraft X-Ray Laboratories CAHuntington Park USA
MIL-STD-1907 All Metals Processing CAStanton USA
MIL-STD-1907 Alloyweld Inspection Co. ILBensenville USA
MIL-STD-1907 ALP Havacılık Eskisehir TURKEY
MIL-STD-1907 Anaplex Corp. CAParamount USA
MIL-STD-1907 Atlantic Casting NJClifton USA
MIL-STD-1907 Barry Avenue Plating CALos Angeles USA
MIL-STD-1907 BE Aerospace CAWestminster USA
MIL-STD-1907 Berkshire Industries MAWestfield USA
MIL-STD-1907 Bescast, Inc. OHWilloughby USA
MIL-STD-1907 Bet Shemesh Engines Bet Shemesh ISRAEL
MIL-STD-1907 BMT Aerospace USA Inc. MIFraser USA
MIL-STD-1907 Carmel Forge, Ltd. Tirat Carmel ISRAEL
MIL-STD-1907 Cedtech Testing Laboratories CASouth Gate USA
MIL-STD-1907 Certified Inspection Service Co. Inc. AZPhoenix USA
MIL-STD-1907 Chardam Gear Co. MISterling Heights USA
MIL-STD-1907 Chemresearch Company Inc. AZPhoenix USA
MIL-STD-1907 Chengdu Holy Aviation Science Tec Sichuan Pengzho CHINA
MIL-STD-1907 Chicago Magnesium ILBlue Island USA
MIL-STD-1907 China National Southern Aviation I Zhuzhow Hunan CHINA
MIL-STD-1907 Collins Engine Systems IowaWEST DESMOINE USA
MIL-STD-1907 CPP - Cudahy CACudahy USA
MIL-STD-1907 CPP - Pomona CAPomona USA
MIL-STD-1907 DCI Aerotech Detroit Chrome Inc. MIDetroit USA
MIL-STD-1907 D'Velco Of Arizona - Div. of Northst AZPhoenix USA
MIL-STD-1907 E M Inspection Co. Ltd. Leichester UK
MIL-STD-1907 Element Materials Technology OHMiddleburg Heig USA
MIL-STD-1907 Element Materials Technology MNST Paul USA
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Specification
Spec

State/CountryCitySupplier

MIL-STD-1907 Element Materials Technology - Ra CARancho Domingu USA
MIL-STD-1907 Element Materials Technology - So CTSouth Windsor USA
MIL-STD-1907 F&B AZPhoenix USA
MIL-STD-1907 Firth Rixson Forgings Arconic Forgi Derbyshire UNITED KINGDOM
MIL-STD-1907 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
MIL-STD-1907 Gabi Shoef Ltd. Yavne ISRAEL
MIL-STD-1907 Gentz Industries LLC -MB Aerospac MIWarren USA
MIL-STD-1907 H&S Inspection Services MITroy USA
MIL-STD-1907 Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
MIL-STD-1907 Hamilton Sundstrand Wroclaw Wroclaw POLAND
MIL-STD-1907 Hansen Aerospace, LLC MADanvers USA
MIL-STD-1907 Hixson Metal Finishing CANewport Beach USA
MIL-STD-1907 Howmet Arconic La Porte INLaporte USA
MIL-STD-1907 Impro Aero Components - Furong WUXI CHINA
MIL-STD-1907 Impro Aero Components - Furong WUXI CHINA
MIL-STD-1907 Integra-Cast Inc. CTNew Britain USA
MIL-STD-1907 Jet Processing AZPhoenix USA
MIL-STD-1907 Lawrence Ripak Co. NYWest Babylon USA
MIL-STD-1907 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
MIL-STD-1907 Magellan Aerospace Inc. AZGlendale USA
MIL-STD-1907 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
MIL-STD-1907 MB Aerospace - Rzeszow Rzeszow POLAND
MIL-STD-1907 Metalscan Inspection Services TAMLIN NADUSRIPERUMBUDU India
MIL-STD-1907 Miller Castings CAWhittier USA
MIL-STD-1907 Mistras - Optimus Inc. QCSt. Lambert CANADA
MIL-STD-1907 Mistras Services CACudahy USA
MIL-STD-1907 Mistras Services CTEast Granby USA
MIL-STD-1907 Modern Industries AZPhoenix USA
MIL-STD-1907 New Hampshire Ball Bearing NHPeterborough USA
MIL-STD-1907 Northstar Aerospace AZPhoenix USA
MIL-STD-1907 Omni Metal Finishing CAFountain Valley USA
MIL-STD-1907 PAS Technologies AZPhoenix USA
MIL-STD-1907 PCC Structurals - Ogden GSC Found UTOgden USA
MIL-STD-1907 PCC Structurals - San Leandro CASan Leandro USA

MIL-STD-1907 PMF Industries Inc. PAWilliamsport USA
MIL-STD-1907 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-STD-1907 Precision Aerospace LLC AZPhoenix USA
MIL-STD-1907 PTI Industries CTEnfield USA
MIL-STD-1907 Q Solutions 31-826 Krakow Poland
MIL-STD-1907 Quality Controlled Mfg. Inc. CASantee USA
MIL-STD-1907 RBC Turbine Components CASan Diego USA
MIL-STD-1907 Semiray Special Process Division Of AZPhoenix USA
MIL-STD-1907 Senior Aerospace Ketema CAEl Cajon USA
MIL-STD-1907 Sifco Forge Group OHCleveland USA
MIL-STD-1907 Sub Source Inc. ILRockford USA
MIL-STD-1907 Superior Joining Technologies Inc. ILMachesney Park USA
MIL-STD-1907 Supreme Gear Company MIFraser USA
MIL-STD-1907 Talon Test Laboratories AZChandler USA
MIL-STD-1907 Team Industrial AZPhoenix USA
MIL-STD-1907 Tiodize CAHuntington Beac USA
MIL-STD-1907 Titan Engineering and Automation Tamil Nadu INDIA
MIL-STD-1907 Tube Specialties Inc. AZTempe USA
MIL-STD-1907 Ultra Labs Inc. OHCleveland USA
MIL-STD-1907 United Tool & Die CTWest Hartford USA
MIL-STD-1907 Vijaya Metal Finishers (VMF) KarmatakaBangalore INDIA
MIL-STD-1907 Western Aerospace Inspection CAVentura USA
MIL-STD-1907 Xian Aero Engine Controls Xian CHINA
MIL-STD-1907 XRI Testing MITroy USA
MIL-STD-1907 XRI Testing MISterling Heights USA

MIL-STD-1907 Grade A
Inspection, Liquid Penetrant & Magnetic Particle

MIL-STD-1907 Turbocam NHBarrington USA

MIL-STD-1907 Grade C
Inspection, Liquid Penetrant & Magnetic Particle

MIL-STD-1907 BMT Aerospace USA Inc. MIFraser USA
MIL-STD-1907 Chengdu Holy Aviation Science Tec Sichuan Pengzho CHINA
MIL-STD-1907 Collins Engine Systems IowaWEST DESMOINE USA
MIL-STD-1907 Consolidated Industries Inc. CTCheshire USA
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Specification
Spec

State/CountryCitySupplier

MIL-STD-1907 Omni Metal Finishing CAFountain Valley USA
MIL-STD-1907 Turbocam NHBarrington USA
MIL-STD-1907 United Tool & Die CTWest Hartford USA

MIL-STD-1949
Magnetic Particle Inspection

MIL-STD-1949 Advanced Quality Group Inc. OHEast Lake USA
MIL-STD-1949 Aircraft X-Ray Laboratories CAHuntington Park USA
MIL-STD-1949 BE Aerospace CAWestminster USA
MIL-STD-1949 BMT Aerospace USA Inc. MIFraser USA
MIL-STD-1949 Certified Inspection Service Co. Inc. AZPhoenix USA
MIL-STD-1949 Chemresearch Company Inc. AZPhoenix USA
MIL-STD-1949 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
MIL-STD-1949 Lawrence Ripak Co. NYWest Babylon USA
MIL-STD-1949 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
MIL-STD-1949 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
MIL-STD-1949 Mistras Services CACudahy USA
MIL-STD-1949 Mistras Services CTEast Granby USA
MIL-STD-1949 New Hampshire Ball Bearing NHPeterborough USA
MIL-STD-1949 PAS Technologies AZPhoenix USA
MIL-STD-1949 Ultra Labs Inc. OHCleveland USA

MIL-STD-2000
Requirements for Soldered Electronics & Assys.

MIL-STD-2000 Sam's Electronic Technologies, Inc. CAChula Vista USA

MIL-STD-2000A
Requirements for Soldered Electronics & Assys.

MIL-STD-2000 Sam's Electronic Technologies, Inc. CAChula Vista USA

MIL-STD-2154
Ultrasonic

MIL-STD-2154 ATI Allvac NCMunroe USA
MIL-STD-2154 Hansen Aerospace, LLC MADanvers USA

MIL-STD-2175
Magnetic Particle Inspection, Nital Etch

MIL-STD-2175 Alloyweld Inspection Co. ILBensenville USA
MIL-STD-2175 Bescast, Inc. OHWilloughby USA

MIL-STD-2175 Bet Shemesh Engines Bet Shemesh ISRAEL
MIL-STD-2175 Cabiran Kibbutz Cabri ISRAEL
MIL-STD-2175 Certified Inspection Service Co. Inc. AZPhoenix USA
MIL-STD-2175 CPP - Minneapolis MNMinneapolis USA
MIL-STD-2175 Element Materials Technology - Ra CARancho Domingu USA
MIL-STD-2175 Howmet Arconic La Porte INLaporte USA
MIL-STD-2175 Impro Aero Components - Furong WUXI CHINA
MIL-STD-2175 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
MIL-STD-2175 Magellan Aerospace Inc. AZGlendale USA
MIL-STD-2175 Miller Castings CAWhittier USA
MIL-STD-2175 Mistras Services CACudahy USA
MIL-STD-2175 Mistras Services CTEast Granby USA
MIL-STD-2175 PCC Structurals - Ogden GSC Found UTOgden USA
MIL-STD-2175 PCC Structurals - San Leandro CASan Leandro USA
MIL-STD-2175 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-STD-2175 Smiths Tubular Systems - Laconia, NHLaconia USA
MIL-STD-2175 Western Aerospace Inspection CAVentura USA

MIL-STD-2175/PN16.01
Radiographic Inspection And Classificati

MIL-STD-2175 Aircraft X-Ray Laboratories CAHuntington Park USA
MIL-STD-2175 Chicago Magnesium ILBlue Island USA
MIL-STD-2175 Lawrence Ripak Co. NYWest Babylon USA
MIL-STD-2175 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
MIL-STD-2175 Miller Castings CAWhittier USA
MIL-STD-2175 Mistras - Optimus Inc. QCSt. Lambert CANADA
MIL-STD-2175 Ohio Aluminum Industries Inc. OHGarfield Heights USA

MIL-STD-2219
Fusion Welding For Aerospace Applications

MIL-STD-2219 Accurate Welding Services LLC CTWindsor Locks USA
MIL-STD-2219 Advance Welding MASpringfield USA
MIL-STD-2219 Aerofab, Division of Tube Processin INIndianapolis USA
MIL-STD-2219 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
MIL-STD-2219 Aircraft Tubular Components, Inc. FLMelbourne USA
MIL-STD-2219 Airway Welding Inc. MIJackson USA
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Specification
Spec

State/CountryCitySupplier

MIL-STD-2219 Automatic Welding CAGardena USA
MIL-STD-2219 Baz Airborne Components & Asse Misgav ISRAEL
MIL-STD-2219 Bet Shemesh Engines Bet Shemesh ISRAEL
MIL-STD-2219 China National Southern Aviation I Zhuzhow Hunan CHINA
MIL-STD-2219 Danville Metal Stamping Co., Inc. ILDanville USA
MIL-STD-2219 Endicott Precision NYEndicott USA
MIL-STD-2219 Evans Alloys CAHuntington Beac USA
MIL-STD-2219 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
MIL-STD-2219 Industria de Tuberias Aeronauticas QueretaroQueretaro MEXICO
MIL-STD-2219 ITT Aerospace Acoustic Fab Inc. LLC CAValencia USA
MIL-STD-2219 Lynn Welding CTNewington USA
MIL-STD-2219 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
MIL-STD-2219 Mastercraft Welding CASanta Ana USA
MIL-STD-2219 Mech-Tronics ILMelrose Park USA
MIL-STD-2219 Modern Industries AZPhoenix USA
MIL-STD-2219 One-Way Mfg. CAAnaheim USA
MIL-STD-2219 Paradigm Precision Turbocombust FLStuart USA
MIL-STD-2219 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-STD-2219 Precision Aerospace LLC AZPhoenix USA
MIL-STD-2219 RBC Turbine Components CASan Diego USA
MIL-STD-2219 Smiths Tubular Systems - Laconia, NHLaconia USA
MIL-STD-2219 Weldmac Mfg. Company CAEl Cajon USA

MIL-STD-2219 CL C
Weld

MIL-STD-2219 United Tool & Die CTWest Hartford USA

MIL-STD-276
Impregnation Of Porous Non-Ferrous Metal Castings

MIL-STD-276 American Industries Diversified AZPhoenix USA

MIL-STD-453
Radiographic Inspection

MIL-STD-453 Aircraft X-Ray Laboratories CAHuntington Park USA
MIL-STD-453 Bescast, Inc. OHWilloughby USA
MIL-STD-453 Certified Inspection Service Co. Inc. AZPhoenix USA
MIL-STD-453 China National Southern Aviation I Zhuzhow Hunan CHINA

MIL-STD-453 Element Materials Technology - Ra CARancho Domingu USA
MIL-STD-453 Howmet Arconic La Porte INLaporte USA
MIL-STD-453 Lawrence Ripak Co. NYWest Babylon USA
MIL-STD-453 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
MIL-STD-453 Mistras - Optimus Inc. QCSt. Lambert CANADA
MIL-STD-453 Smiths Tubular Systems - Laconia, NHLaconia USA
MIL-STD-453 Talon Test Laboratories AZPhoenix USA
MIL-STD-453 XRI Testing OHCleveland USA

MIL-STD-454
 General Guidelines For Electronic Equipment

MIL-STD-454 Sam's Electronic Technologies, Inc. CAChula Vista USA
MIL-STD-454 TTM Technologies CTStafford Springs USA

MIL-STD-6866
Inspection, Liquid Penetrant

MIL-STD-6866 Advanced Quality Group Inc. OHEast Lake USA
MIL-STD-6866 Aerospace Testing Lab CTSouth Windsor USA
MIL-STD-6866 Aircraft X-Ray Laboratories CAHuntington Park USA
MIL-STD-6866 Barry Avenue Plating CALos Angeles USA
MIL-STD-6866 Berkshire Industries MAWestfield USA
MIL-STD-6866 Bescast, Inc. OHWilloughby USA
MIL-STD-6866 Chemresearch Company Inc. AZPhoenix USA
MIL-STD-6866 China National Southern Aviation I Zhuzhow Hunan CHINA
MIL-STD-6866 Element Materials Technology - So CTSouth Windsor USA
MIL-STD-6866 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
MIL-STD-6866 Hixson Metal Finishing CANewport Beach USA
MIL-STD-6866 Howmet Arconic La Porte INLaporte USA
MIL-STD-6866 Mistras Services CACudahy USA
MIL-STD-6866 New Hampshire Ball Bearing NHPeterborough USA
MIL-STD-6866 Pacific Magnetic and Penetrant Co. CANorth Hollywood USA
MIL-STD-6866 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-STD-6866 Quality Controlled Mfg. Inc. CASantee USA

MIL-STD-7179
FINISHES, COATINGS, AND SEALANTS

MIL-STD-7179 Lubeco Inc. CALong Beach USA
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Specification
Spec

State/CountryCitySupplier

MIL-STD-7179 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
MIL-STD-7179 Omni Metal Finishing CAFountain Valley USA

MIL-STD-865
Plating, Brush Nickel

MIL-STD-865 ALP Havacılık Eskisehir TURKEY
MIL-STD-865 Modern Industries AZPhoenix USA
MIL-STD-865 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

MIL-STD-867
Temper Etch Inspection

MIL-STD-867 BE Aerospace CAWestminster USA
MIL-STD-867 Milan Tool OHCleveland USA
MIL-STD-867 Modern Industries AZPhoenix USA
MIL-STD-867 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-STD-867 Schaeffler Aerospace Canada Inc. OntarioStratford Canada

MIL-T-10727
Tin Plating; Electrodeposited Or Hot-Dip

MIL-T-10727 Hixson Metal Finishing CANewport Beach USA

MIL-W-6858
Welding,Resistance,Spot And Seam

MIL-W-6858 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
MIL-W-6858 Aerospace Welding CAChatsworth USA
MIL-W-6858 China National Southern Aviation I Zhuzhow Hunan CHINA
MIL-W-6858 Danville Metal Stamping Co., Inc. ILDanville USA
MIL-W-6858 Endicott Precision NYEndicott USA
MIL-W-6858 ITT Aerospace Acoustic Fab Inc. LLC CAValencia USA
MIL-W-6858 Lynn Welding CTNewington USA
MIL-W-6858 Mech-Tronics ILMelrose Park USA
MIL-W-6858 Modern Industries AZPhoenix USA
MIL-W-6858 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-W-6858 Precision Aerospace Components, PABensalem USA
MIL-W-6858 Thermal Structures Inc. CACorona USA
MIL-W-6858 Weldmac Mfg. Company CAEl Cajon USA

MIL-W-8604
Fusion Welding of Aluminum Alloys

MIL-W-8604 Endicott Precision NYEndicott USA
MIL-W-8604 Mastercraft Welding CASanta Ana USA
MIL-W-8604 Mech-Tronics ILMelrose Park USA
MIL-W-8604 Smiths Tubular Systems - Laconia, NHLaconia USA
MIL-W-8604 Weldmac Mfg. Company CAEl Cajon USA

MIL-W-8611
Welding Metal Arc & Gas

MIL-W-8611 Aircraft Tubular Components, Inc. FLMelbourne USA
MIL-W-8611 Alloyweld Inspection Co. ILBensenville USA
MIL-W-8611 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
MIL-W-8611 Mastercraft Welding CASanta Ana USA
MIL-W-8611 Mech-Tronics ILMelrose Park USA
MIL-W-8611 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MIL-W-8611 RBC Turbine Components CASan Diego USA
MIL-W-8611 Smiths Tubular Systems - Laconia, NHLaconia USA
MIL-W-8611 Weldmac Mfg. Company CAEl Cajon USA

MS10.25
Machining, Prehardened Free Machining Low Alloy Steel

MS10.25 Advanced Heat Treating ILLoves Park USA
MS10.25 ALP Havacılık Eskisehir TURKEY
MS10.25 BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
MS10.25 Bodycote Thermal Processing CAHuntington Park USA
MS10.25 Chendu CASanta Fe Springs USA
MS10.25 Gloucester Heat Treatment Ltd. Gloucester UK
MS10.25 Metallurgical Processing Inc. CTNew Britain USA
MS10.25 Modern Industries PAErie USA
MS10.25 Phoenix Heat Treating Inc. AZPhoenix USA
MS10.25 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
MS10.25 Progressive Steel Treating ILLoves Park USA
MS10.25 Sousa Corp. CTNewington USA
MS10.25 Specialty Steel Treating, Inc. MIFraser USA
MS10.25 Specialty Steel Treating, Inc. CTEast Granby USA
MS10.25 Thermetco Inc. QCChateauguay CANADA
MS10.25 Varco Heat Treating CAGarden Grove USA
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Specification
Spec

State/CountryCitySupplier

MS34.52-06
Lubricant, Dry Film, Heat Cured

MS34.52-06 Precision Masters ILRockford USA

MS34.52-12
Lubricant, Dry Film, Heat Cured, Lead-Fr

MS34.52-12 Sandstrom ILPort Byron USA
MS34.52-12 Tiodize CAHuntington Beac USA

NDT 2
Magnetic Particle Inspection

NDT 2 Advanced Quality Group Inc. OHEast Lake USA
NDT 2 BE Aerospace CAWestminster USA
NDT 2 New Hampshire Ball Bearing NHPeterborough USA
NDT 2 Pacific Magnetic and Penetrant Co. CANorth Hollywood USA

NDT 2 (Dowty Only)
Magnetic Particle Inspection (Dowty Only)

NDT 2 (Dowty BE Aerospace CAWestminster USA
NDT 2 (Dowty Pacific Magnetic and Penetrant Co. CANorth Hollywood USA

NDT 3
Penetrant & Magnetic Particle Inspection

NDT 3 Advanced Quality Group Inc. OHEast Lake USA
NDT 3 New Hampshire Ball Bearing NHPeterborough USA
NDT 3 Pacific Magnetic and Penetrant Co. CANorth Hollywood USA

NDT 3 (Dowty Only)
Magnetic Particle Inspection (Dowty Only)

NDT 3 (Dowty Advanced Quality Group Inc. OHEast Lake USA
NDT 3 (Dowty BE Aerospace CAWestminster USA
NDT 3 (Dowty Pacific Magnetic and Penetrant Co. CANorth Hollywood USA

NDT 6
Temper Etch Inspection

NDT 6 BE Aerospace CAWestminster USA
NDT 6 Christopher Tool & Mfg. Co. OHSolon USA

NDT 6 (Dowty Only)
Pre-Penetrant Etch (Dowty Only)

NDT 6 (Dowty Advanced Quality Group Inc. OHEast Lake USA

NDT 6 (Dowty Christopher Tool & Mfg. Co. OHSolon USA

NDT 8
Penetrant Inspection

NDT 8 Advanced Quality Group Inc. OHEast Lake USA
NDT 8 New Hampshire Ball Bearing NHPeterborough USA

NDT 8 (Dowty Only)
Penetrant Inspection (Dowty Only)

NDT 8 (Dowty Advanced Quality Group Inc. OHEast Lake USA

P256
Penetrant Inspection

P256 Advanced Quality Group Inc. OHEast Lake USA
P256 China National Southern Aviation I Zhuzhow Hunan CHINA
P256 New Hampshire Ball Bearing NHPeterborough USA
P256 Pacific Magnetic and Penetrant Co. CANorth Hollywood USA
P256 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN 16.04 Class D
Mag Particle Inspection

PN 16.04 Class Milan Tool OHCleveland USA

PN 16.05
Temper Etch

PN 16.05 Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN 16.05 Sandray ILRockford USA

PN05.15
Fusion Welding

PN05.15 China National Southern Aviation I Zhuzhow Hunan CHINA
PN05.15 Corry Mfg. Co. PACorry USA
PN05.15 CPP - Pomona CAPomona USA
PN05.15 Eaton Aerospace Group (Aeroquip GAEastanollee USA
PN05.15 Endicott Precision NYEndicott USA
PN05.15 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
PN05.15 Joined Alloys AZPhoenix USA
PN05.15 Magellan Aerospace Inc. AZGlendale USA
PN05.15 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
PN05.15 Mastercraft Welding CASanta Ana USA
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Specification
Spec

State/CountryCitySupplier

PN05.15 Mech-Tronics ILMelrose Park USA
PN05.15 Modern Industries AZPhoenix USA
PN05.15 One-Way Mfg. CAAnaheim USA
PN05.15 PCC Structurals - Ogden GSC Found UTOgden USA
PN05.15 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN05.15 Precise Metal Products Co. AZPhoenix USA
PN05.15 Precision Aerospace Components, PABensalem USA
PN05.15 Smiths Tubular Systems - Laconia, NHLaconia USA
PN05.15 Weldmac Mfg. Company CAEl Cajon USA

PN05.17
Welding ,Electron Beam

PN05.17 China National Southern Aviation I Zhuzhow Hunan CHINA
PN05.17 Modern Industries AZTempe USA
PN05.17 Special Welding Services (SWS-Tri MISaginaw USA

PN05.19
Fusion Welding (Non-Critical)

PN05.19 Mech-Tronics ILMelrose Park USA

PN05.29
Fusion Welding and Weld Repair

PN05.29 Bescast, Inc. OHWilloughby USA
PN05.29 Chicago Magnesium ILBlue Island USA
PN05.29 CPP - Pomona CAPomona USA
PN05.29 F&B AZPhoenix USA
PN05.29 Magellan Aerospace Inc. AZGlendale USA
PN05.29 Mastercraft Welding CASanta Ana USA

PN05.29-08
Fusion Welding and Weld Repair

PN05.29-08 Bescast, Inc. OHWilloughby USA
PN05.29-08 Chicago Magnesium ILBlue Island USA
PN05.29-08 CPP - Pomona CAPomona USA
PN05.29-08 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
PN05.29-08 Magellan Aerospace Inc. AZGlendale USA
PN05.29-08 Mastercraft Welding CASanta Ana USA

PN05.41
Brazing and Soldering

PN05.41 Aircraft Tubular Components, Inc. FLMelbourne USA
PN05.41 Bodycote Thermal Processing CARancho Domingu USA
PN05.41 China National Southern Aviation I Zhuzhow Hunan CHINA
PN05.41 Endicott Precision NYEndicott USA
PN05.41 Industria de Tuberias Aeronauticas QueretaroQueretaro MEXICO
PN05.41 Joined Alloys AZPhoenix USA
PN05.41 One-Way Mfg. CAAnaheim USA
PN05.41 Pratt & Whitney Aerotech Mfg. Co. Chengdu CHINA
PN05.41 Precise Metal Products Co. AZPhoenix USA
PN05.41 Smiths Tubular Systems - Laconia, NHLaconia USA
PN05.41 Tube Specialties Inc. AZTempe USA
PN05.41 Westfield CAOrange USA

PN05.41-05
Brazing or Welding Copper Wire

PN05.41-05 Smiths Tubular Systems - Laconia, NHLaconia USA

PN07.40
EDM

PN07.40 Berkshire Industries MAWestfield USA
PN07.40 Christopher Tool & Mfg. Co. OHSolon USA
PN07.40 Gentz Industries LLC -MB Aerospac MIWarren USA
PN07.40 Hamilton Sundstrand Pacific Aeros 11 Changi North Singapore
PN07.40 Hamilton Sundstrand Wroclaw Wroclaw POLAND
PN07.40 Hohman AZTempe USA
PN07.40 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN07.40 Primeway Tool & Eng. MIMadison Heights USA
PN07.40 Quality Controlled Mfg. Inc. CASantee USA
PN07.40 Quality EDM Inc. CAAnaheim USA
PN07.40 Titan Engineering and Automation Tamil Nadu INDIA

PN07.41
Machining, Electrochemical (Ecm)

PN07.41 Danville Metal Stamping Co., Inc. ILDanville USA
PN07.41 Hamilton Sundstrand Pacific Aeros 11 Changi North Singapore
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Specification
Spec

State/CountryCitySupplier

PN07.41 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN07.42
Thermal Cutting (Laser)

PN07.42 Precise Metal Products Co. AZPhoenix USA

PN09.0000-A-1
Heat Treatment of Aluminum (Aging Only)

PN09.0000-A- Bescast, Inc. OHWilloughby USA

PN09.0000-SR-1
Heat Treat, Stress Relieve

PN09.0000-SR- Bodycote Thermal Processing CAHuntington Park USA
PN09.0000-SR- Hohman Plating & Mfg. Inc. OHDayton USA
PN09.0000-SR- Hoosier Spring Company Inc. INSouth Bend USA
PN09.0000-SR- MB Aerospace - Kalisz Kalisz POLAND

PN09.0000-SR-2
Heat Treat, Stress Relieve

PN09.0000-SR- Bodycote Thermal Processing CAHuntington Park USA
PN09.0000-SR- Hohman Plating & Mfg. Inc. OHDayton USA
PN09.0000-SR- Hoosier Spring Company Inc. INSouth Bend USA
PN09.0000-SR- MB Aerospace - Kalisz Kalisz POLAND

PN09.0000-SR-3
Heat Treat, Stress Relieve

PN09.0000-SR- Hohman Plating & Mfg. Inc. OHDayton USA

PN09.0000-SR-5
Heat Treatment, Stress/Embrittlement Relief Bake

PN09.0000-SR- ALP Havacılık Eskisehir TURKEY
PN09.0000-SR- Bodycote Thermal Processing CAHuntington Park USA
PN09.0000-SR- Bowmill Metal Treatment, Ltd. Dorset United Kingdom
PN09.0000-SR- Hoosier Spring Company Inc. INSouth Bend USA
PN09.0000-SR- MB Aerospace - Kalisz Kalisz POLAND
PN09.0000-SR- Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
PN09.0000-SR- Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.0000-SR-5 
Stress Relieve And Embrittlement Relief

PN09.0000-SR- BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA

PN09.0000-SR- Continental Heat Treat CASanta Fe Springs USA
PN09.0000-SR- Hohman Plating & Mfg. Inc. OHDayton USA

PN09.1070-HD-5
Harden and Draw

PN09.1070-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.1070-HD Hightemp Aerospace Pvt. Ltd. KarnatakaBangalore INDIA

PN09.13-8MO-PH
Precipitation Harden

PN09.13-8MO- Bodycote Thermal Processing CAHuntington Park USA
PN09.13-8MO- Continental Heat Treat CASanta Fe Springs USA
PN09.13-8MO- Hamilton Sundstrand Wroclaw Wroclaw POLAND
PN09.13-8MO- MB Aerospace - Kalisz Kalisz POLAND
PN09.13-8MO- MB Aerospace - Tajecina Jasionka POLAND
PN09.13-8MO- Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.13-8MO-PH2
Precipitation Harden

PN09.13-8MO- Bodycote Thermal Processing CAHuntington Park USA
PN09.13-8MO- Continental Heat Treat CASanta Fe Springs USA
PN09.13-8MO- MB Aerospace - Kalisz Kalisz POLAND
PN09.13-8MO- MB Aerospace - Tajecina Jasionka POLAND
PN09.13-8MO- Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.17-4-PH
Heat Treatment, Precipitation-Hardening

PN09.17-4-PH Advanced Heat Treating ILLoves Park USA
PN09.17-4-PH Bescast, Inc. OHWilloughby USA
PN09.17-4-PH Bodycote Thermal Processing CAHuntington Park USA
PN09.17-4-PH Certified Steel Treating Corp. CALos Angeles USA
PN09.17-4-PH Hamilton Sundstrand Wroclaw Wroclaw POLAND
PN09.17-4-PH Hoosier Spring Company Inc. INSouth Bend USA
PN09.17-4-PH Hoosier Spring Company Inc. INSouth Bend USA
PN09.17-4-PH Impro Aero Components - Furong WUXI CHINA
PN09.17-4-PH MB Aerospace - Kalisz Kalisz POLAND
PN09.17-4-PH MB Aerospace - Tajecina Jasionka POLAND
PN09.17-4-PH O&W Heat Treat CTSouth Windsor USA
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Specification
Spec

State/CountryCitySupplier

PN09.17-4-PH PCC Structurals - Ogden GSC Found UTOgden USA
PN09.17-4-PH Phoenix Heat Treating Inc. AZPhoenix USA
PN09.17-4-PH Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
PN09.17-4-PH Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.17-4-PH Progressive Steel Treating ILLoves Park USA

PN09.17-4-PH-1
Heat Treatment, Precipitation-Hardening

PN09.17-4-PH- Advanced Heat Treating ILLoves Park USA
PN09.17-4-PH- ALP Havacılık Eskisehir TURKEY
PN09.17-4-PH- Bescast, Inc. OHWilloughby USA
PN09.17-4-PH- Bodycote Thermal Processing CAHuntington Park USA
PN09.17-4-PH- MB Aerospace - Kalisz Kalisz POLAND
PN09.17-4-PH- MB Aerospace - Tajecina Jasionka POLAND
PN09.17-4-PH- Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.17-4-PH- Progressive Steel Treating ILLoves Park USA

PN09.17-4-PH-2
Heat Treatment, Precipitation-Hardening

PN09.17-4-PH- ALP Havacılık Eskisehir TURKEY
PN09.17-4-PH- Bescast, Inc. OHWilloughby USA
PN09.17-4-PH- Bodycote Thermal Processing CAHuntington Park USA
PN09.17-4-PH- Bodycote Thermal Processing CAHuntington Park USA
PN09.17-4-PH- Hoosier Spring Company Inc. INSouth Bend USA
PN09.17-4-PH- MB Aerospace - Kalisz Kalisz POLAND
PN09.17-4-PH- Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.17-4-PH-3
Heat Treatment, Precipitation-Hardening

PN09.17-4-PH- Advanced Heat Treating ILLoves Park USA
PN09.17-4-PH- ALP Havacılık Eskisehir TURKEY
PN09.17-4-PH- Bescast, Inc. OHWilloughby USA
PN09.17-4-PH- Bodycote Thermal Processing CAHuntington Park USA
PN09.17-4-PH- Bodycote Thermal Processing CAHuntington Park USA
PN09.17-4-PH- MB Aerospace - Kalisz Kalisz POLAND
PN09.17-4-PH- MB Aerospace - Tajecina Jasionka POLAND
PN09.17-4-PH- O&W Heat Treat CTSouth Windsor USA

PN09.17-4-PH- Phoenix Heat Treating Inc. AZPhoenix USA
PN09.17-4-PH- Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.17-4-PH- Progressive Steel Treating ILLoves Park USA
PN09.17-4-PH- Sousa Corp. CTNewington USA
PN09.17-4-PH- Therelek Engineers Pvt. Ltd. KarnatakaBangalore INDIA

PN09.17-4-PH-4
Heat Treatment, Precipitation-Hardening

PN09.17-4-PH- ALP Havacılık Eskisehir TURKEY
PN09.17-4-PH- Bescast, Inc. OHWilloughby USA
PN09.17-4-PH- BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
PN09.17-4-PH- Bodycote Thermal Processing CAHuntington Park USA
PN09.17-4-PH- Hoosier Spring Company Inc. INSouth Bend USA
PN09.17-4-PH- MB Aerospace - Kalisz Kalisz POLAND
PN09.17-4-PH- MB Aerospace - Tajecina Jasionka POLAND
PN09.17-4-PH- Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.17-4-PH-5
Heat Treatment, Precipitation-Hardening

PN09.17-4-PH- ALP Havacılık Eskisehir TURKEY
PN09.17-4-PH- Bescast, Inc. OHWilloughby USA
PN09.17-4-PH- Bodycote Thermal Processing CAHuntington Park USA
PN09.17-4-PH- Hoosier Spring Company Inc. INSouth Bend USA
PN09.17-4-PH- MB Aerospace - Kalisz Kalisz POLAND
PN09.17-4-PH- MB Aerospace - Tajecina Jasionka POLAND
PN09.17-4-PH- Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.17-4-PH-6
Heat Treatment, Precipitation Hardening

PN09.17-4-PH- Bescast, Inc. OHWilloughby USA
PN09.17-4-PH- Bodycote Thermal Processing CAHuntington Park USA
PN09.17-4-PH- Hoosier Spring Company Inc. INSouth Bend USA
PN09.17-4-PH- MB Aerospace - Kalisz Kalisz POLAND
PN09.17-4-PH- MB Aerospace - Tajecina Jasionka POLAND
PN09.17-4-PH- Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.17-4-PH-7
Heat Treatment, Precipitation-Hardening
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Specification
Spec

State/CountryCitySupplier

PN09.17-4-PH- ALP Havacılık Eskisehir TURKEY
PN09.17-4-PH- Bescast, Inc. OHWilloughby USA
PN09.17-4-PH- Bodycote Thermal Processing CAHuntington Park USA
PN09.17-4-PH- Bolts Metallizing Curtis-Wright Surf AZPhoenix USA
PN09.17-4-PH- Hamilton Sundstrand Wroclaw Wroclaw POLAND
PN09.17-4-PH- Hoosier Spring Company Inc. INSouth Bend USA
PN09.17-4-PH- Hy-Vac Technologies, Inc. MIDetroit USA
PN09.17-4-PH- Joined Alloys AZPhoenix USA
PN09.17-4-PH- MB Aerospace - Kalisz Kalisz POLAND
PN09.17-4-PH- MB Aerospace - Tajecina Jasionka POLAND
PN09.17-4-PH- Modern Industries PAErie USA
PN09.17-4-PH- Phoenix Heat Treating Inc. AZPhoenix USA
PN09.17-4-PH- Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.17-4-PH- Specialty Steel Treating, Inc. MIFraser USA
PN09.17-4-PH- Thermetco Inc. QCChateauguay CANADA

PN09.17-4-PH-8
Heat Treatment, Precipitation Hardening

PN09.17-4-PH- Bescast, Inc. OHWilloughby USA
PN09.17-4-PH- Bodycote Thermal Processing CAHuntington Park USA
PN09.17-4-PH- MB Aerospace - Kalisz Kalisz POLAND
PN09.17-4-PH- MB Aerospace - Tajecina Jasionka POLAND
PN09.17-4-PH- Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.17-7-PH
Heat Treatment, Precipitation Hardening

PN09.17-7-PH Bodycote Thermal Processing CAHuntington Park USA
PN09.17-7-PH MB Aerospace - Kalisz Kalisz POLAND
PN09.17-7-PH MB Aerospace - Tajecina Jasionka POLAND

PN09.410-HD-2
Heat Treat Specification Harden and Draw

PN09.410-HD- Aremac Heat Treating CACity Of Industry USA
PN09.410-HD- Aremac Heat Treating - East GAEastman USA
PN09.410-HD- Bodycote Thermal Processing CAHuntington Park USA
PN09.410-HD- Certified Metal Craft Inc. CAEl Cajon USA
PN09.410-HD- Progressive Steel Treating ILLoves Park USA

PN09.410-HD- Varco Heat Treating CAGarden Grove USA

PN09.4130-HD
Heat Treat Specification Harden and Draw

PN09.4130-HD Advanced Heat Treating ILLoves Park USA
PN09.4130-HD ALP Havacılık Eskisehir TURKEY
PN09.4130-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.4130-HD Certified Steel Treating Corp. CALos Angeles USA
PN09.4130-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE

PN09.4130-HD/HD-SF
Heat Treat Specification Harden and Draw

PN09.4130-HD ALP Havacılık Eskisehir TURKEY

PN09.4130-HD-5
Heat Treat Specification Harden and Draw

PN09.4130-HD Advanced Heat Treating ILLoves Park USA
PN09.4130-HD Progressive Steel Treating ILLoves Park USA

PN09.4140-HD
Heat Treat Specification Harden and Draw

PN09.4140-HD Advanced Heat Treating ILLoves Park USA
PN09.4140-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.4140-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.4140-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.4140-HD Progressive Steel Treating ILLoves Park USA

PN09.4140-HD-1
Heat Treat Specification Harden and Draw

PN09.4140-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.4140-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.4140-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.4140-HD-10
Heat Treat Specification Harden and Draw

PN09.4140-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.4140-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.4140-HD-2
Heat Treat Specification Harden and Draw

PN09.4140-HD Bodycote Thermal Processing CAHuntington Park USA
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Specification
Spec

State/CountryCitySupplier

PN09.4140-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.4140-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.4140-HD-3
Heat Treat Specification Harden and Draw

PN09.4140-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.4140-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.4140-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.4140-HD Progressive Steel Treating ILLoves Park USA

PN09.4140-HD-4
Heat Treat Specification Harden and Draw

PN09.4140-HD Advanced Heat Treating ILLoves Park USA
PN09.4140-HD Aremac Heat Treating CACity Of Industry USA
PN09.4140-HD Bodycote - Vernon CAVernon USA
PN09.4140-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.4140-HD Certified Steel Treating Corp. CALos Angeles USA
PN09.4140-HD Chendu CASanta Fe Springs USA
PN09.4140-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.4140-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.4140-HD Metallurgical Processing Inc. CTNew Britain USA
PN09.4140-HD Ohio Metallurgical OHElyria USA
PN09.4140-HD Phoenix Heat Treating Inc. AZPhoenix USA
PN09.4140-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.4140-HD Progressive Steel Treating ILLoves Park USA
PN09.4140-HD Sousa Corp. CTNewington USA
PN09.4140-HD Varco Heat Treating CAGarden Grove USA

PN09.4140-HD-5
Heat Treat Specification Harden and Draw

PN09.4140-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.4140-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.4140-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.4140-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.4140-HD-6
Heat Treat Specification Harden and Draw

PN09.4140-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE

PN09.4140-HD Metallurgical Processing Inc. CTNew Britain USA
PN09.4140-HD Modern Industries PAErie USA
PN09.4140-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.4140-HD Progressive Steel Treating ILLoves Park USA
PN09.4140-HD Sousa Corp. CTNewington USA
PN09.4140-HD Specialty Steel Treating, Inc. MIFraser USA

PN09.4140-HD-7
Heat Treat Specification Harden and Draw

PN09.4140-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.4140-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.4140-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.4140-HD-8
Heat Treat Specification Harden and Draw

PN09.4140-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.4140-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.4140-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.4140-HD Sousa Corp. CTNewington USA

PN09.4140-HD-9
Heat Treat Specification Harden and Draw

PN09.4140-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.4140-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.4140-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.4140-HD-SP
Heat Treat Specification Harden and Draw

PN09.4140-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.4140-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.4140-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.4340-HD
Heat Treat Specification Harden and Draw

PN09.4340-HD Advanced Heat Treating ILLoves Park USA
PN09.4340-HD BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
PN09.4340-HD BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
PN09.4340-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.4340-HD Certified Steel Treating Corp. CALos Angeles USA
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Specification
Spec

State/CountryCitySupplier

PN09.4340-HD Phoenix Heat Treating Inc. AZPhoenix USA
PN09.4340-HD Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
PN09.4340-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.4340-HD Progressive Steel Treating ILLoves Park USA

PN09.4340-HD-1
Heat Treat Specification Harden and Draw

PN09.4340-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.4340-HD Certified Steel Treating Corp. CALos Angeles USA
PN09.4340-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.4340-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.4340-HD-2
Heat Treat Specification Harden and Draw

PN09.4340-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.4340-HD Certified Steel Treating Corp. CALos Angeles USA
PN09.4340-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.4340-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.4340-HD-3
Heat Treat Specification Harden and Draw

PN09.4340-HD Advanced Heat Treating ILLoves Park USA
PN09.4340-HD Blanchard Metal Processing UTSalt Lake City USA
PN09.4340-HD BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
PN09.4340-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.4340-HD Certified Steel Treating Corp. CALos Angeles USA
PN09.4340-HD Continental Heat Treat CASanta Fe Springs USA
PN09.4340-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.4340-HD Hamilton Sundstrand York NEYork USA
PN09.4340-HD Ohio Metallurgical OHElyria USA
PN09.4340-HD Phoenix Heat Treating Inc. AZPhoenix USA
PN09.4340-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.4340-HD Progressive Steel Treating ILLoves Park USA
PN09.4340-HD Sousa Corp. CTNewington USA
PN09.4340-HD Specialty Steel Treating, Inc. MIFraser USA

PN09.4340-HD-4
Heat Treat, Harden And Draw

PN09.4340-HD BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA

PN09.4340-HD-5
Heat Treat Specification Harden and Draw

PN09.4340-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.4340-HD Certified Steel Treating Corp. CALos Angeles USA
PN09.4340-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.4340-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.4340-HD-6
Heat Treat Specification Harden and Draw

PN09.4340-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.4340-HD Certified Steel Treating Corp. CALos Angeles USA
PN09.4340-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.4340-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.4340-HD-8
Heat Treat Specification Harden and Draw

PN09.4340-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.4340-HD Certified Steel Treating Corp. CALos Angeles USA
PN09.4340-HD Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.4340-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.4340-HD-SP
Heat Treat Specification Harden and Draw

PN09.4340-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.4340-HD Certified Steel Treating Corp. CALos Angeles USA
PN09.4340-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.4340-HD Progressive Steel Treating ILLoves Park USA
PN09.4340-HD Thermetco Inc. QCChateauguay CANADA

PN09.440F-H-1
Heat Treat Specification Harden and Draw

PN09.440F-H- MB Aerospace - Kalisz Kalisz POLAND

PN09.440F-HD
Heat Treat Specification Harden and Draw

PN09.440F-HD MB Aerospace - Kalisz Kalisz POLAND

PN09.440-HFD
Heat Treat Specification Harden and Draw
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Spec

State/CountryCitySupplier

PN09.440-HFD Advanced Heat Treating ILLoves Park USA
PN09.440-HFD Bodycote Thermal Processing CAHuntington Park USA
PN09.440-HFD MB Aerospace - Kalisz Kalisz POLAND
PN09.440-HFD Progressive Steel Treating ILLoves Park USA

PN09.440-HFD-1
Heat Treat Specification Harden and Draw

PN09.440-HFD Bodycote Thermal Processing CAHuntington Park USA
PN09.440-HFD Bodycote Thermal Processing CAHuntington Park USA
PN09.440-HFD MB Aerospace - Kalisz Kalisz POLAND

PN09.4615-CH
Carburizing

PN09.4615-CH BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
PN09.4615-CH Bodycote Thermal Processing CAHuntington Park USA

PN09.52100-HD-3
Heat Treat Specification Harden and Temper

PN09.52100-H Thermetco Inc. QCChateauguay CANADA

PN09.52100-HDF
Heat Treat Spec Harden & Deep Freeze

PN09.52100-H Bodycote Thermal Processing CAHuntington Park USA
PN09.52100-H Continental Heat Treat CASanta Fe Springs USA

PN09.52100-HDF-2
Heat Treat Spec Harden & Deep Freeze

PN09.52100-H Bodycote Thermal Processing CAHuntington Park USA
PN09.52100-H Continental Heat Treat CASanta Fe Springs USA

PN09.52100-HF
Heat Treat Specification Harden And Deep

PN09.52100-H Bodycote Thermal Processing CAHuntington Park USA
PN09.52100-H Metallurgical Processing Inc. CTNew Britain USA

PN09.52100-HF-1
Heat Treat, Harden and Freeze

PN09.52100-H Metcor Inc. QuebecSt-Eustache CANADA
PN09.52100-H Modern Industries PAErie USA

PN09.52100-MF11
Heat Treat Specification Marquench and Deep Freeze

PN09.52100- Bodycote Thermal Processing CAHuntington Park USA

PN09.52100-MF-7
Heat Treat Specification Marquench And D

PN09.52100- Bodycote Thermal Processing CAHuntington Park USA
PN09.52100- Specialty Steel Treating, Inc. MIFraser USA

PN09.5616-HD-1
Heat Treat, Harden And Draw

PN09.5616-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.5616-HD Certified Steel Treating Corp. CALos Angeles USA
PN09.5616-HD MB Aerospace - Kalisz Kalisz POLAND
PN09.5616-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.5616-HD-2
Heat Treat, Harden And Draw

PN09.5616-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.5616-HD MB Aerospace - Kalisz Kalisz POLAND
PN09.5616-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.5616-HD-3
Heat Treat, Harden And Draw

PN09.5616-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.5616-HD MB Aerospace - Kalisz Kalisz POLAND
PN09.5616-HD Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.6308-CHDF
Carburize, Harden And Draw

PN09.6308-CH Continental Heat Treat CASanta Fe Springs USA
PN09.6308-CH Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND

PN09.6419-H2D
Heat Treat Specification Harden And Double Draw

PN09.6419-H2 Bodycote Thermal Processing CAHuntington Park USA
PN09.6419-H2 Continental Heat Treat CASanta Fe Springs USA
PN09.6419-H2 Hamilton Sundstrand Special Proce CTWindsor Locks USA
PN09.6419-H2 MB Aerospace - Kalisz Kalisz POLAND
PN09.6419-H2 Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
PN09.6419-H2 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.6419-H2 Specialty Steel Treating, Inc. MIFraser USA

Tuesday, October 14, 2025 Page 62 of 80 

This document contains no technical data subject to the EAR or the ITAR
Pratt & Whitney Proprietary – Subject to restrictions on first page.

COPIES PRINTED FROM THE ON-LINE SYSTEM ARE CONSIDERED UNCONTROLLED



Pr
at

t &
 W

hi
tn

ey
 P

ro
pr

ie
ta

ry
 - 

Su
bj

ec
t t

o 
th

e 
re

st
ric

tio
n 

on
 th

e 
tit

le
 o

r c
ov

er
 p

ag
e

Specification
Spec

State/CountryCitySupplier

PN09.6419-H2D-1
Heat Treat Specification Harden And Double Draw

PN09.6419-H2 BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
PN09.6419-H2 Bodycote Thermal Processing CAHuntington Park USA
PN09.6419-H2 Continental Heat Treat CASanta Fe Springs USA
PN09.6419-H2 Engineered Heat Treat Inc. MIMadison Heights USA
PN09.6419-H2 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.6419-H2 Specialty Steel Treating, Inc. MIFraser USA

PN09.6419-H2D-2
Heat Treat Specification Harden And Double Draw

PN09.6419-H2 BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
PN09.6419-H2 Bodycote Thermal Processing CAHuntington Park USA
PN09.6419-H2 Continental Heat Treat CASanta Fe Springs USA

PN09.9310-CHDF
Heat Treat Carburize, Harden, And Deep Freeze

PN09.9310-CH Bodycote Thermal Processing CAHuntington Park USA
PN09.9310-CH Continental Heat Treat CASanta Fe Springs USA
PN09.9310-CH Engineered Heat Treat Inc. MIMadison Heights USA
PN09.9310-CH Hamilton Sundstrand Special Proce CTWindsor Locks USA
PN09.9310-CH Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
PN09.9310-CH Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.9310-CH Specialty Steel Treating, Inc. MIFraser USA

PN09.9310-CHDF SP
Carburize And Harden

PN09.9310-CH Bodycote Thermal Processing CAHuntington Park USA
PN09.9310-CH Continental Heat Treat CASanta Fe Springs USA
PN09.9310-CH Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.9310-CHDF11
Heat Treat Specification Carburize, Hard

PN09.9310-CH Aremac Heat Treating CACity Of Industry USA
PN09.9310-CH Engineered Heat Treat Inc. MIMadison Heights USA
PN09.9310-CH Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.9310-CH Phoenix Heat Treating Inc. AZPhoenix USA
PN09.9310-CH Specialty Steel Treating, Inc. MIFraser USA

PN09.9310-CHDF12
Heat Treat Specification Carburize, Hard

PN09.9310-CH Bodycote Thermal Processing CAHuntington Park USA
PN09.9310-CH Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.9310-CHDF14
Heat Treat Specification Carburize, Hard

PN09.9310-CH Bodycote Thermal Processing CAHuntington Park USA
PN09.9310-CH Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.9310-CHDF15
Heat Treat Specification Carburize, Hard

PN09.9310-CH Aremac Heat Treating CACity Of Industry USA
PN09.9310-CH Engineered Heat Treat Inc. MIMadison Heights USA
PN09.9310-CH Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN09.9310-CH Specialty Steel Treating, Inc. MIFraser USA

PN09.9310-CHDFSP
Heat Treat Specification Carburize, Hard

PN09.9310-CH Specialty Steel Treating, Inc. MIFraser USA

PN09.9315-CA
Heat Treat, Carburize And Anneal

PN09.9315-CA Bodycote Thermal Processing CAHuntington Park USA
PN09.9315-CA Continental Heat Treat CASanta Fe Springs USA

PN09.9315-CASP
Heat Treat Specification Carburize and A

PN09.9315-CA Engineered Heat Treat Inc. MIMadison Heights USA

PN09.9315-CHF-11
Carburize, Harden, Deep Freeze Stabilize

PN09.9315-CH Advanced Heat Treating ILLoves Park USA
PN09.9315-CH Bodycote Thermal Processing CAHuntington Park USA
PN09.9315-CH Continental Heat Treat CASanta Fe Springs USA
PN09.9315-CH Engineered Heat Treat Inc. MIMadison Heights USA
PN09.9315-CH Metallurgical Processing Inc. CTNew Britain USA
PN09.9315-CH Phoenix Heat Treating Inc. AZPhoenix USA
PN09.9315-CH Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.9315-CH Progressive Steel Treating ILLoves Park USA
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Specification
Spec

State/CountryCitySupplier

PN09.9315-CH Sousa Corp. CTNewington USA
PN09.9315-CH Specialty Steel Treating, Inc. MIFraser USA

PN09.9315-CHF-12
Heat Treat Specification Carburize, Hard

PN09.9315-CH Bodycote Thermal Processing CAHuntington Park USA
PN09.9315-CH Continental Heat Treat CASanta Fe Springs USA
PN09.9315-CH Engineered Heat Treat Inc. MIMadison Heights USA
PN09.9315-CH Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.9315-CH Specialty Steel Treating, Inc. MIFraser USA

PN09.9315-CHF-13
Heat Treat Specification Carburize, Hard

PN09.9315-CH Bodycote Thermal Processing CAHuntington Park USA
PN09.9315-CH Continental Heat Treat CASanta Fe Springs USA
PN09.9315-CH Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.9315-CHF-14
Heat Treat Specification Carburize, Hard

PN09.9315-CH Bodycote Thermal Processing CAHuntington Park USA
PN09.9315-CH Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.9315-CHF-16
Heat Treat Specification Carburize, Hard

PN09.9315-CH Bodycote Thermal Processing CAHuntington Park USA
PN09.9315-CH Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.9315-CH Specialty Steel Treating, Inc. MIFraser USA

PN09.9315-CHF-2
Carburize, Harden, Deep Freeze Stabilize

PN09.9315-CH Advanced Heat Treating ILLoves Park USA
PN09.9315-CH BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
PN09.9315-CH Bodycote Thermal Processing CAHuntington Park USA
PN09.9315-CH Certified Metal Craft Inc. CAEl Cajon USA
PN09.9315-CH Continental Heat Treat CASanta Fe Springs USA
PN09.9315-CH Continental Heat Treat CASanta Fe Springs USA
PN09.9315-CH Engineered Heat Treat Inc. MIMadison Heights USA
PN09.9315-CH Hamilton Sundstrand Special Proce CTWindsor Locks USA
PN09.9315-CH Ohio Metallurgical OHElyria USA

PN09.9315-CH Phoenix Heat Treating Inc. AZPhoenix USA
PN09.9315-CH Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
PN09.9315-CH Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.9315-CH Progressive Steel Treating ILLoves Park USA
PN09.9315-CH Specialty Steel Treating, Inc. MIFraser USA

PN09.9315-CHF-22
Heat Treat Specification Carburize, Hard

PN09.9315-CH Bodycote Thermal Processing CAHuntington Park USA
PN09.9315-CH Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.9315-CHF-24
Heat Treat Specification Carburize, Hard

PN09.9315-CH Bodycote Thermal Processing CAHuntington Park USA
PN09.9315-CH Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN09.9315-CHF-SP
Heat Treat Specification Carburize, Hard

PN09.9315-CH Bodycote Thermal Processing CAHuntington Park USA
PN09.9315-CH Certified Metal Craft Inc. CAEl Cajon USA
PN09.9315-CH Ohio Metallurgical OHElyria USA
PN09.9315-CH Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN09.9315-CH Progressive Steel Treating ILLoves Park USA
PN09.9315-CH Specialty Steel Treating, Inc. MIFraser USA

PN09.9315-CHF-SPEC
Heat Treat Specification Carburize, Harden, Deep freezeStabilize, SPEC

PN09.9315-CH Engineered Heat Treat Inc. MIMadison Heights USA
PN09.9315-CH Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND

PN09.9315-HD
Heat Treat, Harden And Draw

PN09.9315-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.9315-HD Continental Heat Treat CASanta Fe Springs USA
PN09.9315-HD Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND

PN09.9315-HD-SP
Heat Treat, Harden And Draw

PN09.9315-HD Bodycote Thermal Processing CAHuntington Park USA
PN09.9315-HD Continental Heat Treat CASanta Fe Springs USA
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Spec

State/CountryCitySupplier

PN09.CP10V-CN
Heat Treat, Nitride

PN09.CP10V-C Bodycote Thermal Processing CAHuntington Park USA
PN09.CP10V-C Continental Heat Treat CASanta Fe Springs USA

PN09.CRES-CN-4
Heat Treat Specification Nitride

PN09.CRES-CN Advanced Heat Treating ILLoves Park USA
PN09.CRES-CN Aremac Heat Treating CACity Of Industry USA
PN09.CRES-CN Aremac Heat Treating - East GAEastman USA
PN09.CRES-CN Bodycote Thermal Processing CAHuntington Park USA
PN09.CRES-CN Bodycote Thermal Processing CAHuntington Park USA
PN09.CRES-CN Continental Heat Treat CASanta Fe Springs USA
PN09.CRES-CN Engineered Heat Treat Inc. MIMadison Heights USA
PN09.CRES-CN Specialty Steel Treating, Inc. MIFraser USA

PN09.CV10V-H2D3
Heat Treat, Harden And Double Draw

PN09.CV10V-H Bodycote Thermal Processing CAHuntington Park USA

PN09.HWDS-CN
Heat Treat Specification Gas Nitride

PN09.HWDS-C Bodycote Thermal Processing CAHuntington Park USA
PN09.HWDS-C Specialty Steel Treating, Inc. MIFraser USA

PN09.HWDS-CN-1
Heat Treat Gas Nitride

PN09.HWDS-C Engineered Heat Treat Inc. MIMadison Heights USA

PN09.HWDS-CN-11
Heat Treat Specification Gas Nitride

PN09.HWDS-C Blanchard Metal Processing UTSalt Lake City USA
PN09.HWDS-C Bodycote Thermal Processing CAHuntington Park USA
PN09.HWDS-C Engineered Heat Treat Inc. MIMadison Heights USA
PN09.HWDS-C Hamilton Sundstrand Special Proce CTWindsor Locks USA
PN09.HWDS-C Metallurgical Processing Inc. CTNew Britain USA
PN09.HWDS-C Specialty Steel Treating, Inc. MIFraser USA

PN09.HWDS-H2D-1
Heat Treat Specification Harden And Double Draw

PN09.HWDS-H Advanced Heat Treating ILLoves Park USA
PN09.HWDS-H Bodycote Thermal Processing CAHuntington Park USA
PN09.HWDS-H Continental Heat Treat CASanta Fe Springs USA
PN09.HWDS-H Metallurgical Processing Inc. CTNew Britain USA
PN09.HWDS-H Phoenix Heat Treating Inc. AZPhoenix USA
PN09.HWDS-H Progressive Steel Treating ILLoves Park USA

PN09.HWDS-H3D
Heat Treatment Of Steel Raw Materials

PN09.HWDS-H Bodycote - Vernon CAVernon USA
PN09.HWDS-H Bodycote Thermal Processing CAHuntington Park USA
PN09.HWDS-H Bodycote Thermal Processing CAHuntington Park USA
PN09.HWDS-H Certified Metal Craft Inc. CAEl Cajon USA
PN09.HWDS-H Continental Heat Treat CASanta Fe Springs USA
PN09.HWDS-H Phoenix Heat Treating Inc. AZPhoenix USA
PN09.HWDS-H Varco Heat Treating CAGarden Grove USA
PN09.HWDS-H Westfield CAOrange USA

PN09.PREFACE
Preface Heat Treat Specification System

PN09.PREFACE Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND

PN099310-CHDF
Heat Treat Specification Carburize, Hard

PN099310-CH Engineered Heat Treat Inc. MIMadison Heights USA

PN099310-CHDF11
Carburize, Harden, Direct Deep Freeze, Stabilize

PN099310-CH Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND

PN099310-CHDF-SP
Carburize, Harden, Direct Deep Freeze, Stabilize

PN099310-CH Engineered Heat Treat Inc. MIMadison Heights USA
PN099310-CH Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND

PN12.02
Impregnation Of Castings

PN12.02 American Industries Diversified AZPhoenix USA

PN12.03
Hot Isostatic Pressing Of Castings
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Specification
Spec

State/CountryCitySupplier

PN12.03 Bet Shemesh Engines Bet Shemesh ISRAEL
PN12.03 Bodycote WACamas USA
PN12.03 Bodycote IMT Inc. Andover Ma. MAAndover USA
PN12.03 Bodycote IMT Inc. London Ohio OHLondon USA
PN12.03 Bodycote IMT Inc. Princeton Ky. KYPrinceton USA
PN12.03 Kittyhawk CAGarden Grove USA
PN12.03 Pressure Technology of Ohio OHPainesville USA

PN13.02
Black-Oxide Treatment

PN13.02 Barry Avenue Plating CALos Angeles USA
PN13.02 Hixson Metal Finishing CANewport Beach USA

PN13.06
Plating, Chromium, Hard (Electro-Deposit

PN13.06 Anoplate Corp. NYSyracuse USA
PN13.06 Chem Processing Inc. ILRockford USA

PN13.08
Plating, Cadmium, Electrodeposited

PN13.08 ALP Havacılık Eskisehir TURKEY
PN13.08 Chem Processing Inc. ILRockford USA
PN13.08 Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN13.08 PAS Technologies AZPhoenix USA
PN13.08 Selfridge Plating Incorporated MIHarrison Townsh USA

PN13.08-01
Cadmium Plating

PN13.08-01 Chem Processing Inc. ILRockford USA

PN13.12-02
Electroless Nickel

PN13.12-02 Chem Processing Inc. ILRockford USA

PN13.12-03
Plating, Electroless Nickel

PN13.12-03 ALP Havacılık Eskisehir TURKEY
PN13.12-03 Anoplate Corp. NYSyracuse USA
PN13.12-03 Chem Processing Inc. ILRockford USA
PN13.12-03 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN13.14
Silver Plating

PN13.14 Chem Processing Inc. ILRockford USA
PN13.14 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND

PN14.05-01
Magnesium Conversion Coating

PN14.05-01 Chem Processing Inc. ILRockford USA

PN14.06-01
Anodic Coatings For AL And AL Alloys

PN14.06-01 ACP Metal Finishing Singapore SINGAPORE
PN14.06-01 Algat Kibbutz Alonium ISRAEL
PN14.06-01 All Metals Processing CAStanton USA
PN14.06-01 ALP Havacılık Eskisehir TURKEY
PN14.06-01 Anaplex Corp. CAParamount USA
PN14.06-01 Anodyne Inc. CASanta Ana USA
PN14.06-01 Anoplate Corp. NYSyracuse USA
PN14.06-01 Barry Avenue Plating CALos Angeles USA
PN14.06-01 Chem Processing Inc. ILRockford USA
PN14.06-01 Chemresearch Company Inc. AZPhoenix USA
PN14.06-01 Chengdu Holy Aviation Science Tec Sichuan Pengzho CHINA
PN14.06-01 Hamilton Sundstrand Wroclaw Wroclaw POLAND
PN14.06-01 Har-Conn Chrome Co. CTWest Hartford USA
PN14.06-01 Hixson Metal Finishing CANewport Beach USA
PN14.06-01 Indo-MIM Pvt. Ltd. (Doddaballapur KarmatakaBangalore INDIA
PN14.06-01 K & L Anodizing Corp. CABurbank USA
PN14.06-01 K & L Anodizing Corp. CABurbank USA
PN14.06-01 Lubeco Inc. CALong Beach USA
PN14.06-01 Lubeco Inc. CALong Beach USA
PN14.06-01 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
PN14.06-01 Modern Industries AZPhoenix USA
PN14.06-01 Omni Metal Finishing CAFountain Valley USA
PN14.06-01 Poly Metal Finishing MASpringfield USA
PN14.06-01 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN14.06-01 Saporito Finishing Co. ILCicero USA
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Specification
Spec

State/CountryCitySupplier

PN14.06-01 Valley Plating MASpringfield USA
PN14.06-01 Vijaya Metal Finishers (VMF) KarmatakaBangalore INDIA

PN14.06-01 TY I
Anodic Coatings For Al & Al Alloys

PN14.06-01 TY Plainville Plating CTPlainville USA

PN14.06-01 TY II
Anodic Coatings For Al & Al Alloys

PN14.06-01 TY Coast Plating Inc. CAGardena USA
PN14.06-01 TY Plainville Plating CTPlainville USA

PN14.06-02
Anodic Coatings For Al And Al Alloys

PN14.06-02 ALP Havacılık Eskisehir TURKEY
PN14.06-02 Lawrence Ripak Co. NYWest Babylon USA

PN14.06-03 Class 1B
Thin Sulfuric Sealed With Dilute Chromate

PN14.06-03 Cl Poly Metal Finishing MASpringfield USA

PN14.07
Polylube

PN14.07 Chem Processing Inc. ILRockford USA
PN14.07 Poly Metal Finishing MASpringfield USA

PN14.08-01
Manganese Phosphate

PN14.08-01 Chem Processing Inc. ILRockford USA

PN14.08-02
Zinc Phosphate

PN14.08-02 Chem Processing Inc. ILRockford USA

PN14.10
Passivation

PN14.10 AAA Plating & Inspection, Inc. CACompton USA
PN14.10 ACP Metal Finishing Singapore SINGAPORE
PN14.10 Aerospace Testing Lab CTSouth Windsor USA
PN14.10 Algat Kibbutz Alonium ISRAEL
PN14.10 All Metals Processing CAStanton USA
PN14.10 Alloyweld Inspection Co. ILBensenville USA

PN14.10 ALP Havacılık Eskisehir TURKEY
PN14.10 Anaplex Corp. CAParamount USA
PN14.10 Anodyne Inc. CASanta Ana USA
PN14.10 Baz Airborne Components & Asse Misgav ISRAEL
PN14.10 Bescast, Inc. OHWilloughby USA
PN14.10 Chem Processing Inc. ILRockford USA
PN14.10 Chem Tek Metal Finishing FLMelbourne USA
PN14.10 Chemresearch Company Inc. AZPhoenix USA
PN14.10 Chengdu Holy Aviation Science Tec Sichuan Pengzho CHINA
PN14.10 China National Southern Aviation I Zhuzhow Hunan CHINA
PN14.10 Coast Plating Inc. CAGardena USA
PN14.10 Danville Metal Stamping Co., Inc. ILDanville USA
PN14.10 DCI Aerotech Detroit Chrome Inc. MIDetroit USA
PN14.10 Eaton Aerospace Group (Aeroquip GAEastanollee USA
PN14.10 Element Materials Technology OHMiddleburg Heig USA
PN14.10 Element Materials Technology - So CTSouth Windsor USA
PN14.10 Exotic Metals Forming Co. - Kent WAKent USA
PN14.10 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
PN14.10 H&S Inspection Services MITroy USA
PN14.10 Har-Conn Chrome Co. CTWest Hartford USA
PN14.10 Hixson Metal Finishing CANewport Beach USA
PN14.10 Imagineering Finishing Technologie INSouth Bend USA
PN14.10 Impro Aero Components - Wenlin JIANGYIN CHINA
PN14.10 Indo-MIM Pvt. Ltd. (Doddaballapur KarmatakaBangalore INDIA
PN14.10 Industria de Tuberias Aeronauticas QueretaroQueretaro MEXICO
PN14.10 Klinge Coatings INIndianapolis USA
PN14.10 Lawrence Ripak Co. NYWest Babylon USA
PN14.10 Lubeco Inc. CALong Beach USA
PN14.10 Lubeco Inc. CALong Beach USA
PN14.10 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
PN14.10 Mistras Services CACudahy USA
PN14.10 Omni Metal Finishing CAFountain Valley USA
PN14.10 Pacific Magnetic and Penetrant Co. CANorth Hollywood USA
PN14.10 PAS Technologies AZPhoenix USA
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Specification
Spec

State/CountryCitySupplier

PN14.10 PCC Structurals - Ogden GSC Found UTOgden USA
PN14.10 PPI Aerospace LLC MIWarren USA
PN14.10 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN14.10 Saporito Finishing Co. ILCicero USA
PN14.10 Semiray Special Process Division Of AZPhoenix USA
PN14.10 Sheen Electroplater Bangalore INDIA
PN14.10 Spirol International Corporation OHStow USA
PN14.10 Sub Source Inc. ILRockford USA
PN14.10 Triple Cities Metal Finishing NYBinghamton USA
PN14.10 Valley Plating MASpringfield USA
PN14.10 Vijaya Metal Finishers (VMF) KarmatakaBangalore INDIA
PN14.10 Westfield Electroplating MAWestfield USA
PN14.10 Xian Aero Engine Controls Xian CHINA
PN14.10 XRI Testing MITroy USA

PN14.12
Chemical Film Coating On Aluminum, Mg

PN14.12 AAA Plating & Inspection, Inc. CACompton USA
PN14.12 ACP Metal Finishing Singapore SINGAPORE
PN14.12 Algat Kibbutz Alonium ISRAEL
PN14.12 All Metals Processing CAStanton USA
PN14.12 Allen Aircraft OHRavenna USA
PN14.12 Alloyweld Inspection Co. ILBensenville USA
PN14.12 ALP Havacılık Eskisehir TURKEY
PN14.12 Aluminum Finishing Co., Inc. CTBridgeport USA
PN14.12 Anaplex Corp. CAParamount USA
PN14.12 Anodyne Inc. CASanta Ana USA
PN14.12 Anoplate Corp. NYSyracuse USA
PN14.12 B & M Finishers NJKenilworth USA
PN14.12 Barry Avenue Plating CALos Angeles USA
PN14.12 Chem Processing Inc. ILRockford USA
PN14.12 Chemresearch Company Inc. AZPhoenix USA
PN14.12 Chengdu Holy Aviation Science Tec Sichuan Pengzho CHINA
PN14.12 China National Southern Aviation I Zhuzhow Hunan CHINA
PN14.12 Coast Plating Inc. CAGardena USA

PN14.12 Eaton Aerospace Group (Aeroquip) MIJackson USA
PN14.12 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
PN14.12 Hamilton Sundstrand Wroclaw Wroclaw POLAND
PN14.12 Har-Conn Chrome Co. CTWest Hartford USA
PN14.12 Hixson Metal Finishing CANewport Beach USA
PN14.12 Hohman Plating & Mfg. Inc. OHDayton USA
PN14.12 Impro Aero Components - Wenlin JIANGYIN CHINA
PN14.12 International Hardcoat, Inc. MIDetroit USA
PN14.12 Jet Processing AZPhoenix USA
PN14.12 K & L Anodizing Corp. CABurbank USA
PN14.12 K & L Anodizing Corp. CABurbank USA
PN14.12 Lubeco Inc. CALong Beach USA
PN14.12 Magellan Aerospace / King & Fowl Mielec POLAND
PN14.12 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
PN14.12 Masterbuilt  / Helm Precision AZPhoenix USA
PN14.12 Mech-Tronics ILMelrose Park USA
PN14.12 Micropaint Ltd. Carmel ISRAEL
PN14.12 Modern Industries AZPhoenix USA
PN14.12 Montana Metal Products LLC ILDes Plaines USA
PN14.12 Omni Metal Finishing CAFountain Valley USA
PN14.12 PAS Technologies AZPhoenix USA
PN14.12 Poly Metal Finishing MASpringfield USA
PN14.12 PPI Aerospace LLC MIWarren USA
PN14.12 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN14.12 Precise Metal Products Co. AZPhoenix USA
PN14.12 Precision Metal Finishing COGrand Junction USA
PN14.12 Saporito Finishing Co. ILCicero USA
PN14.12 Selfridge Plating Incorporated MIHarrison Townsh USA
PN14.12 Semiray Special Process Division Of AZPhoenix USA
PN14.12 Sub Source Inc. ILRockford USA
PN14.12 Valley Plating MASpringfield USA
PN14.12 Vijaya Metal Finishers (VMF) KarmatakaBangalore INDIA
PN14.12 Westfield Electroplating MAWestfield USA
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Specification
Spec

State/CountryCitySupplier

PN14.12 (BRUSH / PEN APPLICATION ONLY)
Chemical Film Coating

PN14.12 (BRU Jabil Lewis Engineering COGrand Junction USA

PN14.12 CL 3
Chemical-Film Coating On Aluminum, Mg

PN14.12 CL 3 Har-Conn Chrome Co. CTWest Hartford USA
PN14.12 CL 3 Hixson Metal Finishing CANewport Beach USA
PN14.12 CL 3 Indo-MIM Pvt. Ltd. (Doddaballapur KarmatakaBangalore INDIA
PN14.12 CL 3 Jet Processing AZPhoenix USA
PN14.12 CL 3 Lubeco Inc. CALong Beach USA
PN14.12 CL 3 Mech-Tronics ILMelrose Park USA
PN14.12 CL 3 Omni Metal Finishing CAFountain Valley USA
PN14.12 CL 3 Precision Metal Finishing COGrand Junction USA
PN14.12 CL 3 Westfield Electroplating MAWestfield USA

PN14.12 Class 1
Chemical-Film Coating On Aluminum, Mg

PN14.12 Class Barry Avenue Plating CALos Angeles USA
PN14.12 Class Impro Aero Components - Wenlin JIANGYIN CHINA
PN14.12 Class Indo-MIM Pvt. Ltd. (Doddaballapur KarmatakaBangalore INDIA
PN14.12 Class Precision Metal Finishing COGrand Junction USA
PN14.12 Class Ultraspec Inc. QCSt. Laurent CANADA

PN14.12 Class 2
Chemical Film Coating

PN14.12 Class Barry Avenue Plating CALos Angeles USA
PN14.12 Class Impro Aero Components - Wenlin JIANGYIN CHINA
PN14.12 Class Ultraspec Inc. QCSt. Laurent CANADA

PN14.12 TY 1 CL 3
Chemical Film Coating

PN14.12 TY 1 Omni Metal Finishing CAFountain Valley USA

PN14.12 TY1 CL4
Chemical Coating

PN14.12 TY1 C Omni Metal Finishing CAFountain Valley USA

PN14.16-03
Dry Film Lubricant, Application Of

PN14.16-03 ALP Havacılık Eskisehir TURKEY
PN14.16-03 American Industries Diversified AZPhoenix USA
PN14.16-03 Chem Processing Inc. ILRockford USA
PN14.16-03 Chemresearch Company Inc. AZPhoenix USA
PN14.16-03 Har-Conn Chrome Co. CTWest Hartford USA
PN14.16-03 Lubeco Inc. CALong Beach USA
PN14.16-03 PAS Technologies AZPhoenix USA
PN14.16-03 Precise Metal Products Co. AZPhoenix USA
PN14.16-03 Selfridge Plating Incorporated MIHarrison Townsh USA
PN14.16-03 Tiodize CAHuntington Beac USA

PN14.16-04
Dry Film Lubricant

PN14.16-04 Chem Processing Inc. ILRockford USA

PN14.50
Ultrasonic Clean

PN14.50 PTI Industries CTEnfield USA
PN14.50 Turbocam NHBarrington USA

PN14.50-03
White Layer Removal From Nitrided Steels

PN14.50-03 Bodycote Thermal Processing CAHuntington Park USA

PN15.42
Electropolishing

PN15.42 Modern Industries AZPhoenix USA

PN15.43
Etching Of Soft Metals Before Penetrant

PN15.43 Advanced Quality Group Inc. OHEast Lake USA
PN15.43 Aircraft X-Ray Laboratories CAHuntington Park USA
PN15.43 Certified Inspection Service Co. Inc. AZPhoenix USA
PN15.43 Chemresearch Company Inc. AZPhoenix USA
PN15.43 Danville Metal Stamping Co., Inc. ILDanville USA
PN15.43 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
PN15.43 Pacific Magnetic and Penetrant Co. CANorth Hollywood USA
PN15.43 Semiray Special Process Division Of AZPhoenix USA
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Specification
Spec

State/CountryCitySupplier

PN15.64
Stripping Of Titanium

PN15.64 Chem Processing Inc. ILRockford USA

PN15.66
Stripping Of Inorganic Coatings

PN15.66 Chem Processing Inc. ILRockford USA

PN15.67
Etching Of Soft Metals Prior To Penetran

PN15.67 Advanced Quality Group Inc. OHEast Lake USA
PN15.67 Aircraft X-Ray Laboratories CAHuntington Park USA
PN15.67 Bet Shemesh Engines Bet Shemesh ISRAEL

PN16.01
Radiographic Inspection And Classificati

PN16.01 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
PN16.01 Aircraft X-Ray Laboratories CAHuntington Park USA
PN16.01 Bescast, Inc. OHWilloughby USA
PN16.01 Bet Shemesh Engines Bet Shemesh ISRAEL
PN16.01 Cedtech Testing Laboratories CASouth Gate USA
PN16.01 Certified Inspection Service Co. Inc. AZPhoenix USA
PN16.01 Chicago Magnesium ILBlue Island USA
PN16.01 China National Southern Aviation I Zhuzhow Hunan CHINA
PN16.01 CPP - Cudahy CACudahy USA
PN16.01 CPP - Minneapolis MNMinneapolis USA
PN16.01 CPP - Pomona CAPomona USA
PN16.01 Decisive Testing Inc. CASan Diego USA
PN16.01 Eaton Aerospace Group (Aeroquip) MIJackson USA
PN16.01 Element Materials Technology - Ra CARancho Domingu USA
PN16.01 Gabi Shoef Ltd. Yavne ISRAEL
PN16.01 Gentz Industries LLC -MB Aerospac MIWarren USA
PN16.01 Howmet Arconic La Porte INLaporte USA
PN16.01 Howmet Laval Castings QCLaval CANADA
PN16.01 Impro Aero Components - Furong WUXI CHINA
PN16.01 Integra-Cast Inc. CTNew Britain USA
PN16.01 Lawrence Ripak Co. NYWest Babylon USA

PN16.01 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
PN16.01 Magellan Aerospace Inc. AZGlendale USA
PN16.01 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
PN16.01 Miller Castings CAWhittier USA
PN16.01 Mistras - Optimus Inc. QCSt. Lambert CANADA
PN16.01 Mistras - Optimus Inc. QCSt. Lambert CANADA
PN16.01 Mistras Group OHHeath USA
PN16.01 Mistras Services CACudahy USA
PN16.01 Mistras Services CTEast Granby USA
PN16.01 Parker Xray CTHartford USA
PN16.01 PCC Structurals - Ogden GSC Found UTOgden USA
PN16.01 PCC Structurals - San Leandro CASan Leandro USA
PN16.01 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN16.01 Smiths Tubular Systems - Laconia, NHLaconia USA
PN16.01 Western Aerospace Inspection CAVentura USA
PN16.01 XRI Testing MITroy USA
PN16.01 XRI Testing OHCleveland USA

PN16.03
Inspection, Liquid Penetrant

PN16.03 AAA Plating & Inspection, Inc. CACompton USA
PN16.03 Advanced Quality Group Inc. OHEast Lake USA
PN16.03 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
PN16.03 Aerospace Testing Lab CTSouth Windsor USA
PN16.03 Aircraft X-Ray Laboratories CAHuntington Park USA
PN16.03 Alloyweld Inspection Co. ILBensenville USA
PN16.03 ALP Havacılık Eskisehir TURKEY
PN16.03 Anaplex Corp. CAParamount USA
PN16.03 Berkshire Industries MAWestfield USA
PN16.03 Berkshire Industries MAWestfield USA
PN16.03 Bescast, Inc. OHWilloughby USA
PN16.03 Bet Shemesh Engines Bet Shemesh ISRAEL
PN16.03 Cedtech Testing Laboratories CASouth Gate USA
PN16.03 Certified Inspection Service Co. Inc. AZPhoenix USA
PN16.03 Chemresearch Company Inc. AZPhoenix USA
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Specification
Spec

State/CountryCitySupplier

PN16.03 Chicago Magnesium ILBlue Island USA
PN16.03 China National Southern Aviation I Zhuzhow Hunan CHINA
PN16.03 Coast Plating Inc. CAGardena USA
PN16.03 Collins Engine Systems IowaWEST DESMOINE USA
PN16.03 Consolidated Industries Inc. CTCheshire USA
PN16.03 Corry Mfg. Co. PACorry USA
PN16.03 CPP - Cudahy CACudahy USA
PN16.03 CPP - Minneapolis MNMinneapolis USA
PN16.03 CPP - Pomona CAPomona USA
PN16.03 Danville Metal Stamping Co., Inc. ILDanville USA
PN16.03 Element Materials Technology - Ra CARancho Domingu USA
PN16.03 Element Materials Technology - So CTSouth Windsor USA
PN16.03 F&B AZPhoenix USA
PN16.03 Frontier Group, Inc. (dba Futurewe AZPhoenix USA
PN16.03 H&S Inspection Services MITroy USA
PN16.03 Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN16.03 Hamilton Sundstrand Wroclaw Wroclaw POLAND
PN16.03 Hansen Aerospace, LLC MADanvers USA
PN16.03 Hixson Metal Finishing CANewport Beach USA
PN16.03 Howmet Laval Castings QCLaval CANADA
PN16.03 Imagineering Finishing Technologie INSouth Bend USA
PN16.03 Impro Aero Components - Furong WUXI CHINA
PN16.03 Industria de Tuberias Aeronauticas QueretaroQueretaro MEXICO
PN16.03 Integra-Cast Inc. CTNew Britain USA
PN16.03 Jabil Lewis Engineering COGrand Junction USA
PN16.03 Jet Processing AZPhoenix USA
PN16.03 Joined Alloys AZPhoenix USA
PN16.03 Lawrence Ripak Co. NYWest Babylon USA
PN16.03 LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
PN16.03 Magellan Aerospace Inc. AZGlendale USA
PN16.03 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
PN16.03 Metalscan Inspection Services TAMLIN NADUSRIPERUMBUDU India
PN16.03 Miller Castings CAWhittier USA
PN16.03 Mistras - Optimus Inc. QCSt. Lambert CANADA

PN16.03 Mistras - Optimus Inc. QCSt. Lambert CANADA
PN16.03 Mistras Services CACudahy USA
PN16.03 Mistras Services CTEast Granby USA
PN16.03 Modern Industries AZPhoenix USA
PN16.03 New Hampshire Ball Bearing NHPeterborough USA
PN16.03 Ohio Aluminum Industries Inc. OHGarfield Heights USA
PN16.03 Omni Metal Finishing CAFountain Valley USA
PN16.03 Pacific Magnetic and Penetrant Co. CANorth Hollywood USA
PN16.03 PAS Technologies AZPhoenix USA
PN16.03 PCC Structurals - Ogden GSC Found UTOgden USA
PN16.03 PCC Structurals - San Leandro CASan Leandro USA
PN16.03 PMF Industries Inc. PAWilliamsport USA
PN16.03 Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
PN16.03 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN16.03 Precision Aerospace LLC AZPhoenix USA
PN16.03 PTI Industries CTEnfield USA
PN16.03 Quality Controlled Mfg. Inc. CASantee USA
PN16.03 RBC Turbine Components CASan Diego USA
PN16.03 Semiray Special Process Division Of AZPhoenix USA
PN16.03 SETSCO Services Pte. LTD Singapore SINGAPORE
PN16.03 Smiths Tubular Systems - Laconia, NHLaconia USA
PN16.03 Sub Source Inc. ILRockford USA
PN16.03 Titan Engineering and Automation Tamil Nadu INDIA
PN16.03 Ultra Labs Inc. OHCleveland USA
PN16.03 Vijaya Metal Finishers (VMF) KarmatakaBangalore INDIA
PN16.03 XRI Testing OHCleveland USA
PN16.03 XRI Testing MISterling Heights USA

PN16.03, ASTM 1417
FPI Inspection

PN16.03, AST Cabiran Kibbutz Cabri ISRAEL

PN16.03-01
Penetrant Inspection Of Tungsten Carbide

PN16.03-01 Advanced Quality Group Inc. OHEast Lake USA
PN16.03-01 Aircraft X-Ray Laboratories CAHuntington Park USA
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Specification
Spec

State/CountryCitySupplier

PN16.03-01 Milan Tool OHCleveland USA
PN16.03-01 Mistras Services CTEast Granby USA
PN16.03-01 Ultra Labs Inc. OHCleveland USA

PN16.03-02
Penetrant Inspection Of Bonded Cylinder

PN16.03-02 Advanced Quality Group Inc. OHEast Lake USA
PN16.03-02 Aircraft X-Ray Laboratories CAHuntington Park USA
PN16.03-02 Ultra Labs Inc. OHCleveland USA

PN16.03-07
Penetrant Inspection Of Ceramic Parts

PN16.03-07 Advanced Quality Group Inc. OHEast Lake USA
PN16.03-07 Aircraft X-Ray Laboratories CAHuntington Park USA

PN16.04
Magnetic Particle Inspection and Classification

PN16.04 BE Aerospace CAWestminster USA
PN16.04 BMT Aerospace USA Inc. MIFraser USA
PN16.04 Chardam Gear Co. MISterling Heights USA
PN16.04 DCI Aerotech Detroit Chrome Inc. MIDetroit USA
PN16.04 Element Materials Technology - So CTSouth Windsor USA
PN16.04 Gabi Shoef Ltd. Yavne ISRAEL
PN16.04 H&S Inspection Services MITroy USA
PN16.04 Hamilton Sundstrand Pacific Aero Singapore SINGAPORE
PN16.04 Hamilton Sundstrand Wroclaw Wroclaw POLAND
PN16.04 Hansen Aerospace, LLC MADanvers USA
PN16.04 Imagineering Finishing Technologie INSouth Bend USA
PN16.04 Impro Aero Components - Furong WUXI CHINA
PN16.04 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
PN16.04 Metalscan Inspection Services TAMLIN NADUSRIPERUMBUDU India
PN16.04 Mistras - Optimus Inc. QCSt. Lambert CANADA
PN16.04 New Hampshire Ball Bearing NHPeterborough USA
PN16.04 Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
PN16.04 Ultra Labs Inc. OHCleveland USA
PN16.04 Vijaya Metal Finishers (VMF) KarmatakaBangalore INDIA
PN16.04 XRI Testing MITroy USA

PN16.04 Class C
Magnetic Particle Inspection And Classif

PN16.04 Class Aerospace Testing Lab CTSouth Windsor USA
PN16.04 Class Aircraft X-Ray Laboratories CAHuntington Park USA
PN16.04 Class ALP Havacılık Eskisehir TURKEY
PN16.04 Class BE Aerospace CAWestminster USA
PN16.04 Class BE Aerospace CAWestminster USA
PN16.04 Class Berkshire Industries MAWestfield USA
PN16.04 Class BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
PN16.04 Class BMT Aerospace USA Inc. MIFraser USA
PN16.04 Class Certified Inspection Service Co. Inc. AZPhoenix USA
PN16.04 Class Chardam Gear Co. MISterling Heights USA
PN16.04 Class Chemresearch Company Inc. AZPhoenix USA
PN16.04 Class Element Materials Technology OHMiddleburg Heig USA
PN16.04 Class Frontier Group, Inc. (dba Futurewe AZPhoenix USA
PN16.04 Class Imagineering Finishing Technologie INSouth Bend USA
PN16.04 Class LPO – Livnica Preciznih Odlivaka d. Ada SERBIA
PN16.04 Class Magnetic Inspection Lab (MIL) ILElk Grove Village USA
PN16.04 Class Milan Tool OHCleveland USA
PN16.04 Class Mistras - Optimus Inc. QCSt. Lambert CANADA
PN16.04 Class Mistras Services CTEast Granby USA
PN16.04 Class Omni Metal Finishing CAFountain Valley USA
PN16.04 Class PAS Technologies AZPhoenix USA
PN16.04 Class Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
PN16.04 Class Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN16.04 Class Quality Controlled Mfg. Inc. CASantee USA
PN16.04 Class Semiray Special Process Division Of AZPhoenix USA
PN16.04 Class Sub Source Inc. ILRockford USA
PN16.04 Class Ultra Labs Inc. OHCleveland USA
PN16.04 Class XRI Testing OHCleveland USA

PN16.05
Magnetic Particle Inspection, Nital Etch

PN16.05 Aerospace Testing Lab CTSouth Windsor USA
PN16.05 ALP Havacılık Eskisehir TURKEY
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Specification
Spec

State/CountryCitySupplier

PN16.05 BE Aerospace CAWestminster USA
PN16.05 BMT Aerospace Romania S.R.L. B-Dul Chimiei 6, ROMANIA
PN16.05 BMT Aerospace USA Inc. MIFraser USA
PN16.05 Chardam Gear Co. MISterling Heights USA
PN16.05 Christopher Tool & Mfg. Co. OHSolon USA
PN16.05 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
PN16.05 Milan Tool OHCleveland USA
PN16.05 Modern Industries AZPhoenix USA
PN16.05 New Hampshire Ball Bearing NHPeterborough USA
PN16.05 PAS Technologies AZPhoenix USA
PN16.05 Pratt & Whitney Kalisz Sp. ZO.O. Kalisz POLAND
PN16.05 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN16.05 Supreme Gear Company MIFraser USA

PN16.06
Ultrasonic Inspection And Classification

PN16.06 ATI Allvac NCMunroe USA
PN16.06 Bet Shemesh Engines Bet Shemesh ISRAEL
PN16.06 Carmel Forge, Ltd. Tirat Carmel ISRAEL
PN16.06 Hansen Aerospace, LLC MADanvers USA
PN16.06 Mistras Group OHHeath USA
PN16.06 Talon Test Laboratories AZPhoenix USA

PN17.70-03
Installation And Removal Of Plugs/ Insert

PN17.70-03 Aerospatiale Hemmingford QCHemmingford CANADA
PN17.70-03 ALP Havacılık Eskisehir TURKEY
PN17.70-03 Alpha AZTolleson USA
PN17.70-03 Alpha Q CTColchester USA
PN17.70-03 Berkshire Industries MAWestfield USA
PN17.70-03 Chardam Gear Co. MISterling Heights USA
PN17.70-03 Christopher Tool & Mfg. Co. OHSolon USA
PN17.70-03 Disco Machine & Mfg. ILNorridge USA
PN17.70-03 Forrest Machine CTRocky Hill USA
PN17.70-03 Forrest Machine CTBerlin USA
PN17.70-03 Joined Alloys AZPhoenix USA

PN17.70-03 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
PN17.70-03 Masterbuilt  / Helm Precision AZPhoenix USA
PN17.70-03 Milan Tool OHCleveland USA
PN17.70-03 Moked Precision Instruments Haifa Bay ISRAEL
PN17.70-03 One-Way Mfg. CAAnaheim USA
PN17.70-03 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
PN17.70-03 Quality Controlled Mfg. Inc. CASantee USA
PN17.70-03 Titan Engineering and Automation Tamil Nadu INDIA
PN17.70-03 Truline Industries OHChesterland USA
PN17.70-03 Vital Eng. Components MISterling Heights USA

PN26.04-01 Class 1
Soldering Aerospace Printed Wiring Assem

PN26.04-01 Cl TTM Technologies CTStafford Springs USA

PN26.04-01 Class 2
Soldering Aerospace Printed Wiring Assem

PN26.04-01 Cl TTM Technologies CTStafford Springs USA

PN26.05-01
Electrical/Electronic Component Installa

PN26.05-01 American Avionics Technologies Co NYMedford USA
PN26.05-01 Harco Semco CTBranford USA
PN26.05-01 Sam's Electronic Technologies, Inc. CAChula Vista USA

PN26.09-01
Soldering Aerospace Electrical/Electroni

PN26.09-01 Sam's Electronic Technologies, Inc. CAChula Vista USA

PS 101
Chrome Plating

PS 101 Chem Processing Inc. ILRockford USA

PS 103
Magnesium Conversion Coating

PS 103 CPP - Azusa CAAzusa USA

PS 104
Aluminum Anodizing

PS 104 Chem Processing Inc. ILRockford USA
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Specification
Spec

State/CountryCitySupplier

PS 108
Passivation

PS 108 Chem Processing Inc. ILRockford USA

PS 114
Chem Film

PS 114 Chem Processing Inc. ILRockford USA
PS 114 Mech-Tronics ILMelrose Park USA

PS 124
Passivation

PS 124 Bescast, Inc. OHWilloughby USA
PS 124 Chem Processing Inc. ILRockford USA
PS 124 Chem Tek Metal Finishing FLMelbourne USA

PS 124 (Dowty Only)
Passivation (Dowty Only)

PS 124 (Dowty Chem Tek Metal Finishing FLMelbourne USA

PS 320
Heat Treatment of Aluminum

PS 320 CPP - Azusa CAAzusa USA

PS 400-2
Magnetic Particle Inspection

PS 400-2 Advanced Quality Group Inc. OHEast Lake USA
PS 400-2 BE Aerospace CAWestminster USA
PS 400-2 New Hampshire Ball Bearing NHPeterborough USA

PS 400-2 (Dowty Only)
Magnetic Particle Inspection (Dowty Only)

PS 400-2 (Dow Advanced Quality Group Inc. OHEast Lake USA
PS 400-2 (Dow BE Aerospace CAWestminster USA

PS 504
EDM (Dowty Only)

PS 504 Primeway Tool & Eng. MIMadison Heights USA

QQ-C-320 Class 2
Chromium Plating

QQ-C-320 Clas Anoplate Corp. NYSyracuse USA
QQ-C-320 Clas Chem Processing Inc. ILRockford USA

QQ-C-320 Clas DCI Aerotech Detroit Chrome Inc. MIDetroit USA
QQ-C-320 Clas Hamilton Sundstrand Wroclaw Wroclaw POLAND

QQ-C-320, CLASS 2, TYPE I
CHROMIUM PLATE

QQ-C-320, CLA Dynachrome MANewbury USA
QQ-C-320, CLA Dynachrome MANewbury USA

QQ-N-290
Nickel

QQ-N-290 Chemresearch Company Inc. AZPhoenix USA
QQ-N-290 Omni Metal Finishing CAFountain Valley USA
QQ-N-290 PAS Technologies AZPhoenix USA

QQ-P-35
Passivation

QQ-P-35 AAA Plating & Inspection, Inc. CACompton USA
QQ-P-35 Aero Spring & Manufacturing co AZPhoenix USA
QQ-P-35 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
QQ-P-35 Aerospace Industrial Dev. Corp. AI Hanxiang Rd.Taichung City TAIWAN
QQ-P-35 Aerospace Testing Lab CTSouth Windsor USA
QQ-P-35 Aircraft X-Ray Laboratories CAHuntington Park USA
QQ-P-35 Algat Kibbutz Alonium ISRAEL
QQ-P-35 All Metals Processing CAStanton USA
QQ-P-35 Allen Aircraft OHRavenna USA
QQ-P-35 Alloyweld Inspection Co. ILBensenville USA
QQ-P-35 Aluminum Finishing Co., Inc. CTBridgeport USA
QQ-P-35 Anaplex Corp. CAParamount USA
QQ-P-35 Anodyne Inc. CASanta Ana USA
QQ-P-35 Barry Avenue Plating CALos Angeles USA
QQ-P-35 Bescast, Inc. OHWilloughby USA
QQ-P-35 Chem Processing Inc. ILRockford USA
QQ-P-35 Chem Tek Metal Finishing FLMelbourne USA
QQ-P-35 Chemresearch Company Inc. AZPhoenix USA
QQ-P-35 Chengdu Holy Aviation Science Tec Sichuan Pengzho CHINA
QQ-P-35 China National Southern Aviation I Zhuzhow Hunan CHINA
QQ-P-35 Danville Metal Stamping Co., Inc. ILDanville USA
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Specification
Spec

State/CountryCitySupplier

QQ-P-35 Electrolurgy Inc. CAIrvine USA
QQ-P-35 Element Materials Technology - So CTSouth Windsor USA
QQ-P-35 H&S Inspection Services MITroy USA
QQ-P-35 Hamilton Sundstrand Wroclaw Wroclaw POLAND
QQ-P-35 Har-Conn Chrome Co. CTWest Hartford USA
QQ-P-35 Hixson Metal Finishing CANewport Beach USA
QQ-P-35 Hohman Plating & Mfg. Inc. OHDayton USA
QQ-P-35 Imagineering Finishing Technologie INSouth Bend USA
QQ-P-35 Impro Aero Components - Wenlin JIANGYIN CHINA
QQ-P-35 Incertec MNFridley USA
QQ-P-35 Industria de Tuberias Aeronauticas QueretaroQueretaro MEXICO
QQ-P-35 K & L Anodizing Corp. CABurbank USA
QQ-P-35 K & L Anodizing Corp. CABurbank USA
QQ-P-35 Klinge Coatings INIndianapolis USA
QQ-P-35 Lawrence Ripak Co. NYWest Babylon USA
QQ-P-35 Lubeco Inc. CALong Beach USA
QQ-P-35 Lubeco Inc. CALong Beach USA
QQ-P-35 Magellan Aerospace Polska Mielec POLAND
QQ-P-35 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
QQ-P-35 Mistras Services CACudahy USA
QQ-P-35 Modern Industries AZPhoenix USA
QQ-P-35 Omni Metal Finishing CAFountain Valley USA
QQ-P-35 PAS Technologies AZPhoenix USA
QQ-P-35 PMF Industries Inc. PAWilliamsport USA
QQ-P-35 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
QQ-P-35 Quality Control Plating CAOntario USA
QQ-P-35 Selfridge Plating Incorporated MIHarrison Townsh USA
QQ-P-35 Semiray Special Process Division Of AZPhoenix USA
QQ-P-35 Sheen Electroplater Bangalore INDIA
QQ-P-35 Smiths Tubular Systems - Laconia, NHLaconia USA
QQ-P-35 Spirol International Corporation OHStow USA
QQ-P-35 Sub Source Inc. ILRockford USA
QQ-P-35 Triple Cities Metal Finishing NYBinghamton USA
QQ-P-35 Triumph Processing Embee Div. CASanta Ana USA

QQ-P-35 Valley Plating MASpringfield USA
QQ-P-35 Vijaya Metal Finishers (VMF) KarmatakaBangalore INDIA
QQ-P-35 Westfield Electroplating MAWestfield USA
QQ-P-35 Xian Aero Engine Controls Xian CHINA

QQ-P-35 (AMS 2700 Method 1, Type 2, Class 4)
Passivation

QQ-P-35 (AMS Magellan Aerospace / King & Fowl Mielec POLAND

QQ-P-416
Plating, Cadmium (Electroplated)

QQ-P-416 Chem Processing Inc. ILRockford USA
QQ-P-416 Hixson Metal Finishing CANewport Beach USA
QQ-P-416 Hohman Plating & Mfg. Inc. OHDayton USA
QQ-P-416 Magnetic Inspection Lab (MIL) ILElk Grove Village USA
QQ-P-416 Omni Metal Finishing CAFountain Valley USA
QQ-P-416 Pratt & Whitney Rzeszow Wsk Pzl Rzeszow POLAND
QQ-P-416 Saporito Finishing Co. ILCicero USA

QQ-P-416 TY II, CL3
Plating, Cadmium (Electrodeposited)

QQ-P-416 TY II Har-Conn Chrome Co. CTWest Hartford USA

QQ-S-365
Silver Plating

QQ-S-365 BE Aerospace CAWestminster USA
QQ-S-365 Chem Processing Inc. ILRockford USA

QQ-Z-325
Zinc Plating, Electrodeposited

QQ-Z-325 Anaplex Corp. CAParamount USA
QQ-Z-325 DCI Aerotech Detroit Chrome Inc. MIDetroit USA
QQ-Z-325 Hohman Plating & Mfg. Inc. OHDayton USA

TT-C-490
Zinc Phosphate

TT-C-490 Chem Processing Inc. ILRockford USA

WS 6811
Passivation

WS 6811 Chem Processing Inc. ILRockford USA
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Specification
Spec

State/CountryCitySupplier

WS 9030
Chem Film

WS 9030 Chem Processing Inc. ILRockford USA

WS6782
Radiographic Inspection

WS6782 Bescast, Inc. OHWilloughby USA
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Appendix A
Supplier City State

APU High-Strength Fastener Suppliers
Precision Threaded Products Bristol CT

APU High-Strength Fastener Suppliers
AIR INDUSTRIES CORP GARDEN GROVE CA

Alcoa Fastening Systems - Arconic Fastening S TORRANCE CA

Alcoa Fastening Systems Arconic Fastening Sy CITY OF INDUSTRY CA

ALCOA FASTENING SYSTEMS EUROPE (EM) STEVEN 3-HILDES UK

Blanc Aero Industries UK Ltd RUGBY, WARKS UK

BRISTOL INDUSTRIES BREA CA

FASTENER INNOVATION TECHNOLOGY INC (E RANCHO DOMING CA

HEARTLAND PRECISION FASTENERS INC (EM) NEW CENTURY KS

IDEAL FASTENERS INC (EM) ANAHEIM CA

LFC INDUSTRIES (EM) ARLINGTON TX

LISI AEROSPACE VILLEFRANCHE France

M S AEROSPACE INC SYLMAR CA

MORTON MANUFACTURING  LANCASTER CA

PB FASTENERS GARDENA CA

SATURN FASTENERS INC (EM) BURBANK CA

SPS Technologies JENKINTOWN PA

Tuesday, October 14, 2025 Page 77 of 80 

This document contains no technical data subject to the EAR or the ITAR
Pratt & Whitney Proprietary – Subject to restrictions on first page.

COPIES PRINTED FROM THE ON-LINE SYSTEM ARE CONSIDERED UNCONTROLLED



Pr
at

t &
 W

hi
tn

ey
 P

ro
pr

ie
ta

ry
 - 

Su
bj

ec
t t

o 
th

e 
re

st
ric

tio
n 

on
 th

e 
tit

le
 o

r c
ov

er
 p

ag
e

Appendix B
Laboratory City State

LABORATORIES, INDEPENDENT APPROVED- METALLICS

AADFW INC EULESS TX

ATI SPECIALTY MATERIALS LTD T/A COMMERC SHEFFIELD UK

ATLAS TESTING LABORATORIES INC Rancho Cucamong CA

DICKSON TESTING SOUTHGATE CA

DIRATS LABORATORIES (SP) WESTFIELD MA

ELEMENT - NEWTON NEWTOWN PA

ELEMENT CLEVELAND CLEVELAND OH

ELEMENT HUNTINGTON BEACH HUNTINGTON BEA CA

ELEMENT MATERIALS TECHNOLOGY CINCINN CINCINNATI OH

ELEMENT MATERIALS TECHNOLOGY DALEVILL DALEVILLE IN

EVANS ANALYTICAL GROUP SYRACUSE NY

EXOVA Inc SANTA FE SPRING CA

EXOVA INC., CHICAGO LABORATORY GLENDALE HEIGH IL

FUNDACION TECNALIA RESEARCH AND INNOV Guipuzcoa Spain

HOWMET CORPORATION  ARCONIC POWER & WHITE HALL MI

IMR TEST LAB LANSING NY

IMR TESTS LABS - CURTISWRIGHT SUBSIDIARY PORTLAND OR

JOLIET METALLURGICAL LABORATORIES INC. JOLIET IL

L I T, LONG ISLAND TESTING LABORATORIES Hauppauge NY

LABORATORY TESTING INC. HATFIELD PA

METALS ENGINEERING AND TEST LAB PHOENIX AZ

METALS TECHNOLOGY INC. NORTHRIDGE CA

METALTEK INTERNATIONAL WAUKESHA WA

NORTHERN ANALYTICAL LABORATORY Londonberry NH

NSL METALLURGICAL Warrensville Heig OH

OLYMPIC SCIENTIFIC SEATTLE WA

Siec Badawcza LUKASIEWICZ- Instytut Poland Poland

SINGAPORE TEST SERVICES PTE LTD SINGAPORE

TIMET UK LTD BIRMINGHAM UK

WESTMORELAND MECH TEST AND RESEARCH YOUNGSTOWN PA
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Laboratory City State
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Appendix C
Laboratory City State

LABORATORIES, INDEPENDENT APPROVED- NON METALLICS

AADFW INC EULESS TX

ATI SPECIALTY MATERIALS LTD T/A COMMERC SHEFFIELD UK

DIRATS LABORATORIES (SP) WESTFIELD MA

EATON CLEVELAND CLEVELAND OH

ELEMENT CLEVELAND CLEVELAND OH

ELEMENT MATERIALS TECHNOLOGY BROKEN BROKEN ARROW OK

EXOVA INC., LOS ANGELES SANTA FE SPRING CA

FUNDACION TECNALIA RESEARCH AND INNOV Guipuzcoa Spain

HOWMET CORPORATION  ARCONIC POWER & WHITE HALL MI

IMR TEST LAB LANSING NY

LUVAK BOYLSTON MA

METALTEK INTERNATIONAL WAUKESHA WA
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